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INTRODUCTION

OBJECTIVE:

The objective os this project were to establish the relationship

between infrared spectra and propellant aging and to determine the applica-
bility of this relationship to the prediction of service life of propellant.

BACKGROUND:

In past programs, data that showed that changes in the chemical

structure of the binder of a propellant could be correlated with changes in the
mechanical properties of the propellant were obtained. It was also demon-
strated that these changes to the chemical structure of the binder could be
detected using infrared spectroscopy. Therefore, the changes in the infrared
absorption characteristics of the binder are directly related to changes in the
chemical structure and, hence, to changes in mechanical properties of the
propellant. The purpose of this project was to demonstrate the feasibility of

using Fourier transform infrared spectroscopy as a non-destructive tool to

relate changes in binder structure to changes in mechanical properties of the
propellant and eventually to use that correlation to predict the remaining

service life of the propellant.

PROGRAM OUTLINE

The project consisted of two phases. These phases and the tasks that
occurred under them are listed below.

Phase I - Analytical Development

Task 1 - Computer Program Development

Task 2 - IR Data Acquisition
Task 3 - Testing

Phase II - Service Life Prediction

Task I - Propellant Preparation
Task 2 - Aging and Testing
Task 3 - Frediction

During the Phase I studies, a computer program was to be developed
to identify infrared frequencies in propellant binder that changed with the

propellant's mechanical properties as functions of time and to identify those
frequencies that were statistically and chemically relatable to the changes in
mechanical properties. IR data acquisition techniques were to be refined so

11



as to minimize interferences from propellant ingredients, especially
ammonium perchlorate. The validity of the computer code and the data
acquisition techniques were to be cross-checked with known results from
on-going and previous programs (where specific data had been retained for

this purpose).

In Phase II, recommendations were to be made to AFRPL for from
one to four propellants for aging and testing. After AFRPL concurrence, this
propellant(s) was to be manufactured for testing. These propellant(s) were
to be aged (including gradient) for a specified time, and IR and mechanical
property data accrued. These data were then to be used in the creation of
mathematical technique to predict the remaining service life of the propellant.

All data used in the prediction scheme were to be derived from the IR spectra
of the aging propellant(s).

An over-view of the entire project is shown on Figure 1.

As originally planned the technical effort was to be complete in 18
months with an additional three months allowed for the final report cycle.
This cycle was met, and all milestones were fulfilled.

12
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SUMMARY OF ACCOMPLISHMENTS

Infrared spectra of solid propellants were taken using an ATR t,.chnique,

and the data were hand-reduced by a n.rnber of methods. Using thes, reduced

infrared data, we correlated the heights of the various infrared peaks with

propellant mechanical properties until we found a data reduction procedure

that would give simple linear correlations of infrared peak height changes
with corresponding changes in propellant mechanical properties caused by

aging of the propellants. This data reduction technique was then mathemati-

cally modeled and used in developing a computer program to determine the
height of each peak in an infrared spectrum.

A computer program was written to read FTS-10 spectral data tapes

and from the data compute the spectra. The data reduction technique selec-
ted for measuring the heights of the infrared spectral peaks was included in
the computer code and modified several times during the project to accommo-

date complex IR spectra. After computing the spectra, it was necessary to

normalize them so that all spectra in a data set would be on the same basis
and the peak height changes could be compared one to another among the

spectra. Several peaks in the infrared spectra of propellants were evaluated
as possible sites for normalizing, and the CH stretch region (2700 to 3100

wave numbers) was selected as that portion of the spectra that changed least

due to aging of the propellant. Specifically, 2920 cm was most useful for
propellants that did not contain an ester plasticizer; and, for those propellants
that did contain a plasticizer, 2850 cm was preferred. After normalizing,

peak heights are computed for all spectra in a data set and peaks are selected
for a statistical analysis to show the correlation between peak heights and
propellant mechanical properties changes. A separate program was written
to accumulate the mechanical property data from user input and organize it

into a form for the statistical analysis.

IR data acquisition techniques were studied, and several sample pre-
paration procedures were found that yielded correlations of peak heights and

mechanical property changes. Propellant spectra were measured using whole

propellant (i. e., propellant that had not been treated in any way), propellant

from which the ammonium perchlorate had been leached by water to remove

the spectral influence of AP and "open up" the spectrum revealing more of

the binder of the propellant, propellant sol fraction, and propellant gel fraction.

Two ATR units were evaluated in the course of the program and a unit manu-

factured by Barnes Engineering Company was selected for standard use.

One of the critical factors found in this study of how the IR data

are acquired was that whatever equipment and sample preparation procedures

are used at the beginning of an aging program must be used throughout the
aging program; otherwise the IR data will not have quantitative significance.

14
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W hen ti. I I d ata acquisition )roc dure- was .staI)Iished, we t.sted

that procedure using two propellants aged as a part of this project. At

several intervals during the aging, seve ral techniques for predicting the

aging characteristics of propellant wore examined. The technique finally

selected for predicting properties of aging solid propellant involved estab-
lishing correlations between () peak height changes and propellant mechani-

cal properties, and (2) peak height changes with time, such that the predic-
tion was based solely upon infrared spectral changes and did not rely upon a
term in the equation that related propellant mechanical property changes

with time.

The major accomplishment in the program has been the deveiopment
of a computer code that will accept infrared spectral information from mag-

netic tape, reduce it, normalize it, calculate peak height, tabulate those

peak heights, and perform statistical simple linear correlations, multiple
linear correlations and multiple non-linear correlations. A method has

be-en identified for acquiring the infrared spectra of solid propellants so that
the spectra art, quantitatively usable. Several methods for treating and pro-
pellants prior to taking the infrared spectra have been identified, and all

methods have shown correlations. Lastly, a technique has been developed

whereby a prediction of propellant mechanical properties to some future
tioe can be mladle mathematically using only infrared spectral information.

T he results of this project are a major step toward predicting the

rtnmaiping sh,1 life of solid propellant rocket motors from infrared measure-

ments using small amounts of propellant associated with them.
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TECHNICAL ACCOMPLISHMENTS

GENERAL REMARKS

The technical accomplishments of this report are presented below by
phase and task of the program. The outline for the program is presented as
a part of the introduction. Details of the experimental procedures developed
during the course of the program are given in separate appendices located at
the end of the report.

PHASE I - ANALYTICAL DEVELOPMENT

Task 1 - Computer Program Development

General Description of Programs

Two computer programs were written on this project. The first
program was written to accept infrared data from magnetic tape, reduce the
data, tabulate the heights of infrared peaks and correlate these data with pro-
pellant mechanical properties. The second of the two programs was one
which tabulated the mechanical properties of a propellant. This physical
properties master tape generator was an input to the infrared data reduction
and analysis program. A general description of each of these programs, the
development of each program and the capabilities and limitations of each
follows.

Infrared Data Reduction and Analysis (E-490)

The infrared data reduction and analysis program accomplishes eight
separate jobs. In order, these are:

1) Reads the FTS-10 spectral data tape.

2) Establishes the spectral baselines forthe peak used to normalize
the spectra.

3) Normalizes the spectra.

4) Computes baselines and peak heights for all peaks within the
selected spectral range.

5) Tabulates spectral peak heights by file number.

6) Selects peaks for correlation with propellant properties.

7) Reads the propellant mechanical properties from the physical
properties master tape generator.

16



8) Performs the statistical analyses that are called for.

Each of these subroutines in the program is treated separately below.

Physical Properties Master Tape Generator (E-410)

This program is for storing physical property data on propellant and

it is the means for Program E-490 to access mechanical properties that the
user wishes to have included in the correlations of spectral peak heights with
propellant properties. Provisions are made for ten propellant properties,

six of which have been pre-designated by headings. When a computer run is

submitted, the data is stored on magnetic tape and is then accessed when
needed by the E-490 program.

E-490 Program Development

FTS-10 Spectral Data Tapes Reading

An FTS- 10 spectra file on magnetic tape consists of two records. The

first record is a listing of the mathematics used to calculate the spectra from
the binary bits that are stored on the tape as the second record of that file.
An example of the information in the first record is given in Table 1 . After

having computed the spectrum, the computer prints out the spectrum in digital

form. These data consist of a tabulation of wave numbers and amplitudes.
Even though in later parts of the program (where it is computing peak heights),

it is limited in the range of wave numbers that it treats. During this first
part of the program, the computer establishes amplitudes for all wave numbers

between the range 4004 and 393 wave numbers or whatever spectral range the

user has elected to employ.

All spectra recorded on magnetic tape for use in this program must

be absorbance spectra made between ,-he spectral ranges of 4000 cm - 1 to 400

cm - 1 . Using the FTS-10 software with the FTS-10 spectrophotometer, the
FTS-10 computer sets the parameters FLP and FFP one data point outside

the two extremes such that the frequency of the first point in the spectrum
will be in the order of 4004 cm - 1 and the last data point in the spectrum will

be approximately 393 cm - 1 . This way if the spectra are collected in single
precision, the number of data words in the record will be 468. The computer

program E-490 has been coded to accept that number or a small number.

This limit of .168 data words in the FTS-10 data tape requires also that the
spectra be collected in single precision, i. e. , the FTS-10 parameter WDS =

SP. It was the practice during the FTS program to collect all the spectra

with a resolution value of 8, i. e. , a data word every 8 wave numbers. How-
ever, the resolution of the spectra may be changed at the user's discretion

provided other changes are made in the FTS-10 collect parameters such

that the number of data words does not exceed 468.

17



Spectral Baselines Establishment

Before any quantitative information can be obtained from an infrared
spectrum, one must know the height of the peak since the height of the peak
is proportional to the transmitted radiation for the sample. In order to
establish the height of a peak, it is imperative that a baseline be drawn
beneath a peak such that the amplitude of the peak at this baseline is subtracted
from the maximum amplitude of the peak and, thus, the height of a peak is
known.

The entire scheme for using infrared data quantitatively depends upon
the Beer-Lambert law which is expressed as follows:

kcd = logl0 i 0 /i (1)

In this equation:

i0 = the incident radiation

i = the transmitted radiation

k = the absorptivity or extinction coefficient for a
particular infrared pea' in a particular
compound

c = the concentration of the material being tested

d = the thickness of the sample

Establishing spectral baselines was one of the first problems tackled
on the program. In order to keep the computer run time as short as possible
and the programming as simple as possible, the first technique tried was a
baseline which extended from 3100 to 2700 cm "1 and a second which connected
1800 cm - I with 700 cm- 1 ; however, the precision of the peak height data
calculated using this baseline was not nearly precise enough, so other tech-
niques were tried.

In-hand reduction of an infrared spectrum, the usual technique for
establishing a baseline, is to draw a line which connects the minimum on one
side of a peak to the minimum on the other side of the peak. With a baseline
drawn thusly, it is possible to calculate the height of a peak by merely sub-
tracting the amplitude of the peak at the baseline from the maximum amplitude
of the peak. This procedure worked well and the computer logic for accomplish-
ing data reduction by this scheme was written. Later it became quite apparent
that a minimum-to-minimum connector for baseline was not entirely adequate
and there were some circumstances under which entirely false information

18



was derived fromi using this baseline.

Figure 2 is a portion of a typical infrared spectrum showing the various

ba.selines that the computer would draw depending upon instructions given to it.

Take for example, peak A on Figure . Here the computer has drawn a

minimum-to-minimum connector for that peak; and, using the equation for that
line and the wave number at the peak, the computer is able to calculate the

height of that peak. For this case the ninimurn-to-minirnum connector is the

proper one. Now look at peak B on that figure and observe that a minimum-to-
mnininum connector for peak B is not adequate. On the right side of peak B,

i. e. , between peak B and peak C, the minimum is the correct point, but
observe what happens when the computer searches for a minimum point on the

left side of peak B. It finds a minimum near peak A and draws a line which
cuts off a significant part of peak B such that an incorrect baseline for peak B
is derived. This incorrect line is labeled (1) on the figure.

When this condition was detected, a new technique for establishing

baselines was programmed. Basically, the computer searches for a tangent

point along the left side of peak B. The new routine for establishing this

tangent-to-tangent connector for a baseline proceeds as follows. The corn-

puter locates peak B and searches wave number-by-wave number down the

right side of the peak until it reaches a minimum point; then retains that
wave number and that amplitude. The computer then returns to the greatest
amplitude in peak B and searches down the left side of peak B until it locates

the minimum point, which in this illustration is the right side of peak A. The
computer then calculates the slope of the line indicated as line (1) on the

figure. It then indexes one wave number toward peak B and calculates a new
slope. If that slope (line 2) is greater than the slope at line (1), the computer
iniext. one more w-e number toward peak B and computes a new slope,

shown as line (3) on Figure 2. If the slope of line (3) is greater than the slope

of line (2), the procedure is repeated until the computer encounters a line
where the slope is less than the slope of the previously computed line. In the

illustration in Figure 2, the very next computation would yield a slope which
was less than the slope of line (3). The computer would then select line (3)

as the proper baseline and this, in fact, is the proper baseline for peak B.

In order for the computer to know which side of the peak in the example peak
B is apt to have a tangency baseline rather than a minimum baseline, the com-
puiter first selects the short side of the peak and holds that minimum point.
It then goes to the long side of the peak and proceeds with the tangency base-

line calculations.

Observe now the condition that exists with peak C in Figure 2. Here

th' short side of the peak is to the left and the computer selects the minimum

along that line and searches the right side of peak C until it reaches a mini-
mu.m. It then proceeds to apply the tangency baseline routine by indexing

one wave number toward the peak and calculate the slope of the new line. In
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this instance, the new slope would have a lesser numerical value than the
original slope so the comiputer would select the original line as is shown in

the illustration.

The same search procedure is used for peak D in the Figure 2 illustra-

tion. H[ere the left side of peak 1) is short and the computer selects the first

available ninimurn and that is to be one side of the baseline. It then searches

the right side of peak D and finds the minimum and calculates the slope. This
iine is identified as line (4) in the illustration, It thEn indexes one wave number

toward peak D and calculates a line which is identified as (5) in the illustration.
The Flop of this line is greater than the numerical value of the slope at line(41.

it then inoexes one more wave number toward peak D and establishes line (06 as
the baseline and computes the slope of that line; however, the slope of line (6)
is less than the slope of line (5), so the computer returns to line (5) and estab-

li!hes that as the baseline for peak D. Again, this is the correct baseline for
measuring the height of peak D.

Another interesting proolen that presented itself was how to handle

peaks in the infrared which should be measured from a common baseline
rather than from a minimum-to-minimum connector or a tangent-to-tangent
connector. This problem arose primarily from an instance where one peak

grew in the infrared spectrum and a second adjacent peak diminished as the

propellant aged, indicating a reaction product is formed while a reactant is

disappearing. Figure 3 is an illustration of this phenomenon. It occurred
- 1.iije in the spectra of TP-H8156 propellant, a carboxyl-terminated polybuta-

diene cured with an epoxide. There is a peak at approximately 1710 cm I 1

that slowly disappears as the propellant ages. This is associated with unreact.d

car'oxvlic acid in the polymer. As the carboxylic acid disappears, a peak at

aLProximately 1740 cm- grows; this is an ester peak which is the reduction
product of the carboxyl with the epoxide.

It was felt that these two peaks really should be measured fror a
c~r own baseline rather than from individual baselines in order to make the

data more quantitative. To accomplish this, a. new routine was written into
the E-490 program and was called 'common baseline" and is abbreviat-d
CP BASE. In order to establish a common baseline, the user designates to

the computer those areas in the spectrum which are to be treated with this

C BASE routine. In the Figure 3 example the user would enter the spectral
limjts of 1750 and 1700 wave numbers. Now the computer searches outside
•"*art of these limits until it finds a minimum and then draws the connectc r

tv,-een these minima. It also applies the tangency baseline routine if this

-,.einn of the spectra requires that type of baseline. As many as 25 peaks can
! included in any one request for the COBASE routine.

In order to account for those conditions under which a peak almost

trilly disappears or ceases to become a peak, but merely a discontinuity or
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shoulder on a first peak, the computer has instructions to retain the wave
number of each peak in the G(-.BASE area, using a spectrum which the user
decides is the best 'picture' of the COBASE area. In all spectra of that data
set it goes to those two wave numbers and measures the height of whatever is
at that location whether it be an actual peak or merely a shoulder on the side
of another peak. This condition is illustrated in Figure 4. In this illustration
the shoulder designated as " is a reduced version of the smaller pcak h-howr.
in Figure 3. Here the computer has remembered the location of B in Figui'- -
and is still computing the height of B even though it is no longer a peak as far
as the computer is concerned, because it does not go through a maximum as
A does.

Spectra Normalization

In order to have the infrared spectra quantitative, one must somehow
iccount for all the variables in the Beer-Lambert law, equaticn 1. In that
law the incident radiation becomes a constdnt i- the computation of the spectra
from the reference and sample files. Absorption in the infrared spectrum of
a particular group in a molecule is a constant and so the extinction coefficient
is removed as a variable so long as one is observing identical peaks in a Series
of spectra. Concentration can be accounted fnr by a process called normalizing.
Sample thickness is accounted for in the ATR unit because the penetration of the
infrared energy into the sample is a function of the angle of incidence of the
infrared light, the material being used as the IRE and the wave number being
examined so long as the same ATR unit and IRE are used, sample thickness is
a constant. This leaves the transmitted radiation as the measure of the amount
of material present in a particular sample when compared to another sample of
the same material

In order to normalize one selects a peak in the infrared spectrum and
makes the assumption that the height of that peak does not change because of'
the changes from sample-to-sample, in other words, this is a point of zero
change in the molecular structure of the material being tested. Now it is
recognized that zero change is probably an impossibility, but since we must
normalize, we must use the best approximation that we can and search for
a peak in the spectrum where there is as little change as possible.

A large number of infrared peaks were tried in the course of the pro-
gram and it was concluded after having the data reduced using a number of
normalizing peaks, that peaks in the CH regiun (29Z0 and Z850 cm- 1 ) were
best for normalizing. 2920 was used most frequently and on occasion, 2850
vas used for normalizing. For those samples of propellant where the CH of
thc ester is used as the plasticizer (a material such as DOA) it was found that
2850 cm- 1 was a region where the CH of the ester does not interfere with the
CH-{ of the polymer binder which does absorb strongly. Thus, any variation
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in the quantity of plasticizer presented to the infrared energy beam has little
or no influence upon the normalization of the propellant sample spectrum.
Where one is working with the gel fraction of propellant, where the DOA has
been extracted, the peak at 2920 cni - 1 is the most constant from sample to
sample.

In using the E-490 program for IR data reduction, the user is given
the option to select the normalizing wave number. The computer then goes to
this designated location and searches + 20 wave numbers, to account for some
variation in the manner in which the spectra are collected, to find the maxi-
mum amplitude in that region. It identifies that amplitude, and then identifies
the wave number at which that amplitude occu-s. It proceeds through the
baseline routine to establish the baseline for that peak and then computes the
amplitude of that peak in the first spectrum of the data set.

P rogram E-490 then measures the amplitude of the normalizing peak in
every other spectrum of the data set. Having established all normalizing peak
heiu ts, it then reviews the data and selects that spectrum which has the
greatest peak height at the normalizing area. This is used as a computational
-,tandard for the remaining spectra. The greatest normalizing peak in a set of
spectra is divided by the normalizing peak height of every other spectrum.
This numrerical value becomes the normalizing factor for the particular file.
Every other amplitude in the file is nultiplied by this normalizing factor so
that now all of the spectral information from all files in the data set are on the
same numerical basis and they all have been "normalized'. An example of
the type of information that is printed by the computer is given in Table 1. The
conmputer then prints out the amplitude at each wave number for each of the
normalized spectra. These normalized spectra will be plotted if the user
chooses. All subsequent computations are made with this normalized spectral

It should be pointed out that the computer program normalizes by the
pr )c(iure given above using the greatest normalizing peak height in a set of
spctra. It does not use a standard peak height which would permit the com-
paris( n of spectra among data sets. The computer program permits the
c,,iparison of spectra within a data set only.

Peak Height Computation

-ice all of the spectra in a data set have been normalized, the program
computes the height of each peak within the spectrum. Starting at 3Z00 cm " 1 ,
the computer searches for a maximum amplitude and then identifies that wave
nutiber. It then searches the left side of this located peak for the minimum
point and then searches the right side for the minimum point. From these two
points, it selects the long side and calculates the slope of the line connecting
these two minima. Having done this, it proceeds through the tangency base-
lint selection routine and when it has located the proper baseline it then
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calculates the amplitude on this baseline at the peak wave number. It subtracts
this value from the maxdinriui amplitude it identified in the first step and this
new value then becomes "peak height". A summary of all of the steps involved
in calculating a si-gle peak height is given in Table 2. The computer proceeds
through this routine for all IR spectral files in the data set.

In order to keep the run time of the program to a minimum, some
restrictions were placed in the program to prevent the computer from examin-
ing peaks which amount to only spectral noise. Computation of peak height
begins at a wave number of 3200 cm - I and proceeds through 2700 cm - 1 . This
is the CH region of the spectrum and is important in normalizing; also, in
this region are some peaks which correlate with propellant mechanical proper-
tie e. I etween 2700 cm - 1 and 1800 cm- 1 there are no spectral features that
are of interest. This region of the spectrum is flat and any small peaks that
occur in this area are merely electronic noise. Beginning at approximately
1800 cn 1-1, and proceeding through 700 cm - 1 , is the "fingerprint" region of
the spcctrum which reveals a large amount of information concerning the
che dcal behavior of the binder within the propellant. The computer searches
thi entire region and identifies each peak in that region. Beyoiid 700 cm - 1 ,
there are few peaks which might reveal something about changes in the composi-
tion of the propellant binder; and there is one very strong ammonium perchlo-
rate absorption in this region.

The computer program has been written to allow up to 50 peaks per
spectrum; thus, the data array for peak heights is quite large and very com-
plex spectra can be handled by the computer.

Up to 30 spectral files can be treated in a single computer run. If the
i-, : finds - need for reducing more than 30 spectral files, it -an be accomplish-

ed in tw -r more runs provided that in each computer run the largest spectrum
in the entii e data set is included in each run. Selecting the largest spectrum
in i ,t of data can be accomplished merely by reviewing the spectral plots
that %%cre made by the infrared spectrophotometer. Having the largest spec-
t:iin included in each computer run is a necessity so that all of the spectra are
nc,.->;:alized on the same single spectrum; thus, all the spectra, regardless of
hu.%. nany are comparable one with another because they have been normalized
to Lhe same single spectrum.

In this peak height calculation routine for the computer, the computer

has not been instructed to distinguish between electronic noise and genuine
peaks and it computes peaks regardless of how small they might be. In order
to avoid correlation of peaks which are electronic noise with propellant
mcchanical properties, the computer at this point has been instructed to
determine the "validity" of a peak. A "valid" peak is defined by a user input
but defaults to V1,) of the overall amplitude within a spectrun. The cnputer

accomplishes this by identifying the maximum amplitude within each spectrum
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TABLE Z

SUMMARY OF COMPUTER STEPS TO

CALCULATE PEAK HEIGHT

1) LOCATE A MAXIMUM AMPLITUDE AND IDENTIFY WAVE NUMBER

2) SEARCH LEFT SIDE F-R THE MIN. POINT

3) SEARCH RIGHT SIDE F'IR THE MIN. POINT

4) SELECT THE LONG SIDE

5) CALCULATE SLOPE OF LINE C)NNECTING MINIMA

6) INDEX ONE DW TOWARD PEAK ON LONG SIDE, CALCULATE SLOPE

7) IS NEW SLOPE =, <, >,OR HAS SIGN CHANGED?

IF =, STOP

IF ',STOP, BACK-UP ONE DW

IF >, REPEAT (6)

IF SIGN OF SLOPE HAS CHANGED, BACK-UP ONE DW

8) WHEN TAN/MIN. ON LONG SIDE IS FOUND, CALCULATE EQUATION
FOR THE "BASELINE"

9) CALCULATE AMPLITUDE ON BASELINE AT PEAK WN (No. I ABOVE)

10) SUBTRACT (9) FROM (1). THIS VALUE IS "PEAK HEIGHT"

iI) LOCATE NEXT MAXIMUM AMPLITUDE, ETC. --- , TO END OF SPECTRUM

12) STORE DATA ARRAY

13) PRINT DATA ARRAY: PEAK NUMBER, DW, WN, PEAK HEIGHT,
BASELINE AMPLITUDE
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and identifying the spectral minimum amplitude. It subtracts the minimum
from the maximum and multiplies that value by 0. 02 and any peak that has a
height less than this value is considered to be non-valid. Valid peakE, are
denoted on the computer print-out by three asterisks (***). The validity of a

peak is determined for each individual spectrum in a data set, not for the data
set as a whole. In other words, the computer does not consider the maximum
amplitude in the entire set of spectra and the minimum amplitude in the ent.re
set, but determines validity for each individual spectrum. This means that a
peak may be considered valid in one spectrum simply because of the maximum
and minimum amplitudes in that spectrum permit it, and it may be considered

invalid in another spectrum in the same data set. This has led to a few pro-
blems in the correlation of peaks with propellant mechanical properties. This

problem will be discussed in the next section of the report. Table 3 is an
example of the type of information that the computer prints concerning peak
heights. Observe on that table that the computer keeps track of peaks by

number; it also identifies the data word at which the peak occurs, the wave
number in cm - 1 at which the peak occurs, prints the height of the peak and

the ampliti-de of the spectrum along the baseline. Notice in the example that
peak numbers 2, 3, 4, and 7 are valid peaks while all the others are not.
Table 4 is a summary of this discussion concerning the features and limita-
tions of the computer program as it proceeds through the peak height calcula-

tion routine. One other piece of information appears in the Table 3 summary
of peak heights and that is the notation "CB" which is a record of the peaks
that were involved in the common baseline routine.

Peak Height Tabulation by Spectra File Number

After all peak heights have been computed for all of the files submitted
in .. run, the computer then tabulates these peak heights by data word and by

spectral file number. Tabulation is made by data word rather than by wave
number simply because if spectra are not made under exactly the same condi-
tions then there can be a slight variation in the wave number, but provided the
original conditions for collecting the spectra are not too different, the data

word number will not change.

The wave number for any spectrum is determined by the computer when
it goes through the original data reduction routine. In order to establish wave

number, it must know the resolution element for the particular spectrum and
this is accomplished by subtracting the frequency of the last point (FLP) from
the frequency of the first point (FFP) to establish the precise range for a
given spectrum. This spectral range is then divided by the number of data
words in the entire spectrum and this value then becomes the resolution ele-

ment. The computer identifies from the first record in a spectral file the
frequency of the first point. It then subtracts the resolution element and that
new value then becomes the wave number for the second data word. The reso-
lution element is subtracted again, and this value becomes the third wave
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nuniber in the tabulation of the spectral information. Since wave numbers can
change slightly frow spectrum to spectrum depending upon the FFP and the

YLP values, the decision was nade that the computer would keep track of the

spectral information by data word number. An example of the peak heig'ht

tabulation provided by the computer is shown in Table 5.

In order to identify the wave number for a particular data wcrd, c-ne

relers back to the tabulation for the peak heights in a particular spectrur.

Table 3 is such a tabulation. Take, for example, data word 120 on Table 5

in file 17; that peak had a height of 0. 872. Refer now to Table 3 and observe

that data word 120 had a wave number of 3083. 8831 cmr- and a peak height of

0. 8718557 (the computer rounds off the peak height values in the Table 5 tabu-

lation to three places). Note also on Table 5 that file no. 17 did not have data

words 115 and 117. These data words, however, did occur in file 29. One of

them occurred in file 23, one occurred in file 35 and one occurred in file 41.

A~so, in the Table 5 tabulation, the information concerning the validity of a

peak has been dropped out as has the information concerning the peaks which

are involved in the common baseline routine.

The peak height tabulation summary was programmed as a convenience
so that if the user did not wish to employ the statistical analysis routine in the
program he could select peak heights from the Table 5 tabulation and perform

his own statistical analysis using a procedure of his choosing. The original

statistical analysis of the peak height and propellant mechanical property

information was done in just this manner until the statistical analysis capa-

bility was programmed. Selected portions of the statistical analysis computer

program used for this were later incorporated into E-490.

Peak Selection for Statistical Analysis

In order to determine whether peaks in the infrared spectrum correlate

with changes in mechanical properties of propellant, it is first necessary for

the computer to review the data and select those peaks that are to be correlated

with propellant mechanical properties. Two criteria were established for
,selecting these peaks.

A) Is there a peak at a given wave number in every spectrum in the

data set; and

B) Is each peak a valid one; i. e. , is its magnitude greater than 2% of

the overall magnitude of the respective spectrum.

All peaks which meet these two criteria are employed by the computer in the

statistical analysis.
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Very soon after writing these instructions into the E-490 program and
having included a statistical analysis routine, it became apparent that the two
criteria led to some problems when the computer performed the statistical
analysis of the correlations betwcen peak height changes and propellant
mechanical property changes.

When the spectra of whole propellant are used AP and DOA peZ, ai c
always selected for the correlations routine. Some very strong correlatioli.
have been found with AP peaks and modulus, and occasionally, an AP peak
wxith stress. The correlation says that th( greater the quantity of AP the
higher the modulus, and this, of course, is not possible becuase the quantity
of AP cannot change because of aging at a given temperature. This illusion

arises because propellant binder has hardened during aging (an increase in
modulus) and consequently the binder does not flow as easily under pressure
%klen the ATR unit is assembled. AP at the sample surface is pressed
against the surface of the IRE but the binder does not flow as readily when its
modulus has increased and, therefore, less binder is present at the IRE
surface giving the appearance of an increased quantity of ammonium perchlo-
rate.

The reasoning presented above concerning binder modulus also accounts

for an apparent slight decrease in the amount of plasticizer as propellant ages.
With less quantity of binder pressed against the IRE, there is an apparent
decrease in the quantity of plasticizer in the propellant.

Because of these problems concerning AP and DOA, multiple correla-
tions that involve the AP and DOA peaks are totally invalid even though other
peaks involved in the correlation are perfectly legitimate ones.

We manuevered around these problems by not using the statistical
analysis routine in E-490 when a spectrum of whole propellant was involved.
In:.tead we used a separate statistical analysis where the peak heights were
taken from the IR data reduction routine and manually entered into a statistical
analysis program along with mechanical properties.

Where the spectra of AP-ieached propellant or the spectra of a sol
fraction of propellant were used, of course this problem concerning DOA and
ammonium perchlorate did not exist. Thus, the present programming for the
infrared data analysis and statistical analysis is not entirely adequate for all
possible cases.

Physical Properties Master Tape Reading

At this point in program E-490, the computer accesses the physical
properties master tape which was generated using the program E-410.
Mechanical properties of the propellant are associated with each of the spec-
tr..1 files by a record number for the mechanical properties. As an example,
spectral file 17 may require mechanical properties that are record number 5
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in EK-410. This cross -reference between mechanical properties and FTS-10
spectra is made at the time the user instructs the computer for making a

given run.

Statistical Analysis

A Thiokol/Huntsville Division statistical analysis program (E-023) was
merged with the infrared data reduction program (E-490). The statistical
part of th, E-490 program is a user option so that the infrared data reduction
can be acconiplished without using the statistical analysis of the propellant
mechanical properties and propellant infrared spectral information.

Three user inputs are required to have the computer perform the
statistical analysis. These user inputs identify to the computer the tape file
of the mechanical properties that are to be correlated with the spectral informa-
tion, identify which set of properties is associated with a given spectrum, and
finally which of the propellant properties are to be included in the correlation.

Correlations performed by this program are the simple linear regres-
ins and multiple linear regressions. For the simlple linear regressions,

tht- cu-iiputer calculates a correlation coefficient with all input variables to
the program such that all peaks and all mechanical properties are correlated
against each other. When this portion of the computer operation is finished,
it then proceeds to the multiple linear correlations whereby multiple peaks
are correlated against mechanical properties and an equation representing the
.nuchanical properties as a function of two or more peak heights is generated.
A correlation coefficient is calculated for this relationship along with the
standard error associated with each coefficient and the standard error of the
estimate provided by the equation. Finally, the computer using the equation
- n 'put( F; the predicted mechanical property and then compares it to the
actual property and prints both of these values along with the deviation between
the actual and the predicted property.

Since not all correlations between infrared peak height changes and
methanical property changes may be pure linear functions, a non-linear
r gression routine was included in the statistical analysis. The routine
selecter' to examine non-linear correlations involved an exponential function of
the independent variables in the analysis; the independent variables being the
infrared peak heights. Using the independent variables identified in the multiple
linear correlation, the computer squares each of the terms and employs these
to establish a non-linear relationship between a propellant mechanical property
and peak height changes. Using these new values (selected peak height plus the
peak height squared) it then proceeds through the routine formerly used for
conuputat~on of the multiple linear regressions, but with the squared term it
now computes a multiple non-linear regression. When the equations have been
established, the computer calculates the predicted mechanical property, com-
pares it with the actual mechanical property, shows the deviation and computes
th., correlation coefficient for the particular relationship. It then compares the
multiple linear correlation with the multiple non-linear correlation and informs
th, ':ser of which furnishes the best correlation.
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Guide to Using E-490

Computer program E-490 was written for input from cards or a remote
terrni~ial. It does, however, require that the FTS-10 spectral tape and th-

mchanical properties master tape be at the computer location. fable 6 is a
form generated during the course of the program to simplify running the pro-
gram and to assure that all user inputs to the program were properly irter-
Following is a brief description of each of the inputs and reference is i

the input number and line item shown in Table 6.

Input I is an identification of the charge code or cost center that will
pay for the computer's time.

Input 2 is the run time expected for the particular run being suhmitted.
i he time is expressed in actual seconds.

Input 3 is an identification number for the FTS-10 magnetic tape con-
taining the spectral information.

Input 4 is the same as input 3 but is entered on a different line.

Input 5 is the designation of the tampe number on which the mechanical
property data are stored. This instructs the computer operator which tape to
mount fo- the computer to access during the statistical analysis portion of the,
program.

Input 6 is designated as "ITAPE =" with room for a two-digit number
which is the identification of the FTS-10 spectral tape.

input 7, "ITOTAL =" is the total number of spectral files that are to
be examined during the computer run.

Input 8, "IN FILE " is the FTS data tape file number. A maximum of
)0 FTS data files may be treated in any single computer run. The FTS file

numbers must be entered in numerical order, beginning with the lowest number
and proceeding to the highest number.

Input 9, "MULTPK =" is the number of multiple peak cases that re to
K, considered by the computer in the run. This is an identification to the com-
puter of the number of spectrum regions that are to be treated with a common
baseline. The maximum number that can appear here is six.

Input 10, "NPHOTO " is the file FTS file number or the best "picture"
of each of the multiple peak cases. Here there must be one entry for each of
the multiple peak cases considered in input 9.
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TABLE 6

USER INPU1T TO

JR DATA REDUCTION PROGRAM (E490)

JOB NO.__ _ _ _ _ _ _

Inaput
L-ine -Number

100( 1 -- - - - - - - - - - -Sequence No.

io2 TIME =________ _ Run Time, Actual Sec.

3 _______User Name

4 __________ID Mech. Prop. Tape

5 -- - - - - - - - Designation of Tape
No. and stored MP
data.

£ ITAPE 'TP Spectral Tape No,

7 ITOTAL =Total No. of Files

,08 NF E __, , , , , ,FTS File No's.

(Max. 30)

a
2~)9 MULTPK =No. Mult. Peak

Cases (Max. 6)

bNPHOTO , ,,,File No. of Best

"'Picture'' of Each
Multpk. Case (l/Multpk)

11a,' LLIMIT z____*,____* _ ___*, Wave No. Left Side

_______ _______ ____ _-.Multpk. (1/rnultpk Case)

2ab RLIMIT= ____ ____* ____ Wave , o. Right Side

_______ _______ _______Multpk. (l/multpk Case)

13 WAVNOR = Normalizing WN.

3 30 14 MPDISK 0orI1 0 =no correlation
1 = correlation request

340 15 b, MPREGS ,, ,, ,,Mechanical Property

___ Record No's. Must

correspond 1:1 with
INFILE spectrum
no's. (Max. 30)
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User Input to IR Data
Redluction Programn (F490)

Input

-- me- Number

1bc NPHYSP ,____,Numxber 'rti

of Physical Properties
to be correlated.
(Max. 10)

17 1IPLOT _____Unnorrnalized Plot
0No; 1 =Yes

18 NMPLOT _____Normalized Plot

0 = No; 1-Yes

S0 19 VALID _______Enter Decimal Fraction

JOB NO. ____________

NOTES: __________________________

ai if not using rnultpk. routine, set value 0

b) Use comma after last number.

c) If riot using correlation routine, set value 0
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Input 11, "LLIMIT " is the wave number on the left side of the peak
for the multiple peak or COBASE treatment. There must be one entry here
for each multiple peak case.

Input 12, "RLIMIT =" is the wave number on the right side of the
group of peaks that is to be considered in the COBASE routine. Here, again,
there must be one , itry per multiple case. For inputs 10, 11, and 12, all
numbers must correspond, i. e. , the NPHOTO value, the LLIMIT value and
the RLIMIT value must all be for the samp multiple peak case and all are
treated sequentially. Thus, the second NPHOTO value, the second LLIMIT
value and the second RLIMIT value are all for the same file.

Input 13, " WAVNOR = "is an identification of the normalizing wave
number for the entire set of spectra.

Input 14, "MPDISK ="is an instruction to the computer whether to
oerformn the statistical correlations or not. A value of 0 entered here instructs
the computer that correlations are not desired, an entry of the number I here
instructs the computer to perform the correlations.

Input 15, "MPRECS =" is an identification of the mechanical property
record number on the mechanical property tape which describes to the com-
puter which mechanical property records are to be associated with each of the
FTS-10 spectra files. These numbers must correspond in numerical order to
tie INFILE (input 8) so that the computer can associate a set of mechanical
property data with a particular infrared spectrum. Here, as in the case of
the INFILE, the maximum number of values that can be entered is 30 and this
corresponds to the maxinum number of FTS files that can be treated in any
ont2 run.

Input 16, "NPHYSP 7 is an identification of the physical properties
that are to be used in the statistical analvois. In the physical properties

master tape generator program (E-410), spac, is allowed for 10 properties
of the propellant. These properties art, numbered I through 10; thus, if one
wish,-s to have modulus, strain at maximnum stress, and maximum stress

correlated with changes in the infrared spectra, then one would specify here
1, 3, and 4, because those are the numbers for those three properties of the

propellant.

Input 17, "IPLOT " is a request for the computer to plot the unnor-
malized spectra. If such plots are desired, enter the number 1; if such plots
a :-( not desired, enter the number 0.

Input 18, "NMPLOT =" is an instruction to the computer to plot the
normalized spectra. If one wishes to have plots of the normalized spectra,
enter the number 1; if such plots are not needed, enter the number 0.
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More detail concerning the use of the E-490 program will be found in the
'User's Manual".

E-410 Program Development

Format

Program E-410 is a routine that records data on magnetic tap--. '
stored on this tape is accessed by the E-490 computer program and used in

the statistical correlation of infrared spectral changes with propellant proper-
tie-s changes.

Data is entered into the computer from cards or a remote teminal with

the data being entered inthe following order. The age time of the propellant,
thei temperature at which aging was performed, and the temperature at which
the propellant was tested. Following these three entries, there is space for
ten properties of the propellant. The first six properties are identified by

name in the computer print-out, these being in order: modulus, strain at

break, strain at maximum stress, maximum stress, strain energy density
and strain endurance. The remaining four properties are unlabeled and can,

of course, be any property that the user wishes to enter. The first six pro-

perties of the propellant were labeled simply for the convenience of the user,
because the computer deals only with numbers, it does not know what the

numbers represent and so the user can enter any property at any location in
th,. program, for a maximum of ten properties.

Guide to Using E-410

This program operates in two modes: mode no. 1 is considered the

"ate mode and mode no. 2 is for updating the information that has pre-
viouslv been recorded.

The' "create" mode is used to establish a new tape of propellant pro-

pe'rties. The data is entered in the order described above in a column

oriented, card format; i. e. , each value entered has a aefined location on a

card. Input can be entered from a remote terminal and the program executed
from this terminal.

Tne format is set so that a record describes the information for the

r - c'pellant at a given age time, age temperature, and test temperature. When

all data has been entered for these conditions, the next line of data is entered

In(I it becomes record number Z. Again, it is the mechanical properties of

the propellant at a particular aging time, age temperature and test temper a-

ture so that each record can be associated with a particular spectrum of the

propellant at those aging conditions.
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In the "update" mode, the computer will change, add to or delete infor-
mation previsosly rec -rded in the "c reate," mode. Since in the create mode
the computer program ends with tht, production of a printed tabulation of the
data, the user has an opportunity to review the tabulation and to assurp himself
that the data entered are the correct data. If he finds an eroor has been made,
then he can go to the update mode and change that data by record number. If,
as the aging program proceeds, he wishes to add the new data to the old data,
then, he can do this by using the update mode and add the new information with
an instruction "add" given to the computer. If the user wifhes to remove
a line, or record, he can do so using the update mode with the instruction to

the computer to "delete". Specific details on the use of program E-410 are
in the "User's Manual'". An example of a tabulation of properties furnished
by E-410 is given in Table 7.
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TABLE 7

PRINTED TABULATION OF PROPELLANT PROPERTIES

FROM PROGRAM E-410

FOURIER TRANSFORM INFRARED SPECTRCSCOPY - E410 PHYSICAL PROPERTIES

tAFRPL/PCG - THICKOL/1-UNTSVILLEI

PROPERTIES FOR SOLID PRCPELLANT : TP-H8278/L-1895

REC AGE -ACE TEST MCDULUS STRAIN AT STRAIN AT MAXIMLM

NO. TEMP TEMP BREAK MAXIMUM STRESS
STRESS

(bK) IF) (F) (PSI) M) (2) (PSI)

1 0 77 77 796.C00 0.257 0.247 195.000

2 2 77 77 912.000 0.226 0.214 175.000

3 2 100 77 1005.000 0.227 0.209 180.000

4 2 145 77 941.000 0.253 0.252 180.000

5 2 165 77 1033.000 0.223 C.216 203.000

6 4 77 77 962.000 0.220 C.205 167.000

7 4 100 77 992.000 0.222 C.206 173.000

8 4 145 77 934.000 0.246 0.2 ?1 171.000

9 4 165 77 LO3.000 0.253 0.245 2Z2.000

10 8 77 77 859.000 0.234 C.213 141.000

11 8 100 77 925.000 0.219 0.201 162.000

12 8 145 77 1056.000 0.228 C.208 174.000

13 8 165 77 1279.000 o .266 0.255 241.030

14 16 77 77 1034.000 0.209 C.l96 15q.000

15 16 100 77 853.000 0.19q 0.143 160.000

16 16 145 77 1139.000 0.222 0.214 205.00

17 16 its 77 1204.000 0.214 0.211 237.000

18 24 77 77 867.000 0.218 0.205 155.000

19 24 100 77 937.000 0.205 0.lqq 162.000

20 24 145 7? 1423.000 0.215 0.212 22t.000

21 24 165 77 1467.000 0.2O31 0.228 265.000

22 36 77 77 q37.000 0.231 0.222 181.co0

23 36 100 77 1066.C00 O.,13 C.206 187.000

24 36 145 77 1429.000 0.264 0.264 264.000

25 36 165 77 1437.000 0.251 C.251 272.000
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Task 2 - IR Data Acquisition

Evaluation of Attenuated Total Reflectance Units

Effect of Assembly Pressure on IR Spectra

One of the many variables to consider in acquiring IR data by A IR
for quantitative analysis is the force with which the sample is held against
the IRE of the ATR. This is a critical variable for any ATR unit, so that
the comments made here for the Barnes Engineering Company fixed angle
ATR apply to any ATR unit. Variations in the assembly pressure effect
the overall magnitude of a spectrum and for one spectrum to be quantitatively
compared to another spectrum both spectra must be within the "quantitative"
region of magnitude. A variation in this pressure is achieved by varying
the amount of torque on the bolts holding the sample against the ATR prism.

Low cost binder propellants, TP-H8270/Mix W-60 and TP-I-18278/
Mix W-65, were employed in a series of experiments. A single sample
(0. OZ-inch thick) of each of the two propellants was used. The sample was
placed in the ATR unit and the torque on the bolts adjusted to the minimum
level which would give a spectrum of reasonable magnitude. In the case of
TP-H8270, a low modulus propellant, the initial assembly torque was 4 oz-in.
The infrared spectrum of the propellant was taken, the ATR unit removed
from the spectrophotometer, the torque on the bolts increased to 8 oz-in
and the spectrum rerun. In subsequent tests, the assembly torque was
increased to 12, 16, 24, and 32 oz-in.

With propellant TP-H8Z78, the initial torque was 8 oz-in and it was
subsequently increased to 16, 24, 32, 40, and 48 oz-in with an IR spectrum
of the propellant made at each of the torque levels. The several spectra for
each of the two propellants were recorded on magnetic tape and the recorded
data reduced by computer.

First interest in these experiments was the relative amplitudes of
the very strong ammonium perchlorate peak (1050 cm " 1 ) and the most
prominent organic binder peak occurring at 2921 cm - 1 . The heights of these
two peaks were plotted as functions of torque on the assembly bolts. Figure
5 is a plot of the response of TP-H8270 spectral amplitude to assembly
pressure. This is a low-modulus propellant, so the torque on the assembly
bolts did not exceed 32 oz-in. Notice that the amplitude of the peak at 1050
cm-l grows at a considerably higher rate than the organic peak at 2921 cm - 1.

Notice also that the Z921 peak is plotted two ways; first, a plot of just the
maximum amplitude of that particular peak and second, a plot of peak height;
i. e. , the maximum amplitude minus the baseline amplitude. This latter plot
is before normalizing; obviously, after normalizing, that peak height remains
the same under all conditions. Plotting the peak height shows that there is
less change when one subtracts the influence of baseline variation from the
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Figure 5. Effect of Assembly Pressure On Spectral AmnplitudeOf Propellant TP-148270 (Low Modulus)
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peak amplitude. This says that some of the variation due to assembly torque
will be removed simply by subtracting baseline amplitude from peak ampli-

tude.

The 'iigher modulus propellant, TP-H8278, is plotted on Figure 6.

Final torque on the assembly bolts was 48 oz-in to achieve an overall
waximum amplitude at 1050 cm - 1 of near 160. This same amplitude on the
lower modulus propellant, TP-H8270, was reached at a torque value between
16 and 24 oz-in. Notice on Figure 6 the response of the 2921 cm " 1 peak and

particularly the fact that is has a higher slope than the corresponding plot
for the Figure 5 propellant. This tells us that high modulus propellants will

require higher assembly torque (an obvious conclusion) but also that assembly
torque has more influence on the magnitude of the critical organic peaks. In

both plots notice that the response of the spectral amplitude to assembly
torque is not linear over the entire range of assembly torques investigated.
Instead, in each case there is a region where the maximum absorbance
value responds linearly to assembly torque. This occurs for the 1050 cm

peak near an absorbance value of 100. In both cases, the response of the
organic peak at 2921 was linear in the same region.

The response of the specific peaks, within each spectrum, to assembly
torque is given in Figures 7 and 8 for TP-H8270 and TP-H8278, respectively.

Data plotted here are normalized. Note on each plot that there are two verti-

cal axes: the upper one is at a scale ten times the lower one, so that even
though the variation of peak height with assembly torque in the lower set of

plots appears large, the change is actually quite small and, in most cases,

is less than one absorbance unit.

In reference to Figure 7, the following comments are made concerning
the effects of assembly torque. First of all, the vast majority of the small
organic peaks have a response that is similar to each other. In the area
wAhere the overall spectral amplitude is in the vicinity of 100 absorption units;

i. e. , a torque level of 8 to 16 oz-in, all of the peaks exhibit very little
change in their height. This comment is made with particular reference to

those peaks plotted at the bottom of the Figure where the relative peak
height scale is expanded. Looking now at the upper part of that plot, where
the relative peak height scale is contracted, indicating that the amplitude
change will be large, one finds that the plot of the 1738 peak is particularly
flat in this assembly torque region and that the peak at 911 is also relatively
flat in this region, while the peak at 965 shows a great deal of change with
assembly torque. This says that the peak at 965 is probably very unreliable

as an indicator of change in the organic binder. We have found this to be
true when we try to correlate the peak changes at 965 cm- 1 with propellant
mechanical property changes. This apparently almost random behavior
of the peak at 965 is due to the fact that it, in whole propellant, rides on the

side of the large AP peak located at 1050 cm - I and for some reason responds
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of Propellant TP-HB278 (High Modulus)
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to changes in the height of that AP peak to a greater extent than does the
peak located at )11. The peak at 911 cm - is located on the lower portion
of the large AP peak at 1050 cm-1

Information plotted on Figure 6 reveals much the same trends as was
observed in the Figure 7 plots. If one looks in the region of near-linear
response, 16 to 32 oz-in torque, as determined from Figure 6, one finds
that in the lower graph on that Figure the organic peaks follow the same
general trend and are roughly parallel to one another with only very small
changes in the height of the peaks. The peak at 772 shows the greatest
change, probably because it is influenced by the strong ammonium perchlo-
rate absorption near 650 cm - 1. The peak located at 1236 cm - 1 shows some
change which may be due to the proximity of two strong ammonium perchlo-
rate absorptions at 1420 and 1050 cm - 1. Location of the baseline for this
peak is affected by the magnitudes to those two AP peaks. Looking now at
the set of plots at the upper portion of Figure 8, we find again that the
.65 peak undergoes some very drastic changes in response to assembly

torque; although, in the selected region of assembly torque (16 to 32 oz-in)

this particular peak is at its most linear showing the least response to
assembly torque. Comments concerning this peak and the large AP
absorption at 1050 cm-1 made for the Figure 7 plots are equally true here.
Notice also that the 910 cm - 1 peak responds least in the selected assembly
torque region.

Major conclusions that can be drawn concerning the effects of

assembly pressure are as follows:

Keeping the maximum absorption in any spectrum of whole propellant
in the region of 80 to 120 or perhaps 130 absorption units provides informa-
tion which will still be quantitatively usable. So, this more complete and
precise analysis of the effect of assembly torque on the linearity of response
of spectral peaks has not changed our opinion on how the spectral information
should be acquired. The correlation of the heights of several peaks to changes
in propellant mechanical properties must be highly suspect because of their
inherent variation due to association with ammonium perchlorate. Peaks to
be careful of are those occurring at 772 cm - and 965 cm - 1 . We can also
expect some data scatter in trying to correlate spectral changes with
mechanical property changes, simply because we now see that there is
a small response of the propellant peak height to the pressure used in
holding the sample against the ATR prism.

Where the IR spectrum of AP-leached propellant, AP-leached gel
fraction or propellant sol fraction is made, the general rules of quantitative
IR spectroscopy apply. The rules dictate that the most quantitative amplitude
region lies below 100 absorptive units and above 20 units. Therefore, the
maximum amplitude of a spectrum should lie between 50 and 100 units.
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Barnes Engineering Unit

The Barnes Engineering Company unit employed throughout the project

is a non-beam condensing ATR with a fix angle (45 ) and was used with a

KRS-5 IRE. In order to make best use of IR data accumulated in the early

parts of the FTIS project and data collected even before the project started,

all of the data reported (except that designated as being accumulated with t1-e

Harrick Scientific unit) were measured using the Barnes unit. That unit

bccame the 'standard' simply because the vast majority of the data were

measured using it. This does not in any way imply that the Harrick unit is

unsatisfactory or un-usable, only that it was not employed because it was not

available for testing early enough in the program to be used. One of

the very important facts discovered when the Harrick unit was evaluated

wa., that the same ATR and IRE must be used throughout an aging program

in order to have the spectra quantitatively comparable.

Following are some discussions concerning the Barnes ATR unit and

the 11arrick ATR unit, a comparison of their effects with identical samples of

propellant. The fact that the samples are AP-leached is of no significance,

the important fact is that all samples were the same so that the comparison is

valid.

Samples of TP-H8156 propellant aged at 150OF were washed free of

rvnioniun perchlorate over a period of 23 hours using the technique described

in Appendix B. Infrared spectra of the propellant at 1/2, 1, 2, 3, and 6

months aging were run using the Barnes ATR unit with a KRS-5 was used in

this series. The torque on the sample holder was adjusted such that the

Tnaximum absorption in the spectrum -f each sample would be in ti c order

of 10 absorption units. A review of the spectra thus made showed them

to !e free of ammonium perchlorate absorptions. The effect of aluminum

-n the various spectra was electronically subtracted. Figure 9 is the

infra red spectrum of the propellant aged fo- 1/2 month at 150°F with

an monium perchlorate leached out by water and the spectral influence of

l'indium subtracted.

The spectral data were hand-reduced, and these data are tabulated

in Table 8. Correlation of the spectral peak heights with propellant

mechanical properties was identified by computing a linear correlation

ioefficient and these coefficients are also given in Table 8. There were

t o correlations having magnitudes of greater than 0.8. These occurred

%ith Ftrain and the peaks located at 1510 and 1440 cm - 1 . A plot of these

peak neight changes versus time is given in Figure 10.
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TAB LE 8

DATA CORRELATIONS - SPECTRAL PEAK HEIGHTS FOR TP-HB156

AGED 6 MONTHS AT 150°F WITH MECHANICAL PROPERTIES

Wave No., Aging Time, Months Correlation Coefficients

cm'i I Mo. .5 Mo. I Mo. 2 Mo. 3 Mo. 6 Mo. E d E

3080 5.4 5.6 5.5 5.9 .7 5.4 & <1 mm

1920 87. 6 87. 6 87.6 87. 6 87.6 87. 6 Normalizing Peak

2850 53.6 52.6 51.3 52.0 52.7 51.3 .0003 .1844 .5034

1740 25.4 26.2 25.0 25.9 25.8 25.4 -. 1646 -. 3963 -. 3503

1710 1Z.3 10.0 15.3 9.0 9.0 12.3 -. 0192 .2263 .4956

1640 9.5 11.1 9.8 9.4 9.4 9.5 -. 4352 -. 4845 . 1905

1610 7. Q 6.7 7.8 7.5 7.7 8.6 .7551 .7749 -. 2540

1510 34. 1 35.0 35.7 36. 1 36.4 36.3 . 1227 -. 2075 -. 8328

1440 63.9 62.0 62. Z 60.9 60.1 61.0 -. 0785 .2986 .8680

1350 5.7 5.5 5. 9 5.4 5.3 5.8 a<I nun

1300 10.0 11.1 11.1 11.2 11.3 11. 1 InSU.ff -Ient-'\last 5 No'S

125C 20.2 30.6 30.9 31.0 30.4 31.0 -. 1636 -. 4660 -. 6888

llq0 l1. 7 23.8 22.3 24.1 23.0 22.5 -.3396 -.6958 -.6821

!170 8.1 12.3 10.5 12.3 12.3 :1.1

1040 14.9 14.7 14.4 15.1 15.2 14.1

965 163.3 179.1 178.6 180.0 174.6 177.8 -. 3323 -.6368 -.6134

010 73.7 78.7 79.2 79.3 77.9 79.7 -.1562 -.4762 -.7003

825 Z4.6 22.8 22.3 23.2 23.5 22.1 0308 .2676 .5150

Norm. factor 1. 0355 1.0367 1.0367 1.0318 1.0000 1.0186

NOTES:

1i Spectra run in Barnes apparatus w/KRS-5 IRE at 450 angle and torque to provide
near 100 absorption units.

2) Aluminum spectrum subtracted.

3) AP leached w/H2O at 35 0 -40"C for 23 hours.



TP-148156 Aged 6 Mo. at 150 OF, AP leached w/H 2 0.
Spectra run w/Barnes apparatus, KRS-5 IRE, 450
Correlaiion coefficients IM + 0. 8

70

6 0 1440, C

50

30

20
0 1 23 4 5 6

Timre. mnonths
Figure 10. Peak Height Changes vs Time for TP-H8156 Aged 6 Months at 150OF



) arrick ATR Germanium IRE

A second set of TP-H8156 propellant samples aged at 150OF was

v asiiuki for 21 hours according to the procedures described in Appendix B.

lln f of each propellant sample was used for the spectra presented and

descrihed here; the remaining half of each propellant sample was used for

evaluation of the Harrick ATR unit with an Irtran-4 IRE.

Infrared soectra of these propellant samples were taken using a germanium

,internal reflection element at an indicated angle of 600. Previous evaluation of

this apparatus (this evaluation will be described in Task ?) indicated that approxi-

• ,ately 40 oz-in of torque would be required to furnish a spectrum of reasonable

j aonitude. This value was a constant for all of the spectra. By reviewing the

inimnum (MNY) and maximum (MXY) values listed on the title block (upper left)

of each spectrum, it can be seen that the magnitude of each spectrum was

approximately the same. These spectra are displayed on Figures 11-16.

Use of a germanium IRE appears to provide at least one advantage: the

baseline drift below 2000 cm -1 is considerably less than the baseline drift

created with a KRS-5 IRE. Spectra shown in Figures 11-16 have not had aluminun,

subtracted from them and the baseline drift in these spectra is slightly less than

the baseline drift found with the KRS-5 spectra, even after the effect of aluminum

has been subtracted.

There is another difference in the quality of the spectra from the german-
ium 1F E compared with the spectra using KRS-5. In the case of germanium, the

pea-- heights below 2000 cm-I generally are smaller than with the KRS-5. Also,

the height of the peaks in the CI-H. region, i.e., 2800 to 3100 cm- , are slightly

smaller in the germanium IRE. This reduces somewhat the accuracy with

which the peak heights may be measured using the current technique, i. e.,

rieasuring the peaks with a vernier caliper. When the computer program is

iinished, the determination of peak heights will be of equal accuracy whether

the germanium or the KRS-5 is used, because the spectral information in the

computer is in digital form and magnitude of each spectral point is recorded

to four decimal places. Based on the information we have now, we feel that

the smaller peak heights with the germanium IRE will not be a significant

problem.
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Spectral data were reduced using the data reduction technique "D' and
these reduced and normalized data are reported in Table 9 along with the
correlation of these spectral data with propellant mechanical properties.

Here, again, there are no correlation coefficients of a magnitude
greater than 0.9, the same phenomenon that was discovered with the KRS-5

data. There are, however, five peaks which correlate with propellant mechani-
cal properties at greater than 0. 8. These five peaks have been plotted against

time on Figure 17. Although there were no very strong numerical correlations,
there are some very strong curve shape correlations. Principally, the peak at
965 cn - l has a strong inverse relationship by curve shape to modulus and stress.
This can be seen by comparing the data plotted on Figure 17 with that plotted on
Figure 8. There is also a strong curve shape correlation for the peaks at

1250 cm - I and 1740 cm-1; these peaks hold an inverse relationship to strain.
Correlations found with the germanium internal reflection element are not the
same as those found with KRS-5.

2) Irtran-4 IRE

Infrared spectra of the propellant were made using the Harrick ATR unit
with an Irtran-4 (zinc selenide) IRE. All spectra were made at an angle of
incidence of 60 with the bolt on the sample holder tightened to a torque of Z4 oz-in.
One of the most notable features of the spectra made using Irtran-4 is the severe
baseline drift.., even more severe than that found in spectra made using KRS-5.

The height of the peak at 965 cm-1, which in KRS-5 and germanium was the
largest peak in the spectrum, is with the Irtran-4 a relatively small peak, while
the peak located at Z920 cm 1 is by far the largest peak in the spectrum; the
converse was true with spectra made using germanium and KRS-5. This very
dramatic change in the appearance of the spectrum is caused by the difference
in refractive index of the three materials and in the case of the KRS-5 also

caused by difference in the angle of incidence of the infrared light. Spectra
made using Irtran-4 and germanium were at the same angle of incidence of
light (600), while the KRS-5 spectra were made at an angle of incidence or 450.

Figure 18 is a sample spectrum made with the Irtran-4. This is the
propellant at "0" aging time with the ammonium perchlorate leached out but
without having subtracted the spectral influence of aluminum. The general

shape of the spectrum on Figure 19 should be compared with Figure 11 made
with germanium and with Figure 4 for a spectrum made with KRS-5. All
three of these spectra have had the aluminum subtracted and the comparison

shows the effect of the IRE on the spectrum's general shape.

Spectra shown in Figures 19-24 are for the "0" through six months
aging time at 10 0 F. Reducing the baseline drift by electronically subtracting
the spectral influence of aluminum served primarily to enlarge the spectra and
to make the measurement of peakheights considerably more accurate. Compar-
ing these spectra with those made using germanium and KRS-5 shows that with
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TAR LE 9

DATA CORRELATIONS - SPECTRAL PEAK HEIGHTS FOR TP-H8156

AGED 6 MONTHS AT 150oF WITH MECHANICAL PROPERTIES

w.,e ". Aging Time, Months Correlation Coefficients

crr' 4 Mo. .5 Mo. 1 Mo. 2 Mo. 3 Mo. 6 Mo. E E

2QZC 65.7 65.7 65.7 65.7 65.7 65.7

39.2 40.0 41.4 40.2 39.5 39.1 -.8331 -.7444 .3117

1.740 19.1 19. 0 18.4 20.8 19.6 20.6 .5499 .2864 -. 8202

1T1 11.4 4.7 4.8 4.0 5.2 5.3 .3441 .6701 .4363

1(40 8.8 8.4 8.5 7.6 8.6 7.9 -. 1615 .0989 .7485

1610 5.5 S. 6.1 5.9 5.3 6.4 .1952 .0789 -.3563

i51C Z8. 3Z.0 30.7 3Z.4 30.8 31.9 -.0959 -.4553 -.7803

1440 5Z.4 41.6 48.9 47.Z 50.0 47.6 -. 0062 .2915 .7692
4

:3Ys .0 5. 1 5.1 4.8 4.5 4.8 .0Z41 .3978 .8282

1300 8.6 .0 8.7 8.7 8.4 8.7 -.2934 -.3386 -.0264

1250 Z5.8 27.5 Z6.8 2-8.3 Z7.Z 27.5 -. 1204 -. 4755 -. 8050

1114C 17.6 Z1. z 19.8 21.2 19.3 19.8 -. 4190 -. 7051 -. 5Z85

95 171.8 180.3 175.9 175.8 171.0 167.8 -. 8639 -. 8283 .3430

ni0 81.7 83.5 81.3 81.z 80.6 78.0 -. 7756 -. 6Z71 .6095

Norrn.factor 1.0170 1.0683 1.0379 1.0186 1.0314 1.0000

NOTES:

1) Spectra run in Harrick apparatus w/Ge IRE at 600 angle and 40 oa-in torque.

2) Aluminum spectrum = subtracted.

3) AP leached w/H 2 0 at 3 5 °- 4 0
° 

for 21 hours.
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TP-H8156 Aged 6 mo. at 150 0 F. AP leached w/HZ0.
Spectra run w/Harricc Apparatus, Ge IRE, 600
Coorelation coofficientsz± 0. 8

80

70
965, -E, -
(Plotted. -100)

60

4 502 5 .-

30
1250. -

20 __.._.._..__.__.__.__.._.._.._ 1740., -

10

1350. 4

0 12 3 4 5 6

Time, m~onths

Figure 17. Peak Height Changes vs; Time for TP-HS156 Aged 6 Months at 150 0 F
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Irtran- 4 the peaks in the 2900 cm- 1 region are considerably larger. Also, the
peaks occurring in the region 1700 to 1000 cm - 1 are also larger, making the
,easurenents of peak height easier and the accuracy of the measurement greater.

Peak heights were measured using the data reduction technique "D" and

-a; -were normalized, as in other cases, on the peak at 2920 cm- 1 . Normalized

peai height data are given in Table 10 along with correlation coefficients for the

peak heights and propellant mechanical properties.

Again, as was found with the spectra made using the germanium and

tS-5 IREs, there were no correlation coefficients in excess of 0.9. There

vere, however, four peaks which provided a correlation coefficient of greater

than 0, 8, and these peaks are plotted against time in Figure 25. Even though

tri,.re were no exceptionally high correlation coefficients, there is one peak height

-1hanye (at 910 cm- 1 ) that follows closely the curve shape of the change of modulus

with time. Changes in the height of this peak and changes in modulus are plotted

1-,::nr:st tinrie on Figure 26. Also shown on this plot is the change of peak height

wVith modulus.

3) Observations

Table 11 presents a comparison of the spectral data/mechanical

property correlations observed in testing the same propellant aged at

tv:o different temperatures and using two ATR units and three iternal

i, flection elements.

The first thing that one would look for, obviously, is a commonality of

§3 he .ht changes that correlate with mechanical property changes. Looking at

l'able ] I, there is only one peak height that appears to change with mechanical

properties in three out of the four times: this is the peak at 1250 cm - . There

--tr. five peak height/mechanical property correlations that occur in two out of
tht-: four sets of data: 1300 cm - 1 , 1440 cm - 1 , 1510 cm - 1, 1740 cm - 1, and

cm-

The lack of commonality between the 190 and 150°F aging is somewhat

,."pected since there may well be different chemical reactions occurrin§ at these

t-.v ver.rperatures. Why there was not more commonality when the 150 F aged

pr-i,.ellant was tested in the various ATR units is not understood. Obviously.

it has something to do with the ATR unit and probably. more specifically, it has
t ), ,i,, -,,th the type of IRE used. From the data. it certainly appears that the
-,,. -nium and the Irtran-4 IRE's are having different effects on the spectra

ai-l nfl1ience peak height to some measurable extent. Another factor that may be

infl-Itencin the correlations is the torque used to hold the sample against the IRE.

'r 'rril, for the germanium and Irtran-4 spectra were different: however, within
it, 1 rIp. i.e., 1cermanium and Irtran-4, the torque used was a constant:

i ii the case of Irtran-4 and -40 oz-in in the case of perwanlni.
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100 910, E

90 1) TP-HB 156 aged 6 months at 1500 F,

2) Spectra rn w/Harrick apparatus,
Irtnw.u-4 IRE. 60 0
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20 1300, -iE
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TABLE 10

DATA CORRELATIONS - SPECTRAL PEAK HEIGHTS FOR TP-H8156

AGED 6 MONTHS AT 150 
0 F WITH MECHANICAL PROPERTIES

waveNo., Age Time, Months Correlation Coefficients

cn- 4 Mo. .5 Mo. I Mo. Z Mo. 3 Mo. 6 Mo. E a E

2r20 156.9 156.9 156.9 156.9 156.9 156.9 Normalization Peak

2s;0 108.6 107.9 101.6 107.0 100.4 101.2 -. 2209 -. 0666 -. 4414

174e 56.7 58.8 56.5 60.3 56.1 57.9 -. 1185 -.2954 -. Q75

1710 30.6 19.1 24.0 15.2 20.7 22.0 .2860 ..6276 .7151

1640 21.6 21.8 21.2 21.1 21. 1 20.3 A Insufficient lot S No's.

1610 16.4 16.4 16.5 16.8 16.8 17.9 Alnsuilicient lot 5 No's.

1510 67.6 73.0 67.9 70.8 68.3 70.3 -.1046 -.3682 -.4527

14-4C 110.2 10Z.9 102.2 101.5 105.3 106.7 .7096 .8893 .2796

1353 1Z.2 11.9 11.0 11.9 11.1 11.2 -.0396 .1139 .3622

19.4 19.3 18.8 20.5 20.6 20.3 .4070 .0757 -.8204

1250 51.1 54.2 51.9 52.5 53.4 55.8 .5080 .1499 -.8007

i0 34.0 42.3 38.8 41.4 39.3 39.8 -.3090 -.6558 -.6498

1170 13.0 22.3 18.6 22.3 18.8 19.9 -.2947 -.6364 -.6695

965 135.4 121.7 130.0 141.9 156.2 166.5 .7921 .5752 -. 7232

010 89.7 80.1 79.8 86.8 94.1 101.5 .93'4 .7702 -.5991

Norn.factor 1.0309 1.0377 1.0000 1.0123 1.0343 1. 1175

NOTES:

1) Spectra run in Harrick apparatus w/Irtran-4 IRE at 600 angle and 24 oz-in torque.

2) Aluminum spectrum subtracted.

3 AP leached w/H0 at 35-40' C for 21 hours.
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t~910 cm -1peak height vs modulus

o Modulus vs time
-1o 910 cm peak height vs time

1400

1300

1200

E110- 1100

o100 * 1000

00

90-

Time, Months

70 80 90 100 110

Height of peak at 910cem' nun

Figure 26. Relationship of 910 cm Peak and Modulus
To Time and To Each Other
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TABLE 11

SUMMARY OF SPECTRAL DATA/MECHANICAL

PROPERTY CORRELATIONS (WHERE COEFFICIENT 2t+ 0.8)

190 F Aging 150 F Aging

KRS-5 KRS-5 Ge Irtran-4

825 cm-
1

910 cm -

965 cm

1180

1250 1250 1250

1300 1300

1350

1440 1440

1510 1510

1710

I1740 1740

2850 2850
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4) Effect of Angle of Incidence on Transmitted Energy

The effect of angle of incidence, mirror alignment and focus on transmitted
rLv was evaluated. The mirrors of the Harrick Scientific Company 4X beam

,'(,r. er were aligned with the apparent angle of incidence fixed at 60 , and

aligiied and focused a second time with the aparent angle of incidence set at 350.
s e 60:r )T each of these points, i. e. , 60 and 35 , the angle of incidence was changed

0 0
t: >,er the entire span from 35 to 60 . The maximum amount of energy trans-
initted in the single beam black body curve of the FTS-10 was recorded. These
:lata are plotted on Figure 27. A review of the data reveals that the amount of

" transmitted at the various angles of incidence is not a constant and,
" -rer. that the amount of energy transmitted through the internal reflection

i :--oft is a function of where the alignment and focus of the mirrors was made,
• -Vtll as the angle of incidence. With alignment and focus made at an apparent

- .e of incidence of 600, a maximum amount of energy is transmitted through
internal reflection element. Alignment and focus made at an apparent angle

(-, .ncidence of 350 resulted in a lesser total energy passing through the IRE. On
ri= basis of these data, and the general appearance of the spectrum, this led

-;election of an apparent angle of incidence of 600 as the angle to use in
.i, aning the propellant spectrum.

Before proceeding further, it would be well to explain the "apparent"
.inmle of incidence that is being used. The Harrick Scientific Company 4X beam
cor>iv.ser has a vernier dial to set the angle at which the infrared light beam
-;trikes the rectangular aperture of the internal reflection plate. This dial is
cl§'rrect onlyr when the light beam strikes the entrance bevel at normal incidence,

at 45 setting for 45 plates, 300 setting for 300 plates, or 600 setting for
, iate,. When the external angle is changed from normal incidence because

.,F - fr-a=tion, the internal angle changes less, viz. , the change is e/n. Thus,
) 0 0.O .

-; angle plate at 45 setting operates at 45 , while if the sample plate is at
the internal angle is only 48 3/4 ° . A table of the actual internal angles for

-- nt". externally set angles is given in Table 12. This table shows actual angles
;n cidence for two set angles for the three materials that we have evaluated,

-?5-5. irtran-4, and germanium. All plates that are being evaluated have an
0

r.ce angle of 45

Thus, when reference is made to a 600 angle of incidence, the reference
* the angle set on the vernier dial and it is not a reference to the internal
e of reflection. The reference is made this way for convgnience only,

ause it is an angle that can be read from the ATR unit's vernier dial.

5) Effect of Angle of Incidence on Transmitted Energy Cux.ve

Because the FTS-10 spectrophotometer operates in a stored reference
n -- e, it was important to identify the conditions under which a reference spectrum
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I larrick Apparatus, germnirum IRE

0 Aligned &focused at 600

Q Aligned &focused at 350

S20
MXY

r4

*~10

- ~ X NNY

3n40 6 ,0

Angle of Incidence, degrees

Fig~ure 27. Effect of Angle of Incidence on Transmitted Energy
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TABLE 12

ACTU3AL ANGLE OF INCIDENCE FOR SET ANGLES

Actual Angle When Set At

Plate n 45 0 600

KRS-5; Irtran-4, 45 0 2.4 45 0 51 0151

iIRS-5; Irtran-4, 600 53045T 600

Germanium, 45 0 4.0 45 0 48 045'

Germanium, 60 0 56 0151 60 0
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ol I hte made and still b- usable with a sample spectrum. Several single
ic~ait reference spectra were collected at angles of 350, 450, and 60o, and

tht oe ral curve shape of these spectra were compared. Examination of these
' iiu ,-b-eam spectra reveals that there were minor differences in the shapes

tl, -inle waxn curves, such that reference spectra made at 450 and 600
' tcevvuanikm) internal reflection element are interchangeable but that a

r nce spectrum made at 350 is sufficiently unlike spectra made at 450 or
11-i it should not be used with sample spectra made at 450 or 600.

in studyin, these spectra, it was also found that germanium c'its off' at

-1 This "cut off' results in a discontinuity in absorption spectra between

, ,s45 cm- 1. The energy level through the IRE in this region is too low for
.- puter in the FTS--10 to differentiate between noise and signal, even though

roe number of scans have been employed. If the FTS-10 parameter NLV is
0. 1, rather than its usual value of 1.0, the absorption spectrum discontinu-

. appears, but the data in this low energy region is highly questionable
I, the computer has been severely limited in its ability to discriminate

:,,'ei noise and sigr.al. Under these conditions, absorptions in th- region from

St> )do c -n 1 are highly suspect. Therefore, in using germanium as the IRE,
t .,..s a ioneral practice to ignore spectral information lower than 900 cr -1 .-

Another interesting feature was noted in these spectra. There is a small
ah'sorption at 2920 and 2850 cm - 1 in the single beam spectrum. This is the

x region and almost all organic materials have some absorption in this
-)n. It was initially felt that there was grease or oil on the germanium IRE.

Keo-ever, the IRE was washed repeatedly with methylene chloride to remove any
organic material. The absorptions persisted, however, so they can only be
,tfribl)ted to absorptions of the hard plastic material IRE holder. This hard

i, :s I)elrin and it would have an absorption in the CHI regions. Because
.nC, holder is always used, the absorption in this region will be the same,

i it is a reference spectrum or a sample spectrum. In the computation
,f -4_b aisorption spectrum from two single beam spectra (one reference and one
,)L' ,p e), the sample spectrum is divided by the reference spectrum and so long
as the absorptions in this region are of the same magnitude, the effect will cancel
(c-ut an(! there will be no disturbance to the sample's absorption in this region.

6) Studies with Germanium IRE

A series of tests was run to determine the effect of torque holding the
sar:nple against the IRE and the angle of incidence on the spectra thus produced.

1h,-;, tests were run first using a germanium IRE. One set of tests was run in
0hcL, the angle of incidence was set at 60 and the amount of torque on the sample

ho,Ier bolt increased from 16 oz-in to 50 oz-in. Then a second set of tests was run
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in -..hich the torque was rrajtaine- ! at a constant 50 oz-in and the angle of incidence
0 0

if tie infrared light varied tIimu ;5 to 60 . In all of these tests, a single pro-
v.-ilant specimen was used so that composition of the specimen was not a variable

the experinients.

icu~e ,n the sample was set at 16 oy-in, the angle of incidence set at
in absorption spectrum nade. The second spectrum was run at 24 oz in

it a ' O angle of incidece. Succeeding spectra were made at 32, 4( ,
.1 fu roue. With the torque on the sample undisturbed, the angle of

. , 'va- then decreased to 45 and a spectrum made: and then the angle0
0 and the final spectrum made. A single reference spect:um was

S: .,,f the s!ample spectra so that the shape of the reference spectrum
variabl - in this set of experiments.

1i order to evaluate the effect of the variables on the peak heights, the
-, o -acedure was used. Heights of peaks at the end of the spectra and
Sridd'e were measured; these peaks were 2920, 1440, and 965 cm-1

.1 ~id iota reduction technique was employed. Because the peak at 2920
Sselected as the normalizing peak, the ratio between this peak and
e-o was calculated as a means of determining whether torque and

: incidence had any effect upon the various spectra and whether the
v-as uniforr,: from one end of the spectrum to the other. All measured
-iculated data are displayed in Table 13.

0
-;iigle set of conditions, 50 oz-in of torque at 60 angle of incidence.

.. eted as a baseline and the percent change in the ratios 1440/2q20 and
L'' were computed against this baseline.

isqd on these data. several very interesting_ observations car h)c n ac-.
-,tf,::t of torque on variations in the sp tctrum. from one end to the 'ther have
-. r effect than the variations in the angle of :ncidence at a constant torque.
azation in peak height.r is not constant from one end of the spectrun t,- the
for a change either in tor, ue or in aagle of incidence. Generally,. for a

torque at constant angle, there is more change itn the low wave nu-mber

" the spectrum than there is in the middle of the. spectrum.. Another
. . , observation is that baseline drift generaily decreass as torqi, in-

,cs at a constant angle of incidence. This says that threv-, wI I e fe,. r

in measuring peak height at higher torque values. 1,,,,r

i, a presented in the discussion of the Task 1 wer were il -rI!. a"
.v high torque value, i. e., 40 oz-in.

effect of angle of incidence was consi.erably miore pronounc,.d than
' torque. At low angle of incidence, i.e. , 35 , the changzes ,n the

i-:s from one end of a spectrum to the other was quite pronounced,

-. ire drift increasing drastically as the angle of incidence was de-

to 350. This says that, as a general rule, a high angle of
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i-.,,idence will make better spectra than a low angle of incidence. It is for this
r'i:son that the spectra run using the germanium IRE, and presented in the Task

0
1 discussion, were made at an angle of incidence of 60

"he overall effect of torque and angle of incidence on the maxirrum
Cs :rtive value in the various spectra are plotted on Figure Z8. This
'x~n~urn absorptive value is in the "MXY" displayed by the FTS-10. This

nicot shows that as the torque on the sample is increased at a constant angle of
i, i(dnce, the maximum absorptive value increases. It also shows that, as

!,.k 1-nglu is decreased at a constant torque value, the maximum absorption
also increases; however, this increase is due to upward baseline drift and
• sIts in a net decrease in the peak height with the increased absorption due
"in arily to baseline drift, a problem that we would like to avoid. The condition

:!hz torque at a high angle of incidence seems to be about thebest set of

',:,iitions for obtaining spectra with a germanium IRE.

Cne additional set of experiments was performed to measure the effect
subtracting the spectral influence of aluminum from the spectra of propellant.

Fo ,hat end, the spectrum of aluminum foil was obtained at an angle of incidence
4 ,o and this spectrum subtracted from the spectrum obtained under the test

'Bl-Jber 5 conditions, as displayed on Table 13. Also, the spectrum of aluminum

,,o.der was obtained at an angle of incidence of 600 and this spectrum sub-
:-acted from the propellant spectrum also at the test number 5 conditions (on
Y'able 13. The two spectra of aluminum, one made from powder and one made
.or- foil, are displayed on Figures Z9 and 30, respectively. In making the

- ,ert rum of aluminum powder, it was found that changing the torque from 20
to 30 oz-in made no difference in the quality of the spectrum and, since

'spectrum made at 20 oz-in had less noise, that spectrum was used for the
.ction.

Note on the spectrum of aluminum foil, Figure 30, that there is a small
, ,:tion in the CHx region and it must be due to some organic material on the

-- Irfice nf the aluminum foil, although the aluminum foil was degreased with
.t:vlene chloride and dried in an oven to remove moisture. Whatever this
nic miaterial is, it's quite insoluble and well deposited on the aluminum

' :' since the absorption was quite small and in these experiments we
',ed only comparative data, not absolute, the effect of this small

):,q rntion in the CHI region was ignored.
x

'.'te on the spectrum of aluminum powder, Figure 29, that there is a
ai'it nfr ative absori tion in the CH. region. Since this is a negative absorption,

., .rcs that, when he sanple single beam spectrum was taken, there was

f=: absorption in this region than there had been in the reference single
i: spectrum, and, since in the FTS-10 computer an absorption spectrum is

r(,jte'i by dividing the sample single beam spectrum by the reference single
)fean spectrum, this turned out to be a negative absorption in the CHx region.

:.use this absorption is quite small, and again because we were after
':-,u-parative data, not absolute data, this effect was ignored.

81



90
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Figure 28. Effect of Torque and Angle of Incidence on Maximum Absorptive Value.
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With reference to Table 13, the effect of subtracting the two aluminum
spectra from the propellant spectrum can be seen by examining the data recorded
for tests 8 and 9. The percent changes in the two ratios, 1440/2920 and 965/2920,
are very small when compared to the selected baseline conditions, i. e., test

5 Aluminum powder, overall, changed the two important ratios less
than. the aluminum foil did, and this is probably due to the difference in the
general shape of the two aluminum spectra and may be due, in small part, to
the sgrall absorptions, positive and negative, that occurred in the two spectra
,ri the CH, region.

Since aluminum is present in propellant in the powder form and the powder
,;ictra had less of an effect on the two peak ratios, the subtraction of aluminum
fr ,nv the spectrum of propellant should always be accomplished using the spectrum
0i povdered aluminum rather than aluminum foil.

7) Studies with Irtran-4

A set of tests identical to that just described for the germ-anium IRE was
oCiucted using the Irtran-4 IRE (Irtran-4 is zinc selenide, ZnSe). Data from

t-(-se tests of the effect of torque and angle of incidence on spectra made using
!rtran-4 are presented in Table 14. In these experiments a single sample of
propellant was used. Torque on the sample holder was set at 16 oz-in and the
anvle of incidence varied from 35 to 70 . Spectra were taken at 350, 450, 600

0 0
i n, i The angle of incidence was then returned to 60 and held constant
u..ii< the torque on the sample holder was increased from 16 oz-in to 24, 32

and 40 oz-in; spectra were made at each of the specified torque values.

8) Conclusions

The effect of the angle of incidence at a constant torque level on the
a was as follows:

A! The baseline drift increased as the angle decreased.

-1
i The peak height at 2920 cm increased as the angle decreased from

0 0
700 to 45

C) The peak height at 965 cm increased as the angle decreased from
0 0

350 to 70

The conclusion from these observations is that when using Irtran-4, a
i e h angle of incidence is preferable to a low angle of incidence.

The effect of torque at a constant angle of incidence on the spectra can be
summ-arized as follows:
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A) The upward drift of the baseline generally decreases as torque is
increased.

-1
B) The peak height at 2920 cm increases as torque is increased from

16 to 32 oz-in and then unexpectedly decreases at 40 oz-in.

-1
C) The peak height at 965 cm is virtually constant from 16 to 32 oz-in

and then increases unexpectedly at 40 oz-in.

Based on these observations, it was concluded that a torque value of at
,a-t 24 oz-in would be preferable to any lower value. Because Irtran-4 is a

fair soft material, it is easily deformed and so exceedingly high torque values
, r' be inadvisable as this would destroy the surface of the Irtran-4 IRE and,

r1"us ,reatly reduce its ability to transmit light. A value of 24 oz-in seems to be
a reasonable trade-off between low amount of baseline drift and the risk of

:c rning the Trtran-4 internal reflection element.

There are some comments that can be made concerning the overall effect
Irtran-4 of the quality of the spectra.

A) The general shape of the spectra is less like a transmission (see-

through) spectra than the spectra produced by a KRS-5 or a germanium
IRE.

B) The baseline drift problem that we are experiencing is similar to that

found with KRS-5 and of about the same magnitude. The baseline
drift problem can be corrected here as it is in the KRS-5 by the sub-

traction of the spectrum of aluminum.

C Irtran-4 scratches less easily than KRS-5 and, for that reason, it
is certainly preferable to KRS-5.

D) The angle of incidence used is difficult if not impossible to reproduce.
A review of the results of tests 3 and 5 on Table 14 will reveal

this fact. Trying to return to an angle of 60 and reproduce the spectra
produced previously at 60 resulted in a considerable change in the two

peak ratios that were calculated, with the ratio 965/Z9Z0 being changed
by 11%. This is a large change and may in some cases be the same
order of magnitude as the change in peak height with propellant mechani-
cal properties. In light of this and the observed effect of the angle ofi
the ratio of peak heights, from one end of the spectrum to the other, it
would be desirable to use a fixed angle ATR unit so that the data can
be used quantitatively.
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R,.moval of Interfering Chenical Specie

Several propellant ingredients have an undesirable effect on the IR
of solid propellant. Materials such as AP and ester-type plasticizers

"()rig IR spectra of their own and they mask the IR spectrum of the
-. :lnts organic binder. Materials such as Al, Zr, C and ZrC do not

;p(,ctra, but they do disperse IR energy and, thus, do have an
'n . spectrum of whole propellant. This effect manifests itself as

d,, lt of the spectral baseline; and, if the drift is severe enough, the
-pectr-um loses its quantitative character.

I'wo techniques for removing these effects were examined: 1) mechani-
chemically remove the offending specie from the propellant before

. . .tri-m( of propellant is made, and 2) make the IR spectrum of the whole
.ant and then electronically subtract the spectrum of the offending

tr,:)ni the spectrum of the whole propellant using the computer capability
t I -10.

Each technique had its advantages and disadvantages, these are dis-
below.

Plasticizers

Ester-type plasticizers can be subtracted electronically from the
I mf whole propellant. In order to accomplish this with a minimum

..r- tion to the propellant spectrum, a spectrum of the plasticizer
'.,;st Le irade using the same ATR unit and IRE as used for the propellant.

. -he same ATR is important because of the pronounced spectral
. c-.s among spectra made with different ATR units and particularly

<ifr ences in spectra between ATR and transmission cells.

i"' was foundthat, if the ester peak at 1740 cm is used for the subtrac-
. ,y propellant peak in the immediate vicinity of 1740 cm- 1 is severely
, "c ,_(, by the subtraction. Band width of the propellant peak changes and not

al r)Ithe spectral influence of the plasticizer can be removed with 100%
1-;ir:fy. The reason for this is that the ester on the plasticizer is hydrogen

hnnded in propellant and a very slight wave number shift occurs in the ester

peak as compared to the same peak in neat plasticizer.

If the peak at 1180 cm "I (also ester group in the plasticizer) is used,
+hc z'ibtraction can be accomplished with some assurance that all of the spec-

S- 1 infloence of the plasticizer has been removed. Also, this absorbance is
chciracteristic of that part of the ester group which does not hydrogen bond,

thus, there are no wave number shifts to contend with.

-1
Even with subtraction on the basis of the 1180 cm peak, the propel-

p, pectral information at 1740 cm " 1 is not quantitatively useful because of
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the hydrogen bonding problem. If the 1740 cm peaks are ignored in

correlating peak changes with mechanical property changes, then the subtrac-

tion of plasticizer from whole propellant improves the general quality of the

propellant spectra.

The spectrumi of DOA and the spectrum of a propellant sol fraction

ci;ntaining DOA made in a transmission cell were examined using the computer
program and the tabulated data. Peak wave numbers and amplitudes were

chocked to assure that there were no shifts in the location of spectral peaks.

A spectrum of DOA is shown in Figure 31 and written above each major peak

in the spectrum is the wave number location of that peak. Figure 32 contains

". same information for the sol fraction of a propellant that contained DOA.

:Ai examination of the spectrum of DOA and the spectrum of the sol fraction

r veals the presence of DOA and shows that the location of each of the DOA

,mi is to be the same in the two spectra.

There do not seem to be any obvious shifts in peak locations between

ti}e sol fraction and DOA. As has been noted, there is probably some hydrogen
bnding to the carbonyl portion of the ester group in DOA which will result in

snall shift in the shape of the DOA peak in the 1743 cm " 1 region; and, in

rder to avoid the influence of hydrogen bonding on the subtraction, a peak
ocated at 1180 cm-'is preferable for accomplishing the subtraction.

Aluminum

Aluminum powder was found to create a upward drift in the baseline
, he propellant spectra. The effect of subtracting the spectrum of aluminum

-r,,rr. 'he spectrum of the various propellants was examined. Our principal
';,'n was whether subtracting aluminum influenced the heights of the various

Aik -, particularly in the region 2000 to 600 cm - 1 . The spectrum of alumi-

r,.ni used for these subtractions is given on Figure 33and the effect of

luminum on the spectra of propellant can be seen by comparing Figure 34

Figure 35. Figure 34 is the zero-aging-time propellant with AP removed

rkli without subtraction of aluminum. Figure 35 is the same spectrum with

" nfluence of aluminum subtracted. Heights of peaks at 965 cm - I and 2920

r were ratioed for the spectra shown on Figures 34 and 35. The difference

in rhe ratio of these two peaks between Figures 34 and 35 was a little less than

4 7 If all spectra in a series are treated the same way and the same spec-

triu- of aluminum subtracted from all of the aged propellant spectra, the

influence of aluminum on the various propellant spectra can be ignored. How-

, this subtraction does apparently have some small influence on the

tLnitudes of the peaks.

General conclusions concerning subtraction of the spectral influence of

aiuniinum from a spectrum of propellant are as follows.
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1) It is easily accomplished.

2) It has little effect on the qualitative nature of the propellant
spectrum.

i) It makes the propellant spectrum look nice.

4) Al doe8; not strongly influence propellant spectra and, thus,

usually there is no need to subtract it.

Ammonium Perchlorate - By Subtraction

The spectrum of ammonium perchlorate taken by an ATR technique is

-:ged depending upon the particle size of the ammonium perchlorate. Once

.L :act was established, the problerr became one of how to deal with these

' -ges and create a spectrum of ammonium perchlorate that could be used to

,act its spectral influence from the spectrum of whole propellant. Any of a

x,-i;,cr of spectra of ammonium perchlorate can be used in the subtraction, but

' -',antitative utility of the resulting propellant spectrum is highly questionable.

The problem centers about two peaks, one occurring in the vicinity of
1421) cm -1 and the other peak occurring at approximately 1045 cm "1 . The peak

,t 1420 cm - I is the least troublesome. Its shape and the wave number location
ti riot shift appreciably with particle size. The peak occurring at approximately

i I-) Clio-I is the most troublesome, because it broadens as the particle size of
c a iiinonium perchlorate is increased and because the location of the spectral

, hifts from approximately 1045 cm - I downward to approximately 1020 cm - 1

icir-ioniurn perchlorate particle size is increased.

Two other features in the spectra of ammonium perchlorate are subject

sane shift, but not to as great an extent. These are the peaks occurring
th vicinity of 3270 cm - 1 and 620 cn-I1  Because there is not much useful

in the propellant binder at either of these locations, the shifts that occur
-pectra of the AP are not of major concern. Our efforts were directed

.Ltifying methods by which the peak shape and peak location in the 1020 to
-4 , -1 region can be adjusted so that the spectrum of ammonium perchlorate
iAOA, the peak shape, at this location, in whole propellant.

Using our computer program to reduce the spectral data and give us

se amplitude and wave number locations of peaks in ammonium perchlo-
v e were able to identify the shifts that were taking place in 16 a' and

... nionium perchlorate. These two spectra are shown on Figures lo and
0' ctively.

To illustrate the problem, examine the spectrum displayed n Figure 38.
i-, is propellant taken at '0" aging time and with the spectral influence of
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,iuiu subtracted so that the upward baseline drift has been renived.
,,t,' that the peak appearing at about 1045 cn - 1 has a shape that falls sonie-

wlere between the shape of the same peak in the 16 t. and 200 [. ammonium

,Chl ,rate. Tht: location of the peak is near the same point as in the 16 p.

' ut, in actuality, when one examines the reduced data, it is shown that

", itior of the peak in propellant is one data point different from the loca-

*,, of that same peak in the 16 t AP. It is obvious, looking at Figure 37, that

,location of this peak in propellant is vastly different from the location of

p.,t,< in the 200 p. AP, yet the width of the peak in propellant resembles

s,, .e,;'hat the width oi the peak in the 200 AP.

A spectrum- of ammonium perchlorate was synthesized using the spectra

v and ZOO p. AP. These two spectra were added together in the propor-

,llat would locate the apex of the 1040 cm - 1 peak Pt the point where it lies
- spectrum of whole propellant. Not only did this place the apex of the

i-. the correct spectral position, but it also altered the shape of the peak

t at it very closely resembled the shape of the peak found in propellant.

- rnthesized spectrum of ammonium perchlorate is shown in Figure 39.

This synthesized spectrum of ammonium perchlorate was subtracted

t~ic spectrum of whole propellant at a variety of scaling values. These
ctra and their scaling factors (SCB) are all shown on Figure 40. The final

,,aiing factor (where SCB = 1. 646) reduced the peaks at 1040 cm - 1 and 1420

.. .near zero contribution to the spectrum of propellant. However, this
, ;:,bably too large a scaling factor because there is a sharp negative peak

*,, ,eicinity of 1120 cm " 1 ... a feature that does not show in the spectrum

L'-,-;cllant from which the ammonium perchlorate had been leached. A

- of the spectra displayed on Figure 40 shows that the spectrum where
1. 25 is more like the spectrum of propellant from which ammonium

rate had been leached by water, than any of the other spectra on

40. A plot of the spectrum, where SCB = 1.25, is given on Figure 41.

This technique yielded the best AP subtraction in the program and
encouraged to believe that it may be possible to subtract ammonium

'.,rate from the spectrum of whole propellant and have the data quantita-
:- usable. There are still some pr-!leins to be resolved; primarily to

:ish a set of 'rules" for determining when the proper amount of ammon-
t : -jerchlorate has been subtracted. Until such "rules' are established, it

st not to try to subtract AP fron a spectrum of whole propellant, for to

vwould always raise some doubt as to the validity of the resulting pro-
<,ot spectrum.

Ammonium Perchlorate - By Leaching

A second possibility for removing the spectral influences of AP from
-T),,ctrum of whole propellant was investigated ... washing or leaching AP

99



... ....... - <2 2 __ _

C)

CD

- 7- 
7

-71717 UH- .,I

I! LL
100



Ile!

~- 0

44 t7O

r,-4

c o

u (D

101



----- ' 
+-

4' 1)
at c

4i co 1.V-

102



:ic propellant wvith wa ri water. In order to test the technique, samples

- I m propellant aged at six temperatures for 12 months were washed

Vcv- thc All: and the JR spe-ctra of these washed samples were made.

l i,! wlr( r(- V~i comparedi to these washed samnples and
111 !I'c of tiI in'rw!jls acc rueol by leaching AP from pro)pellanit.

-it rii A - A ioniurn pe rchlorate was leached from seve-ral

ll~ ~g op 1am saiiples. T'hese samples had been ag, d
at 100,130, 1--0(0, 1700, and 190 0 1. The amronii.n

lteIaching procedure was to submerge all samples from a particu-

t:lnM' iaturo in a t rough of running w'ater at 350 to 400 C for periods

-1 hours or until the ammnonium perchiorate had been remioved.

ol ~retiit-n drie d in an oven at 550( to 60 0 C for 4 hours and
icItat roun temoeD(rature. Infrared spectra of all propellant

aniples, were run.

-rinierit 13 - The infra red data accumulated on each of the uni ea hie(

;j, ed in ''A "above we(.re accumulated and reducecd by the c ompute r.

pectra were, the onc s originally run at the tin,., that the samples
irially testee c.e. , fk-r the ''D time s pect rum , a one -year old

asused, for the one-month aging samples, 11I -month old spectral

us~ed, so that the spectra employed in this experiment were the

data fromn these twvo experiments are presented in Appendix E.
ata and conclusions are presented here.

aj -iov.s the correlations among peak height Chanvges and rmciiant -

'a;nrw s the til ached and unlearhed, propellant. Some yoere

')flatien kmwere found to exist if the spectra of propellant ag er)

at. various temperatures were combined and correlated with pro-
-11xanical properties. Plots of these correlations are given in

througL 48.

-tlsic)nF concerninc these experiments are as follows.

Wec knowk that leachingz ammonium perchlorate from propellant

-organ;( material from the propellant in addition to removing
coj-numn Perchlorate. Although this makes the organic portion of the

; pectrum) more visible, it does change the nature of the correla-

refount] between peak height changes and mechanical property
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TP-H8156/V6-13

AGED 12 MONTHS AT
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Figure 43. Relationship of Spectral Peak Height Changes to
Propellant Mechanical Properties
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TP-H8156/V6-13

AGED 12 MONTHS AT VARIOUS
TEMPERATURES

SPECTRA NORMALIZED AT
2920 cm-1

300 725 cm-

170
0" 190

¢aO
2000

z150

130 '75

SO0
100L

30

75

170

- 0 725 cm-

150

4.0 5.0 6.0

Relative Peak Height

Figure 45. Relationship of Spectral Peak Height Changes to
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Figure 46. Correlation of Peak at 912 cm-1, Modulus and Strain.
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2) Propellant from which arnmonium perchlorate has been leached

does have valid correlations between peak height changes and propellant

mechanical properties.

3) Leaching ammonium perchlorate from propellant adds a step in

the analysis of the propellant which may not be necessary. Certainly, for

the propellant that we examined in this series, that step would not be

necessary. For other propellant formulations, it may be a very necessary

step.

4) Valid correlations are found with whole propellant in spite of the

spectral influence of ammonium perchlorate. In fact, more correlations

were identified with whole propellant than with propellant from which

ammonium perchlorate had been leached.

5) Correlating spectral changes where time is a constant and aging

teni-oerature is the variable provides valid correlations. Here the mechani-

cal properties of a propellant can be identified from a plot of spectral peak

height changes versus mechanical property.

6) The case described in conclusion 5 will permit us to take a piece

of propellant, regardless of how it has been aged and determine its mechani-

cal properties merely by analyzing its infrared spectrum. This would be

particularly important in determining the mechanical properties of a rocket

-. .tor aged in the field where aging conditions are unknown.
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,:valuation u~ lin h'r p, irati from B ropellant

, ew techinlqll,'." f.,, ,V quiring th, infrarcd data on aged propl -,

'V ,tiv t . vere: i) exanline the sol fraction.

- iutn, and 2) .'n in, lie AL-leached gel fraction of propellant

;,c addition (if thcsc tw. tchnicquc. for acquirin V the IR dala,

''cdolre , all ,.vitb C salme rr,)pellant, TI'-118278, front Ni ''-,''

IIk spect'um f v,,f ,h prop(11-nt.

[P ip.,trU. I a!n,.inur', rch1 raie-leached propellant.

1 1 n

A l - ( r i 
!  .... ,

.V.', tee'riquci we r pplied to samples of TP-l18Z78/W-65 that aiM

, -0 to lre cie at 105"F. 'I he results of the analysis of the IR data

!our rmt hods a ri n ]cussed below in Appendix G. Since this part

, -:ort pertains to the etfects o using propellant sol and gel fraction

- .discu: nions of whole propellant and AP-leached propellant are in
• .'-,rj! G.

l Lractions

c.rared spectra used for this statistical analysis were obtained from
B,', iinder project aging program. Statistical analysis of these data

, 'e, a )a Irt of t-fhe FTIS project. A typical spectrum of the ,-,I

. I -I- 8 -'.78, M 'i W-1 is displayed on Figure 49. This particular
of propelarnt aged 1.4 weeks at 165 0 F.

u',).ctior -f these sol spectra was performed using the peak at
'r nor:ali:!; , ge it, minimum-to -tangent baseline as illustrated

'I h, arge trans peak and small vinyl peak in the 950 to 1000 r-r!]
-"ted with ;t ccrun-n"'M baseline. These data were reduced prior

>'l hc cemn'on h:a.seiine routine allowed for measuring the
peak frort a cofmnnn baseline; however, a check with the hand

i ',ethod used in the ,C:PB program (to establish the percent cis,
i , inyl unsaturation) showed that the relative quantities of all materials

-.... ,ely close am meas-red by the computer with its minimum-to-tangen.t

fr the normalizing peak .nd ilhe common baseline technique as used
program Ior ie.-snrmn,, tlhe normalizing peak at 2840 cm - 1

. Figure
,. ocation of the b seline used in the LCB program-for hand data

- ,stablish the perce-,nt of cis, trans, and vinyl unsaturation.
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After the infrared data were reduced by computer the height of various
pi .~AIt eiicil of the time intervals and the mechanical properties of the

1iz, wL Int It th( cori-'slpoldi it l int vI l ; C re- ()I lI)iI(. and rlun ill i

stltis ical analysis )rograill. l.,Ich ltest lile was rellic;It,.l giving .1 total l

18 observations for the statistical analysis. Simle correlations are displayed
in Table 10 and show that four peaks correlated with at least one of the propellant's
mechanical properties. Based upon 18 observations a correlation coefficient
of at least 0. 59 is required for the 99% confidence level. All of the correlation
coefficients displayed in Table 16 are greater than this value.

Multiple correlations were also calculated for each of the three
mechanical properties. , . modulus, stress, and strain. The number of peaks
included in the equation for each mechanical property was different in each
instance. Table 17 is a listing of the multiple correlation information found
for modulus. This equation contains five terms and resulted in a correlation
coefficient of 0.9473. With 18 observations and 13 degrees of freedom, the
correlation coefficient required for a 99% confidence level is 0.785 and the
correlation coefficient for modulus exceeds this value by a large amount. It
is also interesting to note that using this equation the standard error of estimate
was reduced by approximately Z/3 over the standard error of estimate of the raw
modulus data.

Multiple correlation equations for the parameters stress and strain
are presented in Tables 18 and 19, respectively. Both of these equations
have a correlation coefficient that indicates that the confidence level is in
excess of 995o. The equation for stress appears to be particularly good in
that the standard error of estimate going into the statistical analysis was
20. 1-; and, with the equation applied, the standard error of estimate was
redfced to 6. 02 psi.

The equation for strain is not quite as good as the other two; but,

on the other hand, measurement for strain for this propellant seems to

have a large amount of variability in it; however, the equation for strain
(on Table 19) does show a reduction in the standard error of estimate by
about 50".

The three correlation equations are shown graphically on Figures
f, -, and 53. These figures are plots of calculated value against measured

value with the individual data points displayed about the 100% correlation
line. Since all of the data points represent duplicates, it is interesting to

note how closely the duplicates correspond with each other; for the sol
fractions replication of data is reasonably good.

It was noted earlier that an infrared technique had been used during

1 .( 1B program to determine the amount of cis, trans, and vinyl unsaturation
remaining in the propellant's binder after aging for particular lengths of time.

Table 20 is a tabulation of the quantity of each of the types of unsaturation

remaining in the propellant after aging at two temperatures for a variety of

tim- periods. 'he quantity of trans unsaturation and vinyl unsaturation have
b),-n plotted against maximum stress and modulus to determine whether
th,.r,- might be a correlation between the absolute quantity of unsaturation and

t},t s' two propellant mechanical properties. These plots are shown on Figures

54 and 553, and each data point shown is the average of two determinations of

116



TABLE 16

SIMPLE CORRELATIONS OF PEAK HEIGHT CHANGES

AND MECHANICAL PROPERTY CHANGES

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, Sol Fraction)

Correlation Coefficient for Mechanical Properties

Peak, cm- 1  Modulus Stress Strain

2919 0.7338 0.9229

1300 -0.6171

960 -0.6752 -0.7186

820 0.7122

For 18 observations (9 test times x 2 replicates): r. 99 = 0. 590

TABLE 17

MULTIPLE CORRELATION FOR PEAK HEIGHT

CHANGES AND MODULUS

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, Sol Fractions)

MODULUS = 5581 - 395. 1(X 2 ) + 56.28 (X4 ) - 23.28 (X 9 ) - 241.5 (X 1 1 )

Where: X2 = height of peak at 3004 cm - I

X4 = height of peak at 2919 cm " I

X9 = height of peak at 960 cm 1

XII = height of peak at 820 cm - I

R = 0. 9473

R 2 = 0. 8974

Standard Error of Estimate Going In = 342.7 psi

Standard Error of Estimate w/Equation = 125.6 psi

For 18 observations and 13 degrees of freedom: R 99 = 0.785
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TABLE 18

MULTIPLE CORREI-ATIONS FOR PEAK HEIGHT

CHANGES AND STRESS

(TP-H8278/W-65, Aged 0 to 16 Wk at 165°F, Sol Fractions)

STRESS = -133.6 + 6.854 (X 4 ) -6.104 (X6 ) -1.347 (X 9 )

Where: X4 = height of peak at 2919 cm - 1

X 6 = height of peak at 1633 cm- 1

X 9 = height of peak at 960 cm- 1

R = 0. 9649

R = 0.9310

Standard Error of Estimate Going In = 20. 83 psi

Standard Error of Estimate w/Equation = 6. 02 psi

For 18 observations and 14 degrees of freedom: R = 0.737
.99

TABLE 19

MULTIPLE CORRELATION FOR PEAK HEIGHT

CHANGES AND STRAIN

(TP-H8278/W-65, Aged 0 to 16 Wk at 165 0 F, Sol Fractions)

STRAIN = -28.43 + 3.562 (X 2 ) + 1.682 (X 1 1 )

Where: X 2 = height of peak at 3004 cm-1

Xl = height of peak at 820 cm - 1

R = 0. 8495

R2 = 0. 7217

Standard Erro' of Estimate Going In = 1. 609% Strain

Standard Error of Estimate w/Equation = 0. 904% Strain

For 18 observations and 15 degrees of freedom: R. 9 9 
= 0.677
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TABLE 20

UNSATURATION IN LOW COST BINDER PROPELLANT

Chemical Aging - Unsaturation
W-65 (TP-H8278)

Time Temp. % Trans % Vinyl % Cis Total

"0" Anmb 54.8 19.9 14.5 89.2

1. 4 Wks 100 0 F 54.6 19.9 14.7 89.1

1.4 Wks 165 0 F 53.7 20.3 15.1 89.0

2 Wks 100 0 F 58.8 20.7 16.2 95.7

2 Wks 165 0 F 57.2 20.5 16.1 93.8

3 Wks 165 0 F 53.9 20.1 15.4 89.4

4 Wks 100 0 F 53.8 20.1 15.3 89.1

4 Wks 165 0 F 53.6 19.9 15.5 89.0

6 Wks 165 0F 52.8 19.8 15.1 87.7

8 Wks 100 0 F 54.6 20.2 14.6 88.8

8 Wks 165 0 F 53.5 19.9 15.0 88.4

10 Wks 165 0 F 52.3 19.6 14.7 86.6

16 Wks 100 0 F 52.0 19.3 14.1 85.7

16 Wks 1650F 50.8 19.0 14.6 84.3
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the quantity of unsaturation. The only strong correlation that is readily
apparent in these data is the relationship between vinyl unsaturation and

propellant maximum stress. Correlation coefficients were not calculated

for these data.

AP-Leached Gel Fraction

Samples of TP-H8278 propellant from Mix W-65 were leached wit..
water (to remove AP) using the standard technique, and these samples wer-

then submitted to a gel/sol separation in which the propellant was leached

with methylene chloride in a Sohxlet extractor to remove the sol fraction.

Propellant that remained after this treatment was the gel fraction. Infrared

spectra of these samples were measured.

Figure 56 is a typical spectrum of AP-leached TP-H8278 propellant
gel fraction. This spectrum shows that there is a small amount of AP
remaining in the gel fraction.., small peak occurring at 3300 cm - 1 and another
occurring at about 1070 cm - 1 . All of the plasticizer has been removed because
the plasticizer peak located at approximately 1740 wave numbers is totally
missing. The small peak occurring at 1715 to 1720 wave numbers is a part
of the binder cross link structure.

After all spectra had been made and reduced by computer, peak
heights and mechanical properties corresponding to each age time were the
variables used in the statistical analysis program. Simple correlations
from this statistical treatment are displayed in Table 21. There were only
two peaks which bore a statistically significant correlation to a mechanical
property (stress). The peak at 1643 is representative of unsaturation in
general and the peak at 918 is representative of the vinyl ansaturation remain-
ing in the binder gel fraction. For 8 observations a correlation coefficient of
0. 71 is required for 95% confidence and a correlation coefficient of 0. 83 is
required for a 99% confidence level The peak at 1643 fits into the former
category while the peak at 918 crn-m fits into the latter category.

A single multiple correlation was computed; that correlation concerns
the change in height of the peak at 918 cm- and its relationship to stress.
These and other pertinent data are displayed in Table 22. Correlation
coefficient for this equation was 0. 8556 and for 8 observations and 6 degrees
of freedom a minimum correlation coefficient of 0. 83 is required at the 99",
level; therefore, the multiple correlation is significant at the 990/0 confidence
level.

A plot of stress calculated with this equation against measured stress
is shown on Figure 57. Although this is not one of the stronger correlations
found in the course of this program, it does show that the AP-leached gel
fraction of the propellant binder can be related to the mechanical properties
of aged propellant.
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TAB LE 21

SIMPLE CORRELATIONS OF PEAK HEIGHT CHANGES

AND MECHANICAL PROPERTY CHANGES

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, AP-leached Gel Fraction)

Correlation Coefficient for Mechanical Properties

Peak, cm-1  Modulus Stress Strain

1643 -0. 8080

918 -0. 8556

For 8 observations (no. of age time tests):

R 9 5 = 0.71

R. 99 = 0.83

TABLE 22

MULTIPLE CORRELATION FOR PEAK HEIGHT

CHANGES AND STRESS

(TP-H8278/W-65, Aged 0 to 16 Wk at 165 0 F, AP-leached Gel Fraction)

STRESS = 395.1 - 6.120(X9 )

Where: X 9 = Height of Peak at 918 cm- 1

R = 0. 8556

R 2 = 0. 7321

Standard Error of Estimate Going In = 20. 67 psi

Standard Error of Estimate w/Equation = 11. 56 psi

For 8 observations and 6 degrees of freedom: R. = 0. 83
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JR Spectrum of HMX

Some additional studies have been made to determine the effect of how
IR data are acquired on the quality of the resulting spectrum. The spectra
of HMX at several particle sizes were made using the Barnes ATR apparatus
in which different amounts of compression were used to establish contact
between the HMX and the IRE (Internal Reflection Element) of the ATR unit.
Three particle sizes of HMX were employed ... 5pt, 5011, and 150L.

The first study involved only 5 p HMX and evaluated the effect of the
amount of compression used in holding this small particle mteria] against
the IRE. Torque values of 8 oz-in and 16 oz-in were used to establish the
two different compression levels. Figure 58 shows spectra made at the two
compression levels, both plotted on the same graph.

A review of the two spectra revealed the following:

(a) There were no band shape changes between the two spectra

(b) There were some band width changes between the two spectra.
There was a slight broadening on the low wave number side of
all but the smallest of the peaks.

(c) There were no changes in the location (wave number) of the
top most point of each absorption peak.

(d) There were some relative peak height changes because of the
change in the torque on the assembly bolts for the ATR unit.

The amount of this relative change in four representative peaks on the spectrum
was calculated by dividing the height of the peak at an assembly torque of 16
oz-in by the height of the same peak at an assembly torque of 8 oz-in. Table
23 shows the results of these computations.

With reference to the data in Table 23 it is entirely understandable that,
as the contact between the sample and the IRE surface is improved that the
absorption of infrared energy increases; this fact is observed. However, the
change in absorption of energy should be a constant, but the data in Table 23
reveals that it is not a constant; it varies from peak to peak. Why this
variation should occur is not understood, but the fact that the variation is
not a constant must be taken into account when making spectra of propellants
containing I-"X.
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'l Ali LE 3

EFFECT O ASSIPMIY FORCE ON I

SP ICTRUM OF 51 IIMX

128.7
A' at 1530 cm-i 128. 7  1. 147112.2

A at 126'- c - 1  155.0 1.049

1 78 .103. 0
A a' 1140 cm - 903. 1.133

90. 9

at 765 cm-1 82. 8 1.193
69.4

Z = height, mm. of peal, in spectrum at 16 oz-in force
heigitt, inni, of peak in spectrum at 8 oz-in force

A second study was made of the difference between spectra of 150 Vi
ani 5 t IIMX, these two spectra are shown on Figure 59. Here we found band

.hape changes, band width changes, and changes in the location of absorption
peaks. Shape changes occurred in the 1100 to 1000 cm - 1 region, 940 to 800
cm - region, 750 to 660 cm - 1 region, and 600 to 450 cm- l region. Notice
igaan that, in alrnost all instances, the band'width change occurred on the low
"vave number side of each of the peaks. There were also some absorption
peak changes, and these occurred at 1440 to 1430 cm - 1, 1205 to 1195 cm "1 ,

')90 to 1080 cm- l , and 840 to 830 cm These differences between the two
particle sizes of HMX are similar to the changes that we have observed in
Al, when particle size is -hanged; therefore, in trying to subtract the spectrum
of IIMX from the spectrum of an IMX propellant, the effect of the HMX parti-
cle size will have to be taken into account when selecting an HMX spectrum
to accomplish the subtraction.

A third study concerning the infrared spectrum of various particle
si .es of HMX was made. We examined more closely the effect of particle
size or the height of each of several peaks in the spectrum of HMX. Particle
sizes of 5, 50, and 150 [1 were examined and all spectr twere plotted on the
same scale. These spectra are shown on Figure 60.
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The heights of peaks at 1530, 1265, 1140, and 755 cMr were measured

Ind the heights of the latter three peaks were ratioed to the height of the firmt
peak for each of the three particle sizes. The ratio between a given pair of
peaks should be the same regardless of the particle size of the IiMX, but the data
in Table 24 shows that this is not true. There is some variation in the ratio be-
tw,,,.n any two given peaks as one moves from large to small particle Hv4X.

A second set of data comparisons was made to observe the change
fron. particle size to particle size among the several peaks under considera-
tion. These data are shown at the bottom of Table 24. Here the height of a
peak in the 1.50 i HMX was compared with the height of the same peak in the
other two spectra. Here, if peak height change because of particle size
change is uniform across the entire spectrum, then the ratio between, for
example, 5 4± and 150 ± HMX for the four peaks the ratio should be a constant.
r ooking at the data at the bottom of Table 24 one sees that it is not a constant
although the differences are '-mall except for the ratio involving the peak at
1530 cm "i . Overall, there is less change when one compares the 50 11 and
the 150 11 HMX spectra. The ratios of the Feak heights in the two spectra are
fairly constant for the 50/150 pt HMX spectra except for the peak at 755 cm - 1

and it is quite diff, rent from the other three.

TABLE 24

PEAK tIEIGHT CHANGF-S BECAUSE OF PARTICLE SIZE

1265 1140 755

1530 1530 1530

150p HMX .9973 .6273 .5282

50P HMX 1.1519 .6822 .4883

5 p HMX 1.1889 .7949 .6378

5P 503! -

150P 150p

1530 cm - 1  3.4638 1. 1475

12z(5 cm - I  4. 1290 1.3253

1140 crn 1  4.3889 1.2470

755 cm " 1  4.1827 1.060'
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Subtraction of BIMX from Propellant

A study of the feasibility of subtracting IIMX from a propellant con-

taining HMX was conducted. A very simple 1IMX propellant was nade; it

contained HMX and a binder composed of R-45M and IPDI. The formulation

for this propellant is shown in Table Z5. A gumstock containing only the

polymer and its curing agent was made using the same cure ratio as employed

in the propellant.

TABLE 25

1IMX CONTAINING PROPELLANT
(DTS-9209, BP-2221)

R -4 1; M 18.6

IPDI 1.4

IIMX (',5p) 40.0

f-MX ( 3 0 p) 24. 0

I-IMX (Sp) 16.0

Infrared spectra of the propellant and the gumstock are displayed on

Figures 61 and 62 respectively. The contributions of binder and HMAX to each
of the spectral peaks are shown on Figure 61. A review of the propellant spec-
trurn (Figure 61) and several HMX spectra revealed that the band widths and
peak locations were more like the spectrum of 50 i HMX than either the 30

or 5 p. material that was also present in the propellant. A spectrum of the

large-particle-size material is given on Figure 63, and the fact that the
infrared spectrum of the 50 p. HMX closely approximates the band widths and
peak locations of that material in the propellant spectrum shows that the pro-
pellant spectrum is dominated by the large particle HMX.

Subtraction of HMX from the spectrum of propellant was accomplished
at three scaling ratios, SCB = 1, 1. 5 and 2. 0. These three subtractions

along with the spectrum of the propellant itself are displayed on Figure 64.
Virtually none of the subtractions furnished a spectrum that bore a precise
relationship to the spectrum of the gumstock shown in Figure 62. There
appeared to be too many chemical and/or spectral interactions between the

binder and the HMX to make the subtraction of HMX from propellant useful
for quantitative work.

Since in the FTIS project the subtraction of HMX from a propellant
containing HMX represented only a small work effort and was included only
with the intention of establishing the feasibility of this subtraction, we did not
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pursue this further. For the purposes of the FTIS project, we concluded that

the subtraction of HMX from propellant will be an exceedingly difficult thing

to accomplish, but probably not an impossible task.

IR Data Acquisition Standard Procedures

Following are the conclusions drawn from the Phase 1, Task 2 effort

to identify the proper procedure for acquiring IR data.

1) Microtome sample (0. 01 - 0. 02 inch thick).

2) Barnes ATR, 450 angle of incidence.

3) KRS-5 IRE, 450 entrance angle.

4) Assembly pressure set so that:

a) For whole propellant MXY 7 80 to 130

b) For AP-leached propellant MXY = 50 to 100

5) Torque assembly bolts evenly and in small increments so that

maximum "foot print" is achieved.

6) Position IRE same direction and in same location each time.

7) Use same IRE each time.

8) If a sample is "over-torqued", a fresh sample must be used.

9) Do not subtract plasticizer spectrum from spectrum of propellant.

10) Do not subtract AP spectrum from spectrum of propellant.

11) Subtraction of the spectrum of aluminum from spectrum of pro-
pellant is optional.

12) Leaching of AP from propellant is optional.

13) If (11) and (12) are done for one sample, they must be done for

all samples in a data set.

Task 3 - Testing

Task 3 of this phase was for the purpose of evaluating the IR data

acquisition method selected at the end of Task 2 of Phase I. That data

acquisition method stipulated the use of the Barnes ATR unit with a KRS-5

IRE, the use of whole propellant, and no subtraction of plasticizer. Subtrac-

tion of the spectrum of aluminum from spectra of propellant was an option;
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however, if aluminum was subtracted from one propellant it must be subtracted
from all propellant spectra employed in a correlation data set. This follows
the general rule that all spectra in a correlation data set must have been
created using identical procedures and the data reduced using identical pro-
cedures.

Two propellants were evaluated using the selected data acquisition

method... TP-H8156 and TP-H8266. These two propellant had been aged
12 months as parts of other projects. TP-H8156 had been aged as a part of

an Army project and TP-H8266 as a part of an IR&D program. During both
of the projects, the IR spectra of the propellants had been acquired using a
procedure which closely approximated the selected one up to the point in the
FTIS project where an acquisition method was selected. From that point on,
in these other projects, the IR data acquisition method was the one selected
in the FTIS project. Where the old IR data had not been acquired by the
selected method and were vastly different, new spectra were made using
samples which had been frozen to prevent further aging.

Detailed discussions of the correlations found for these two formulations
are presented in Appendix E for TP-H8156 and in Appendix F for TP-H8266.

General conclusions drawn from this work are as follows:

1) The IR (lata acquisition method is satisfactory.

2) Computer program E-490 for IR data reduction works quite well,
and at near the maximum number of spectra that it is capable of handling, it
performs the data reduction in less than five minutes.

3) The statistical data analysis program works well and successfully
reduced all of the statistical data presented.

4) Subtle differences in the IR data reduction procedures do not
completely destroy the simple correlations, but they do, however, introduce
new correlations and do eliminate other correlations. These subtle differences
do change multiple correlations.

5) Multiple correlations reveal something of the chemistry of aging
and may be valuable for the prediction of age life.

6) The simple correlations reveal quite a bit about the chemistry of
aging and will be useful in predicting age life.

7) The data variations that were found indicate a very strong need

for a study of the reproducibility of the method by which the IR data are

acquired.
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PHASE II - SERVICE LIFE PREDICTION

Task I - Propellant Preparation

Several propellant formulations suitable for aging in the FTIS project

were reviewed and two were selected. These two formulations, TP-H8278

anQ DTS-9589, were recommended to and approved by AFRPL for the project.

The general ingredients of the two propellants are listed in Table 26.

Propellant TP-H8278 was developed on the Low Cost Binder project

(Contract F04611-77-C-0028) and was to be subjected to an aging program

beginning in October of 1978. This schedule allowed a full one year of aging

to be completed during the technical life of the FTIS project. This formula-

tion was of interest to the FTIS project because of its small number of

ingredients and the opportunity to observe the chemical behavior of a new

bonding agent, bis phenol A diglycidyl ether (BPA). The fewer the number

uf ingredients in the formulation, the fewer the number of aging reactions

and, therefore, the better the chance of observing these reactions in the IR

and correlating them with changes in the propellant's mechanical properties.

Propellant DTS-9589 was developed on another project (Contract

F04611-78-C-0007) and was to have started into an aging program in

November of 1978. Because of unexpected LCMM project delays on the

other project, the aging of this second propellant did not start until April 1979.

Propellant for the FTIS project aging of TP-H8278 was made in Mix

W-5 under Contract F04611-77-C-0028, while the propellant for the aging

of DTS-9589 was prepared in Mix T-991 under this project.

TABLE 26

FORMULATION OF TP-H8278

R-45HT/MAO $ 10. 85
IPDI

BPA 0. 15
DOA 1. 00

Al 18.00

AP 70. 00

FORMULATION OF DTS-9589

R-45HT/MAO 9.20
IP DI
DQC 0. 05
BPA 0. 15

DOP 3. 00

AP 85. 50
ZrC 1.00
Fe 0 0.60

Graphite Flakes 0. 501 4Z



Task 2 - Aging and Testing

Propellant TP-1-8278

Propellant TP-H8278 was aged, for the VIhS project according to the

plan shown in Table 27. Partially filled 1/2-gallon cartons of the propellant
were sealed with aluminum foil, placed in a metal can, flushed with dry
nitrogen, then the can was sealed. At each test interval, a carton was re-
moved for tensile testing. Infrared spectra of the propellant were made at
each designated test interval using the remnants from cutting the JANNAY
tensile specimens. An infrared spectrum was made and stored on magnetic

tape as an absorbance spectrum. These spectra were later used in the cor-
relation of IR peak height changes with propellant mechanical property
changes and changes in time.

Mechanical properties of the aged propellant are given in Table 28.

Although the aging characteristics of this propellant were not of primary

conce rn to this project, it is appropriate to make some comments. Very
little hardening appeared to occur in the bulk samples stored at 770, 1000,
and -65 F. Modulus, stress and strain values remained the same for about
three to four weeks into the aging. At the two higher temperatures, 1450 and
165 0 F, the propellant continued to harden beyond this three to four-week

period for the remainder of the 52 weeks of aging. Details concerning the
aging of this formulation may be obtained in report AFRPL-TR-79-38.

Propellant DTS-9 589

Propellant DTS-9589 was agen according to the plan shown in Table 29.

Filled ! '2-gallon cartons of propellant were stored in tie manner described
for TP-H8278. At each test inter ai a carton was taken from storage, th--e
0. 5-inch thick slabs were cut frorr, the carton and the carton sealed and re-
turned to its aging conditions. Th- first of the three slabs cut was discarded
and three JANNAY" specimens cut from each of the remaining two slabs.
Tensile tests were performed on these six specimens. An IR spectrum was

made of the propellant at each age time/temperature and was stored on mag-
netic tape, as an absorbance spectrum, for use in correlating IR spectral
changes with propellant mechanical property changes.

Mechanical properties at each of the test intervals for the 20-week
storage period ate displayed in Table 30. Storage of the propellant at 145°F
over the 20 weeks resulted in an overall increase in modulus, decrease in
strain, and increase in maximum stress. Propellant stored at 165 0 F showed
the same general characteristics with there being relatively little difference

in the aging behavior of the propellant at the two temperatures.
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TABL- Z9

AGING PLAN FOR DTS-9589/MIX T-991

Aging Temperature

Aging Time, Weeks 1450F 1650F

0 X X

1 x x

2 X X

4 X X

8 X x

12 X X

16 X X

20 X X

NT ES:

1) Measure uniaial tensile properties at 77 0 F, Z. 0 in/main crosshead
speed.

2) Test 6 JANNAF specimens at each time/temperature interval.

) At zero time test 12 JANNAF specimens, 6 from each of two
cartons. One carton will then be aged at 145oF and one at 165 F.

4) Place 3 cartons in aging at each temperature, this number includes
the partial carton remaining from the zero time test (note 3).

5) At each time/temperature test period, cut 3 slabs from a carton,
discard the first slab and test the remaining two slabs. Seal,
vith aluminum foil and tape, the surface of the propellant
remaining in the carton and return it to the aging oven for use
at the next test period.

6) Retain remnants from cutting the JANNAF specimens for FTIS.
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Task 3 - Prediction

Prediction Based on Property Changes with Time

One of the prediction procedures planned for the program was a
curve extrapolation anu that method was used to make the first predictions
of aging characteristics for TP-H8278. Table 31 shows +he properties that
would be predicted for the propellant and the properties that w-re actually
n easured at 26 weeks of aging. Extrapolation was made on a linear-linear
plot of the propellant properties using the last two aging values for the
extrapolation. A review of the data shown in Table 31 reveals that there is
only one prediction (strain at maximum stress for aging at 100 0 F) that
deviates greatly from the actual value found at 26 weeks of aging. Prediction
of 0% strain was based on the behavior of the propellant during the previous
two aging periods, those being at 8 weeks and 16 weeks. At 8 weeks, strain
at maximum stress was 10% while at 16 weeks, the strain was measured at
18K. This gave a very steep upward slope to the prediction line. Strain at
8 weeks was considerably lower than strain values for all other age tempera-
tures at that time and it is believed that is "bad" data, and this '"bad" data
certainly led to a very poor prediction.

A summary of the percent error in predictions made by this method
is given in Table 32. Modulus seemed to be predictable to within 3. 7" with

all predictions being on the low side. Strain at maximum stress predictions
had an average error of 31. 2%, but primarily because of the questionable
data it 100 F storage. Leaving out the 100 0 F storage data point reduces the
average error to 14. 076; again, all predictions were on the low side. Maxi-
mum stress predictions had an average error of 11. 6% over the measured
data with all predictions being low.

A prediction was made for the properties of this propellant after 36
Nvcks of aging, with the prediction being made before 36 weeks was reached.
Aoaii,, the predictions were based upon a straight line extrapolation made on
a Lcncar-linear plot of the previous two aging values. For this 36-weeks
prediction, the previous aging values were 16 weeks and 26 weeks. A

comparison of the predicted mechanical properties and the measured mechani-
cal properties after testing at 36 weeks is shown in Table 33. Table 24 displays
the error associated with each of the predictions that was made. The average
error associated with the prediction of maximum stress was 3. 18%. For
strain, the error was 13. 38% and for modulus, the error was 11. 04%. Thus,
the- prediction at maximum stress was by far the most accurate with the
rnothod that was employed. This observation is contradictory to the observa-
tion on the 26-week prediction.

There are several things wrong with predicting by this method, not
the least of which is that the method does not use infrared data. This fact
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TABLE 31

PREDICTED AND ACTUAL PROPERTIES FOR TP-H8278/W-65

AT 26 WEEKS OF AGING

Predicted/Actual Values at A ing Temperature

-65°F 770F 100°F 1450F 1650F

Modulus, psi 1270/1252 1325/1288 1550/1398 2000/1945 22.85/2275

Strain at MS, 1)/!6.7 20/16.9 30 /15 17/15.5 16/14

Max. Stress, psi 147/139 152/138 152/142 216/190 243/200

NOTES: 1. Prediction based upon extrapolation of a linear-linear
plot of the previous two 'aging" values, as follows:

for 165 0F, 10 weeks and 16 weeks.
for 1450F, 10 weeks and 16 weeks.
for 100 0F, 8 weeks and 16 weeks.
for 77 0F, 8 weeks and 16 weeks.
for -650F, 4 weeks and 16 weeks.

At 8 weeks aging, strain at maximum stress was much lower
than values for propellant aged at all other temperatures.
It is believed that this value was "bad" data and certainly led
to a very poor prediction.
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TABLE 32

PREDICTION ERROR ASSOCIATED WITH TP-H8Z78

PROPERTIES AT z6 WEEKS OF AGING

Prediction Error, To at Aging Temperature

-65 0 F 77 0 F 1000 F 145 0 F 165 0 F

Modulus -1.4 -2.9 -10. 9 -2. 8 -0.4

Strain at M. S. -13. 8 -18. 3 -100 -9.7 -14.3

Ma.d inum Stress -5.6 -10. 1 -7.0 -13.7 -21.5

NOTES:

1) % error = Actual - Predicted 'C 100
Actual

Z) "-" indicates a low prediction.

3) " indicates a high prediction.
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TABLE 33

PREDICTED AND ACTUAL MECHANICAL PROPERTIES OF TP-H8278

(W-65) AT 36 WEEKS OF AGING

Predicted /Actual Values at Aging Temperature

-65 ° F 77 0 F 100°F 145 0 F 165OF

Modulus, psi 1175/1345 1250/1493 1350/1605 2075/2175 2500/2363

Strain at MS, % 16/16.4 16/12.9 12/11.9 12/14.2 10/13.2

Max. Stress, psi 135/137 135/126 140/139 188/191 192/202

TAB LE 34

PREDICTION ERROR

Prediction Error, % at Aging Temperature

-65°F 77UF 100OF 145uF 165 0 F

N'odulus -12.6 -16.3 -15.9 -4.6 +5.8

Strain at M.S. -2.4 A24. 0 +0.8 -15.5 -24.2

Max. Stress -1.5 +7.1 +0.7 -1.6 -5.0

1) % Error = Actual - Predicted

Actual

2) - indicates low prediction

3) f indicates high prediction
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defeats one of the major objectives of the project ... predict propellant

mechanical properties on the basis of infrared spectral data. Another
problem is that propellant mechanical properties do not respond to or
correlate with time in a linear relationship, but rather in a curvilinear
fashion that is best described mathematically by the logarithm of tine and

the logarithm of the mechanical property value.

A logarithmic relationship for the properties of TP-H8278 with time

was computed and then used for a comparison with a similar relationship
among propellant property/spectral data/time. This comparison is discussed
in the next section.

Correlation and Prediction of Property Changes Based on IR Spectral Data

It has already been established that is is possible to identify the pro-
po rt ics of propellant in a rocket motor from the infrared spectrum of a sam-
pl, of that propellant. However, it was important to make a prediction of
the propellant mechanical properties solely on the basis of infrared spectral

information to meet the objectives of this project.

A mathematical approach to accomplishing this prediction was derived

using a single peak in the infrared spectrum and using a multitude of peaks
in the infrared spectrum. Taking the case of the single peak height first, we
showed mathematically how prediction can be accomplished. Then we applied
the same principles to the prediction of propellant properties from a multiple

correlation in which several peaks respond to the changes in mechanical pro-
perties.

Prediction of changes in propellant mechancial properties is most
easily accomplished if there is a single peak or several single peaks that

undergo magnitude changes with the mechanical property changes. In order
to make the prediction, there must also be a correlation of the changes in
that same peak with changes in time. Take, for example, the correlation

of changes in a peak height with changes in stress and time. It involves two
equations with the coefficients of each equation determined in independent
calculations from the same set of infrared spectra. The relationship of

peak height change to changes in time can be expressed by equation (1) while
the correlation between the changes in that same peak height with changes

in stress are expressed in equation (2).

f(peak height) = b; + bf (time) (1)

f(stress) = b" + bi'f (peak height) (2)
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Substituting equation (1) into equation (2) gives the following expression.

f(stress) = b" + b'' b + b f(time) (3)
0 1 0 1

Eqauation (3) can be reduced to:

f(stress) = C + Df(time) (4)

In equation (4) C = b0 + b 1 b and D = b b Note that equation (4) has the
form of the equation representing the correlation of stress with time where

both parameters are expressed as their natural logarithms; i. e. ,

In stress In time (5)I

This form of the equation is snown for TP-H8Z78 aged for 36 weks at 1450

and 1650F on Figures 65 through 68. Note that in equation (4) the mechanical
property is directly related to time with the coefficients in the ( quation having

been determined from the infrared spectral information. This equation for
mechanical properties can be used to predict properties at some future time

based on the chemistry of aging as identified by the FTIS.

A relationship as shown in equation (2) can also involve more than one

peak, resulting in a multiple correlation. Using stress as an example, the

equation has the following form:

f(stress) = b0 + bIf(P1 ) + b 2 f(P 2 ) + b 3 f(P 3 ) + b f(Pn) (6)

where P , PZI P3t etc. are the magnitudes of individual peaks. Equation

(6) can also be used to predict other propellant mechanical properties by writing

an equation for each peak height as a function of time, similar to equation
(1). These equations relating peak height to time must exist for each of the

peaks involved in equation (6). Using these individual equations relating
peak height and time, one can then compute the magnitudes of all the peaks

in equation (6) fron. their individual time-related equations for some future
time period. These values then may be substituted into equation (6) and the
rmechanical property stress of the propellant calculated for the same future
time used to calculate the peak heights.

This multiple correlation approach seemed an excellent way to

arrive at a prediction capability, primarily because experience had shown
that multiple correlations had a higher correlation coefficient than did the
simple correlations. This fact infers that the chemistry of aging is not a

simple zero-order or first-order reaction but that it involves several
reactions, each proceeding at a specific rate. Prediction equations of this

multiple correlation type were not calculated principally because time/peak

height change correlations were not found for an entire group of peaks
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describing a mechanical property change in the propellants examined. In

several trials to derive a prediction equation, two out of three peaks appear-

ing in an equation like (6) above would have a strong time correlation, but

the third did not. Therefore, in order to clenionstrate that the mechanical

pr,perty prediction scheme was viable, we concentrated on finding relation-
ships that involved only a single peak.

Correlations of these types were sought using the infrared spectra

that had been accumulated during the project ... in particular, spectra for
TP-H8278 propellant (the first propellant aged on the project) and TP-H8156.

In the infrared data reduction and statistical analysis program (E490), time

was added as a dependent variable so that time was correlated with the

various peak height changes as well as propellant modulus, strain, and

stress,.

Correlations found for TP-H8278 propellant aged to 36 weeks at 1650F
at, prt-sented in Table 35. There are two peaks in the infrared spectrum of

th,( aped propellant whose height changes can be correlated with chanyes in

pr,,ptllant properties and with time. These peaks occur at 1514 cm and

1216 cm - 1 . The correlations in the case of the 1514 peak were greater for

the mechanical properties than for time, and just the reverse was true for

the correlations concerning the peak at 1236 cm " 1 . No other time-base

correlations were found; however, these two peak heights did give us an
opportunity to test the prediction technique.

Spectra of propellant TP--18156 aged at three temperatures, 1300,

170) ,and 190 0 F, were examined for possible correlations of peak height

changes with mechanical properties and with time. These datt are presented
in Table 3t. At the 170 and 190OF aging temperatures, there is one point

,f cri:niunality concerning the peaks that correlate with modulus, strain,

stress, and time. That one peak occurs at 1708 cnm-1 with the correlations

at each of the aging temperatures beinof approximately the same magnitude;

ho, wever, it should be noted that at 190 F, the correlation of this peak with

stress dropped out. At that temperature, there are strong correlations

with todulus, strain, and time. At the 170°F aging temperature, there

w,,-re strong correlations of that peak with modulus and stress and a slightly

weaker correlation with strain, while the correlation with time was not as

strong as the correlation had been at 1900F aging temperature.

TP-H8278 Propellant Aged 36 Weeks at 165 0 F

Working with TP-H8278 propellant, peak height at 1514 cm - 1 ,

prop,,llant stress, and time, an equation that would predict Fropellant stress
'-iqed upon time was derived. The peak height at 1514 cm- correlated with

stress, giving a correlation coefficient of -0. 8875; and, from the peak
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TABLE 35

SIMPLE LINEAR CORRELATIONS FOR

IR PEAK HEIGHTS /MECHANICAL PROPERTIES/TIME

(TP-H8278/W-65, Aged to 36 Weeks at 1650F)

Dependent Variables

IR Peak Modulus Strain Stress Time

-l
1646 cm -0. 7877 0. 7630

-1
1514 cm -0. 8387 -0. 8875 -0. 7444

-1
1236 cm -0. 7766 0. 7111 -0. 7594 -0. 8427

-l
965 cm 0. 7108 -0. 8175

NOTES:

1) Infrared peak height data are from the spectra of whole propellant.

2) Values shown in the table are the coefficients for correlations of

the various IR peaks with propellant properties and aging time.
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TAB LE 36

SIMPLE LINEAR CORRELATIONS FOR

IR PEAK HEIGHT /MECHANICAL PROPERTIES/TIME

(TP-H8156/V6-13, Aged to 18 Months)

Age Temp.

Dependent Variables

IR Peak Modulus Strain Stress Time

-006 cm 1  -0. 7825 -0. 9235
2921 cm- 1  0. 9072 190 F
1708 cm -0.9737 0.9089 -0.8317

-1

3006 cm 1  -0. 7234
1708 cm-.1  -0. 9658 0. 8056 -0. 9641 -0. 7976
1514 cm- 1  -0. 9578 0. 9217 -0. 9008 -0. 8085

965 cm- 1  0. 8439 -0. 7261 0. 7854 170 F

911 cm 1  0. 9472 -0. 8190 0. 8876

126 cm 0. 7795
679 cm 0.8870

78c- 1 0. 8787 -0. 79800

679 cm 0. 8864 -0. 8512 1

N"T ES:

1 ) Infrared peak height data are from the spectra of whole propellant.

2) Values shown in the table are the coefficients for the correlations
of the various IR peaks with propellant properties and aging time.
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height data and stress data, the following equation was calculate' by the
least-squares method.

Stress = 605. 7 - 166. 7 (Peak Height at 1514) (7)
-1

Height of the peak at 1514 cm correlated with time, giving a correlation
coefficient of 0. 7444; and, using the peak height data and time, the following
equation was derived:

Peak Height at 1514 = 2. 661 - 0.0077 (Time) (8)
-1

A linear correlation of the peak height at 1514 cm with time did not appear
to be very good, so a correlation was made of the log of the peak height
versus the log of time. This correlation, without the zero time data, gave a
correlation coefficient of -0. 8655 and the equation for the peak height had the
following form:

Peak Height at 1514 = 2. 7173 (Time) 0 . 0334 (9)

In order to have the peak height-versus-stress equation on the same basis

as the log peak height/log time equation, it was necessary to drop the zero-
time data and recalculate the equation for this relationship. This new relation-
ship takes the form:

Stress = 575.9 - 154.6 (Peak Height at 1514) (10)

This relationship had a correlation coefficient of -0. 8366. An equation to
predict stress, based solely on time, was derived by substituting equation
(9) into equation (10) to give an equation having the following form:

Stress = 575. 9 - 420 (Time) - 0334 (11)

Comparing the stress values calculated from equation (11) with the measured
stress values gives a correlation coefficient of 0. 9577.

Having derived an equation for stress based upon time, where the
coefficients and exponents in the equation were derived solely from IR
spectral data, it was then interesting to find the correlation between measured
stress and time where the IR spectral informatfri was not involved; two such
equations were derived. The first, based on - linear relationship between
stress and time, provided a correlation coefficient of 0. 8346, not as good as
the log/linear relationship derived from the infrared spectral information.
The second equation involved the logarithm of stress and the logarithn. of
time and had the following form:

Stress = 148. 0 (Time)0 . 0 9 9 0  (12)
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This equation gave a correlation coefficient of 0. 9578, a coefficient virtually

identical to the one derived from the spectral information. A plot of equation

(11) and equation (12) is given on Figure 09.

Using the approach described above, the same series of equations was

computed for modulus. The relationship of the peak height at 1514 cm - 1 and

modulus had a correlation coefficient of -0. 8387 and gave the equation:

Modulus = 9444 - 3007 (Peak Height at 1514) (13)

The relationship of the peak height at 1514 and time had a correlation coeffi-

cient of -0. 7444 and yielded the equation:

Peak Height at 1514 = 2. 661 - 0. 0077 (Time) (14)

Kliminating the zero-time test data so that the logarithmic relationship

between peak height ana time could be developed, the following equation was
found:

Peak Height at 1514 = 2. 7173 (Time) 0.0334 (15)

This correlation of the logarithm of peak height and the logarithm of time

gave a correlation coefficient of -0. 8655, better than the linear relationship

between peak height and time. Recomputing the relationship between peak
height and modulus while eliminating the zero time data gave the equation:

Modulus = 7888 - 2373 (Peak Height at 1514) (16)

Now, substituting equation (15) into equation (16) gives the final equation for

mrodulus, as follows:

Modulus = 7888 - 6448 (Time)- 0. 0334 (17)

'I he correlation coefficient for measured-versus-computed modulus is 0. 798.

Derivation of the equation for the log of modulus versus the log of

time using the mechanical property data and the test periods yielded the

equation:

Modulus = 1287 (Time) 0 . 1666 (18)

On a log/log basis, the relationship between modulus and time had a correla-

tion coefficient of 0. 9900. This correlation coefficient is better than the one

calculated using the infrared data only, but not by a large amount. Equation

(17) and equation (18) are plotted on Figure 70. On a log/log plot, equation
(18) is a straight line function, while equation (17) is curvilinear becaust it is
a log/linear equation.
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TP-H8156 Propellant Aged 18 Months at 190()F

A similar set of equations was derived for T11-1-[8156 propellant that

had been aged through 18 months at 190 0 F. The height of the peak at 1708
C.1 - 1 was found to correlate with modulus on a linear basis with a correlation

c(,fficient of -0. 9737, while the correlation between peak height at 1708 and

time on a linear basis was -0. 8317. When this latter relationship was computed

on a log/log basis, the correlation coefficient became -0. 9572. Making the

substitution of equations as described above yielded an equation for modulus

based upon time, where coefficients and exponent were derived frorn IR data.

It had the following form:

Modulus = 8492. 9 - 6580.4 (Time) -0. 24013 (19)

This relationship furnished a correlation with measured modulus of 0. 9904.
The correlation between the log modulus and log time, taking the measured

ii.odulus with its time of measurement, provided a correlation coefficient of

0. 9337. Thus, in this instance, the equation for modulus derived from the

infrared spectral information provided better correlation than did the rela-

tionship between modulus and time derived solely from the measured tensile
data. This equation had the following form:

Modulus = 1881. 5(t) 0 .4054 (20)

These two equations are plotted on Figure 71.

Propellant TP-H8156 that had been aged at 170 for 18 months also

showed a strong correlation between modulus and the height of the peak at
1708 cm - l. Equations as described above were calculated for the relationship

between modulus, time, and peak height; these yielded a modulus equation
based on infrared spectral data having the following form:

Modulus = 10721 - 9759 (Time) - 0. 1288 (21)

The correlation coefficient for calculated and measured modulus was 0. 8886.
When measured modulus and time were correlated, an equation having the

following form was found:

Modulus = 1114. 3 (Time)0 . 4 8 0 5  (22)

The correlation coefficient for this was 0. 9201. Here the equation based on
measured modulaLs data provided better correlation than did the equation

calculated from infrared spectral information. These two equations are

plotted on Figure 72.
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Prediction of 52-Week Aging for TP-1t8278

Using equation (17) for modulus and equation (11) for stress, we pre-
dicted the modulus and stress of the propellant at 52 weeks fo aging at 165 0 F.
Substituting "52" into the modulus and stress equations for the time factor,
at 52 weeks of aging, the modulus of the propellant was predicted to be 2237
psi and the stress 208 psi. The outcome of this prediction is shown in 'Iabje
37. The infrared-data-based equation for stress furnished a closer predic-
tion than did the equation describing the stress/time relationship. Just the
opposite was true for modulus. Here the modulus/time equation provided a
closer prediction. Those predictions are considered to be good, especially
for modulus. Since modulus is not a directly measureable property, its
prediction would be difficult under the best of circumstances.

Prediction of 24 Weeks Aging for TP-H8156

Using equations (19), (20), (21), and (22), predictions were made for
the modulus of TP-H8156 after 24 months of aging at 1700 and 190 0 Y. These
predictions along with the measured data are shown in Table 38. Here the
I-data-based equations provided a more accurate prediction than did the
modulus/time based equation. Comments, made above, concerning prediction
of a derived value rather than a measured value are equally valid here.

The mathematical approach to prediction of propellant properties to a

future time using infrared spectral data has been shown to be viable and to be
at least as accurate, if not more so, than a prediction based upon the history
of the change in a property with time.

Computer Programs at AFRPL

The development of Computer Programs E-410 and E-490 is described
under Phase I in this report. The programs accomplish the computerized
reduction and statistical analysis of infrared data from the YTS-10 spectro-
photometer. These codes were first programmed for use on the IBM 370
computer at Thiokol's Huntsville Division. After they were made operational
on that computer, they were programmed for use on CDC 6600 computers.
When this additional programming was completed, the programs were made
operational on the CDC 6600 computer at AFRPL. During installation of the
programs on the CDC 6600 computer, card decks and a user's manual for
the programs were delivered to AFRPL. The remote computer terminal at

Thiokol could communicate directly with the AFRPL computer, and it was
used extensively during adaptation of the programs for the CDC 6600 com-
puter. As a final step, however, Thiokol's principal investigator and corr -

puter programmer visited AFRPL during October 23-25, 1979 to assure .nat
the programs worked properly on the AFRPL computer. Satisfactory operation
of the programs and understanding were confirmed by the proper solution of
test problems that were supplied.
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TABLE 37

PREDICTED AND MEASURED PROPERTIES OF

TP-H8278 AFTER 5Z WEEKS AT 1650F

Measured Predicted by IR Predicted by Time/
Value Based Equation Property Euation

Stress, psi 203 2 0 8 a 218 c

Modulus, psi 2662 2 2 3 7 b 2 4 8 6 d

(a)Predicted using equation (11).

(b)Predicted using equation (17).

(C)Predicted using equation (12).

(d)Predicted using equation (18).

TABLE 38

PREDICTED AND MEASURED MODULUS OF

TP-H8156 AFTER 24 MONTHS at 1700 AND 190°F

Measured Predicted by IR Predicted by Time/

Value Based Equation Modulus Equation

Modulus, 190 F 448Z 5425 a  6824 c

Modulus, 170°F 3406 4 2 4 0
b  5131 d

(a)Predicted using equation (19).

(b)Predicted using equation (21).

(C)Predicted using equation (20).

(d)Predicted using equation (22).
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CONCLUSIONS AND RECOMMENI)ATIONS

CONC L USIONS

Conclusions presented here are major project conclusions which are

related to the project objective and show that the object was reached.

Conclusions concerning individual facets of the project are given at the end

of appropriate sections in the main body of the report.

1) IR spectra of solid propellant made by the ATR technique are

quantitative.

2) IR spectral changes in solid propellant correlate with propellant

mechanical property changes, using IR spectra made from whole propellant,

AP-leached propellant, propellant binder sol fraction and propellant binder
"el fraction.

3) Correlation among spectral peak height changes and propellant

in ,chanical property changes, where age-time is a constant and age-temperature

a variable, can be used to identify the mechanical properties of a propellant

where the aging conditions of the propellant are unknown.

4) Mechanical properties of solid propellant can be predicted to a future
tinc using a mathematical equation where the constants, coefficients, and
exponents of the equation are derived from IR spectral data.

RECOMMENDATIONS

1) Include FTIS-aging technology as a part c.f major solid propellant

agin.- programs so that mechanical property identification and prediction

capability will be available when the propellant reaches field-use.

2) Employ the current state-of-the-art of FTIS technology to determine

the ,-c life of field-stored rocket motors.

3) Develop a technique for taking a "non-destructive" sample of the

propellant in a field-stored rocket motor so that the properties of the pro-
pellant can be identified for service-life prediction.

4) Develop a technique for taking the IR spectrum of propellant within
t r-cket n:otor without removing a sample, i. e. , field inspection employing

a t' chnique such as IR emission spectroscopy.

5) Conduct tests to provide statistical confirmation of the correlations
between IR spectral changes and propellant mechanical property changes.
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Amplitude absorbance (or transmittance) value at any given

point on an infrared spectrum.

A I' Attenuated Total Reflectance. A technique and
apparatus for obtaining IR spectra of opaque
mate rials.

Baseline an imaginary line representing the appearance of
a spectrum if a peak were not present.

BPA bis phenol A diglycidyl ether

' F'Pr Frequency of the First Point. A spectral wave
number value determined by the FTS-10 computer
based on the user selected STP (starting point) of

the IR spectrum.

FLP Frequency of the Last Point. A spectral wave
nui.-iber value determined by the FTS-10 computer
based on the user selected ENP (ending point) of
the IR spectrum.

FTIS Fourier Transform Infrared Spectroscope

FTS-10 A single beam infrared spectrophotometer
manufactured by Digilab, Inc., Cambridge, Mass.

ilRE Internal Reflection Element. A truncated prism
which is the sampling optical element in an ATR unit.

Irtran 4 A material used to make IR windows and fIRE's
chemically it is zinc selenide (Zn Se).

KR S -5 A material used to make IR windows and IRE's. It
is thallium bromideiodide.

Peak height the maximum amplitude of a spectral peak minus the
baseline amplitude at the same wave number.

Resolution Element Resolution Element = PEP - FLP
No. of Data Words

Wave Number the reciprocal of IR wave length, the unit of measure

is reciprocal centimeters (cm-l
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AIP'PEN)IX A - SAMIPLI. 'R1'AIRATION

Sanmples of propellant used in the FTIS analyses, the ammonium
percinor~tte leaching tests and the gel/sol separation came from between
thc IANNAF specimens that were cut for tensile testing the propellant.
These 'islands' of propellant offered several advantages. Principally,
they represented waste propellant and the composition of the propellant

,it I hat point should be identical with the composition of the propellant that
was actually tensile tested. If there is to be a correlation between infrared
spectral information and propellant mechanical properties using propellant

adjacent to the mnsile specimens themselves offers the best possibility of
Cinding such a correlation. Using these "islands" offered another advantage
in that the physical dimensions of the small pieces of propellant were
aL -- .st precisely the size required for the ATR unit used in the greater
pt t f the studies: i. e. , the Barnes Engineering Company ATR unit.

P'reparation of samples for FTIS analysis required only that the
pr,,,llant be cut into thin slides using a microtome. Propellant was cut
to thi( knt:sses of approximately 0. 020 inch. The actual thickness was
tound to 1), non-critical so long as it was in the region of 0.015 to 0.030

inch. Samples thinner than 0. 015 inch were too difficult to handle and samples
thicker than 0. 030 inch presented some difficulties in the ATR unit, principally
in getting the sample pressed firmly and flat against the ATR prism. After
cuttine the thin slivers of propellant, they were stored in a metal can and
se Ale,: to prevent contact with moisture and to prevent free exchange of air

inside the can with air outside the can. Samples were then stored in a
free/er at approximately -20°F so that there would be little or no change in
.he c-,erristry of the sample. This was (lone purely as a con,'enience and
offered an opportunity to rerun samples at a later time.

Figure A-i is a sketch showing the area from which the propellant
;a: !,7,t s ,,ere taken. The crosshatched area represents the samples that

, sed for various analyses. The block of propellant shown do Figure A-I
i a 0. 5-inch-thick slice taken from a standard I/2-°rallon ice cream carton.
Tle i'?-gallon carton is a standard sample cast for the purpose of making

tensile specimens and for aging programs. The broken tensile specimens
thenselves could be used for the FTIS analysis, provided the ATR unit
-ni-,loyed does not use more than a 0.4 inch of propellant. The A R unit

,-mp. loved in this study (Barnes Engineering Company) needed a sample that
,,vas approximately 0. 55 inch, therefore, the width of the broken tensile
specirens was not great enough to fill the surface of the IRE employed in
the ATR 'nit. The sample size for the Harrick ATR unit is 4 nm by 50 mm
so that the tensile specimens themselves could be microtomed for the FTIS
analysis, provided there was a single section of the broken tensile specimen
50 rmn, in length.
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Figure A-1. Scrap Propellant Between Tensile Specimens Is Used For
FTIS Analysis.
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APPENDIX B - AMMONIUM PECRCHLORATE IAACIIING

lenoving mm101oni1lmi per-chlorate fronw san ples of propellant

r~ ; t (1 .(ics describeId in Appendix A wa., ninst conveniently a ccomplished

11in4 a constant-tempratur, water bath containing about 7. 5 gallons of
water. The water bath was maintained at a temperature between 350 and
400( ind was stirred constantly. Samples of the propellant were suspended
in the wath by means of small clamps and a suitable ring stand support for
tht clanrps so that the entire sample of propellant was submerged in the

't 
, ,
a

-
t The bottom of each sample of propellant was weighted to prevent

it frani floating to the surface of the water with the weight arranged such
ticit it clamped across the width of the propellant to also prevent the

prmupllant sample from curling later during the drying process. "Bobby pins"
wt.-re found to be a very useful low-cost weight with reasonable rust resistance.

Tht. -'eight of one or two bobby pins was found to be sufficient to hold the sarnple

Ltndcrneath the water and prevent it fron-, floating up and sufficiently strong
to clanp across the width of the propellant to prevent it from curling.

During washing the samples absorb water and grow to be approximately

twice their dry volume. During the drying process, the samples shrink to
approximately their original size.

A sample thickness of 0. 020 inch was found to be ideal for the AP

leaching. Samples much thinner than this were too fragile to handle when

hve hecarme saturated vA th water, and would very easily break from the
weight attached to the bottom of the sample. Samples much thicker than

this we r-e found to require excessively long times to remove all of the
an',nirn , perchlorate from the sample. Using a sample of 0.020 inch
thiclkn ss, the ammonium perchlorate was removed in about 24 hours.

The following procedure was used to test for the presence of

, :,:. perchlorate. A sample was removed from the water bath
,Lr' ! ,aIjed with distilled water. The surface ot the sample was blotted

6r% with a paper towel and the sample thus dried was transferred to a
watch glass. A small amount of internal water was pressed from the
swelled sample onto a watch glass and the sample was returned to the water

bath. The watch glass, with the sample of internal water, was placed in an

oven and the water evaporated; the watch glass was then inspected for the
oresonce of a white crystalline solid. If there was solid present, the
washing was continued; if there was no solid on the watch glass, all AP
had been removed from the sample and the set of samples were then

placed in an oven for drying.
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After all of the All had been leached from the propellant sample

samples were dried still attached to the clamps and with the weights in

place. They were positioned so that they hung vertically in an oven at

60 0 C.. About 4 hours was required to remove the majority of the water
drying was continued then at room temperature overnight.

Because the propellant samples after leaching the ammoniun

perchlorate were used for the infrared analysis, it was important that t

samples remain flat so that they could be properly positioned and press
firmly against the IRE of the ATR unit. The tendency of a sample to cu
during drying was found to be inversely proportional to the sample thic6

This isone reason for selecting a sample of about 0.020 inch in thicknes
The leaching time was found to be directly proportional to sample thicki

and inversely proportional to ammonium perchlorate particle size. Th,

pro-ellants containing a large percentage of very small particle ammon
perchlorate were found to take longer than 24 hours to remove all of th(

aniaonium perchlorate. Based on these observations concerning leach
time and the tendency of the sample to curl, even with a clamp across

the bottom of the sample, a sample thickness of 0. 015 inch and a maxin
sample thickness of 0. 020 inch was found to present the fewest number

problems in leaching.
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AP I.IN[)IX C -C NI'AI<I]Il !IIK 'T ..\ A(]IlL''k ..

Infrared spectra of whole propellant, animoniuni perchlorate
lea-i c'( propellant and propellant gel fraction were obtained using the
following standard procedure.

The Barnes Engineering Company ATR unit requires t-,o samples,
one for each face of the internal reflection element (IRE). One sample is
12 oi, x 14 mm, the other is 22 mn) x 14 mim. These samples are
positioned on the appropriate side of the IRE and the sample retain" Ig plates,
01, pre.'sure plates, are positioned and the bolts holding the pressure plates
to the sample are tightened finger tight. Bolts are then tightened with a torque
sc .ewdriver to the required level. The torquing is (lone in small increments
in a crossing pattern to assure that the pressure plates remain flat and
Parallel to the surfaces of the IRE. The amount of torque iequired is a
Cirrtion of the modulus of the propellant, the higher the modulus, the more
torque required to obtain a spectrum of 'reasonable'' magnitude.

Where whole propellant is used as the sample, the maximum
absorptive v lue in the spectrum should lie between 80 and 130 absorption
units. Where the propellant sample has had the ammonium pexchlorate
leached, the maximum absorptive value in the spectrum should lie between
50 and 100 absorptive units. In the case of whole propellant, the largest
peak in the spectrum will occur at approximately 1040 crn-I and this is the
doru!inant peak in the ATR absorption spectrum of ammonium perchlorate.
The oruanic proportions of the propellant spectrum will be at considerably
lesser values. Having the absorption of the peak at 1040 cm - I lying between

Ind !.0 absorptive units means that the maximum absorption of the
orcanir portion of the spectrum will lie in the region of 20 to 40 absorptive
':niti, which places the organic materials in a region where the information

is q7:tafive.

Using the Barnes ATR unit, experience has shown that it is not
es :trv to exceed a torque level of 40 oz-in to achieve a spectrum of the

--r ragnitude.

The Harrick Scientific Corporation ATR unit requires two specimens
~r.xinaLey 4 mm x 50 mm. These are placed on either side of the IRE

tini art, held tn place by two pressure plates which are tightened by a single
boli. Fhis single bolt should be tightened slowly, using a torque screwdriver,
to tet. zm'aximum peak height specifications described above for the Barnes
AT!', nit.

17(,



In assembling the ATR units, one should always be aware of the
hardness value of the IRE being used, and the torque on the assembly bolts
limited so as to not deform the IRE. KRS-5 is fairly soft and can be ite-

fNrmd by single large crystals of animoniuim perchlorate if the pressure
bccorncs excessive. Hardness values of the three IRE materials evalu-
ated in the project are listed below. The numerical value assigned to
hardness is based upon sodium chloride having a hardness of 1.

KRS-5 = 2. 2

irtran 4 = 8. 3

Germanium = 160.0

After having obtained the infrared spectrum of the propellant, the

IR E's are washed with methylene chloride and rinsed with ethanol to remove
moisture condensed by the rapid evaporation of the methylene chloride. It
is important that the IRE's be washed thoroughly to remove all traces of
organic material left by the sample of propellant.

If in assembling the ATR units a sample is "over-torqued", i.e., the
maximum absorptive value in the spectrum exceeds the values quoted above,
it will be necessary to disassemble the ATR unit, remove the sample of
propellant, wash the IRE, and use a fresh sample of propellant. The reason
for this is, if the specified absorptive values exceed the values quoted above,
the spectrum may not be in the linear quantitative region and the comparison
of one specimen with another would not produce valid data. A fresh sample
must be used simply because the process of applying pressure to the pro-
pcilant squeezes some of the sol material out of the specimen and deposits
it on the surface of the IRE.

In taking the ATR spectrum of propellant, the following FTS-10 collect
parameters are used. Some of these parameters control the amount of infor-
mation allocated to a file and, since the computer program has been designed
to accept a file size of 468 data words or less, it is important that the selec-
tion of these collect parameters be such that the specified file size is not
exceeded. The following parameters were used throughout the program.
Parameters marked with an asterisk are those which control the file size.

DPM = P
GRR = -1
NSS 2 250
R ES 8
SEN =4

*UDR = 2
-WDS SP
=Z FF I
:,ST' = 400 cm-

ENP 400 cm-
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The param eter 1)1'M (double precision niode) gov erns h uw 0,iucl of the
interferrogram is collected in double precision and how much is collected in
single precision. It was the practice that this parameter be set to P (partial).
There is no harm in setting the parameter at F (full). The value P is
sufficient so long as NSS is not so large as to cause a data overflow in the
F'TS- 10 computer. If a large number of scans (>400) ai e to be collected,
then DPM should be set to F.

The value GRR (gain ranging radius) was normally set to -1, and
found no occasion to use any other value.

The parameter NSS was set for 250, and we found that the co-addition
of 250 scans of a single sample was sufficient for an adequate signal-to-noise
ratio. The larger NSS, the better the signal-to-noise ratio, and the better
the quality of the spectra.

RES (resolution) was set to 8; and,since this is one of the parameters
which controls file size, it is recommended that a resolution of 8 be used.

The parameter SEN (sensitivity) was set to 4 simply because this is
normially the largest value that can be used without getting an A/D overflow
error message. SEN should be set as large as possible because this parameter
affects the singal-to-noise ratio, and a large SEN improves the quality of the
spectra.

UDR is the under sampling ratio, and is also another parameter which

controls file size. The value of this parameter should not be altered without
taking steps to limit the file size to 468 data words.

WDS (word size) governs whether the data collection is performed in
single precision or double precision. We did not find it necessary to use a
double precision collection, and so used single precision. This, again, is a
parameter that controls file size and the single precision collection should
not be changed without taking steps to limit file size to 468 data words.

ZFF (zero filling factor) was set to 1, and we found no advantage to
using a value other than 1. It, too, is a file sive controlling parameter, and
should not be changed without taking steps by adjusting other parameters so
that the file size does not exceed 468 data words.

The values STP (starting point) and ENP (ending point) shoulc be set
to 4n00 and 400, respectively. These values control the computer set
parameters FFP and FLP (under circumstances where UDR is greater than
0). These values, FFP and FLP, are used along with file size (the number
of data words in an FTS file) to calculate the resolution element for each
FTS file.
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In collecting a reference file (I FL) for use in computing a spectrum,
the collection parameters shown for a sample file (SFL) should also be
used. The parameter SEN will, of necessity, be smaller than the value
used for an SFL.

Work during the program revealed the necessity for some ground
rules concerning the ATR unit used in accumulating the IR spectral data.
In order to have the IR spectral data reproducible and of good quality, we
found that the following parameters must be held constant throughout an
entire aging program:

1) The ATR apparatus used must be the same.

2) The angle of incidence of the IR energy on the internal reflection
element must be held constant.

3) The material from which the internal reflection element is made
and the entrance aperture angle must also remain constant.
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APPENDIX D - GEL/SOL SEPARATION

Separation of the gel fraction and the sol fraction of the binder from
thc pr ',pellant is accomplished using rnethylene chloride in a Soxhlet extraction

apparatus. For gel fraction separation, a sample of propellant from which the
aminonium perchlorate had been leached was positioned in the extraction
charnber of a Soxhlet apparatus such that the sample was hanging vertically
and was constrained at its lower end so that the sample could not curl or
otherwise change its shape during the extraction process. Extraction of the

sol fraction and all other soluble materials, from the sample of propellant,
took approximately 24 hours using methylene chloride as the extracting solvent.
The temperature of the propellant never exceeded 400 C so that there were few,
if an, changes in the chemical composition of the sample because of heat.

After the extraction had been completed, the sample was withdrawn

and hung vertically in an oven at 60 0 C for 1 hour to remove all traces of the
methylene chloride. The sample consisting of the gel fraction of the binder
plus those water and methylene chloride insoluble solids was then used for
infrared spectral examination.

Where it was desired to test the sol fraction of the propellant, approxi-

mately 5 grams of propellant cut on a microtome into very thin slices (about
0. 005 inch), were placed into a ceramic thimble and the thimble placed in the
Sc.xhlet apparatus. The propellant was extracted with methylene chloride for
24 hours. The sol fraction plus those methylene chloride-soluble ingredients
in the propellant were recovered from the solvent flask of the apparatus uy
evapoi ation of the methylene chloride. The dried sol fraction, a liquid, was

then used for the infrared examination.
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APPENDIX E

AP-LEACIIING EXPERIMENTS

In examining the spectra of whole propellant and spectra of propellan

where AP had been leached out by water in some early experiments, a slight

change in the amplitude of the peak at 1713 cm
"1 was observed. These spre-tri.

were made from slices of the same piece of propellant. A close inspection of

other regions of the spectra revealed differences elsewhere; but the peak at

1713 cr - 1 was noticeably smaller in the ammonium perchlorate-leached

propellant. From this we must conclude that there are low molecular weight,

organic species being washed from the propellant along with the ammonium

perchlorate. This does not mean that leaching AP from propellant is not a

useful technique for removing the spectral influence of ammonium perchlorate

so that more of the organic peaks in the IR spectrum can be examined. It

does mean, however, that there may not be correlations between AP-leached

propellant and whole propellant. There may be correlations between AP-leached

propellant and mechanical properties that are or are not present in the spec-

trum of the whole propellant.

As a result of making this observation, several experiments were

run to confirm the usefulness of leaching ammonium perchlorate from pro-

pellant. Having the computer program for IR data reduction available meant

that a large number of propellant samples could be examined so that the

repeatability of the IR data/mechanical property correlations coull be

identified.

Experiments that were run were as follows:

Experiment A - Ammonium perchlorate was leached from several
series of TP-H8156propellant samples. These samples had been aged

0 to 12 months at 75 , 110 , 130 , 150 , 170 , and1 190 F. The ammonium

perchlorate leaching procedure was to submerge all samples from a particu-

lar aging temperature in a trough of running water at 350 to 40 0 C for periods
trom 22 to 24 hours or until the ammonium perchlorate had been removed.

These samples were then dried in an oven at 550 to 600C for 4 hours and

then overnight at room temperature. Infrared spectra of all propellant
samples, 43 samples, were run.

Experiment B - The infrared data accumulated on each of the unleached
samiples used in "A' above was accumulated and reduced by the computer.
These IR spectra were the ones originally run at the time that the samples

were originally tested; i. e. , for the '0" time spectrum, a one-year old

spectrum was used, for the one-month aging samples, ll-month old spectral

data was used, so that the spectra employed in this experiment were the
original ones.
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DATA CORRELATIONS FOR AP-LEACIIED PROPELLANT (Experiment A)

As with all previous sets of spectra data, where we looked for correla-
tions between spectral changes and mechanicJ property changes in propellant,

if there are no mechanical property changes (or if those mechanical property

changes are very slight), then we would not expect to see propellant spectral
changes. There were no strong correlations found with propellant aged at

750F.

With propellant aged at 110 0 F, a correlation was found with the spectral
peak located at 912 cm 1 . There are some data scatter as can be seen in

Figure E-1. This scatter can be either mechanical property data scatter
(strain at maximum stress) or it can be relative peak height scatter.

Propellant aged at 130 0 F showed a correlation between strain at

maximum stress and the peak at 912 cm "1 . There also appeared to be a
correlation with the peak at 1739 cm " 1 and this same mechanical property
although it was not nearly as strong as the correlation with the peak at 912
cm . Correlations are plotted on Figure E-2.

Propellant aged at 150°F in this series did not reveal any strong

correlations between infrared spectral data and propellant mechanical pro-
perties.

Several strong correlations were observed for propellant aged at
170 F. These correlations are displayed in Figures E-3, E-4 and E-5. The
correlation between maximum stress and the peak at 1738 cm " 1 is a fairly

strong one, particularly if the same assumption is made concerning error in
measurement of maximum stress. This same peak also correlated well
with modulus provided the same assumption was made concerning error in

the measurement of modulus. A correlation also appeared to be present

between strain at maximum stress and the peak located at 912 cm " 1 . Correla-
tions, although not as strong as it apparently was for the 1100 and 130 0F aging

temperatures, does appear to hold for this higher temperature, 170 0 F aging
also.

In the case of propellant aged at 190 0 F. there were several very strong
correlations. These are shown in Figures E-6, E-7 and E-8. The peak at 1738

cni correlated very well with propellant modulus. Again, we see a correla-
tion with the peak at 912 cm - 1. This correlation being with strain at maxi-
menA stress. Changes in the peak at 1515 cm - 1 show some correlation with
maximum stress. An examination of that plot on Figure 16 reveals the
possibility of two distinct lines - a lower one connecting the shorter age time

points and an upper line connecting the three longer age time points. One
could also draw a single line through all points and have a fairly good
correlation. This correlation, however, is not exceedingly strong. Figure
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Figure E- 1. Correlation of Peaks at 912 cm -1and Strain.
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TP-11815(/Vt-13 Aged 12 mo. at 170 0 F
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Fhiire E-3. Correlation of Peak at 1738 cni- and Stress.
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Figzure E-7. Correlation of Peak at 912 cm - 1. Strain and Stress.
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TP-H8156/V6-13 Aged 12 mo. at 190 0'"
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Figure E-8. Correlation of Peak at 1244 cr -1 and Stress.

190



E-8 reveals a very strong correlation of inaxinum stress changes with changes
in the peak at 1244 cm'.

As was done for the infrared spectra of the whole propellant, we
taken spectra of the propellant from which ammonium perchlorate has been
leached and we have plotted peak height change for various peaks where age
time is a constant (12 months) and age temperature is one of the variables.
review of that data showed that there were three peaks whose changes coulo c,
correlated wi h changes in propellant mechanical properties. These peaks
were located at 1734, 1437, and 912 cm- 1 . Correlations occurring with the
peak at 912 cm- 1 are displayed on Figure E-9 and show some very strong
relationships there. The relationship of the peak height changes at 1437 cm - 1

were correlated with maximum stress; and, although there are two "outliers".
the correlation certainly appears to be a valid one (see Figure E-10). Changes
in the height of the peak at 1734 cm - 1 correlated with both modulus and strain
at maximum stress. These relationships are displayed on Figure E-11.

DATA CORRELATIONS FOR WHOLE PROPELLANT (Experiment B)

Because of the presence of ammonium perchlorate in the spectrum,
the number of organic binier peaks that can be examine'1 is greatly reduced.
Particular attention was paiI to peaks occurring at or near 1744, 1713, 1515,
1250, 965, 910, anI 833 cm - 1.

Correlations at 1713 cm - 1 and 1744 cm"1 for Propellant Aged at

Constant Temperature

Data reduction was performed to examine the pair of peaks occurring
at 1713 cn- 1 and at 1744 cm - 1 . Because these two small peaks are approxi-
mately the same magnitude, it was considered a better data reduction techni-
que to treat them with a common baseline running from the minimum or
tangency point on one side of the pair of peaks to the minimum or tangency
point on the other side of the pair of peaks. Using this data reduction techni-
que we were able to establish some very positive correlations of these two
peaks with propellant mechanical properties with the quality of the correla-
tion varying as a function of aging time and temperature.

A tabulation of the peak heights at 1713 and 1744 cm -1 versus age time
for each of six age temperatures is presente in Tabie E-1. Plotting these two
peaks against time revealei a curve shape that was 'Iistinctly similar to
one or more of the mechanical properties plottei versus time. The graphs
of these two peaks against time at the 190 ani 170OF age temperature are
shown in Figures E-12 and F-13. respectively. Mechanical property plots for the
propellant agerl at these temperatures are given on Figures E-14 and E-15. Neither
of the peaks seem to correlate at all with strain, so the correlations
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Figure E-9. Co r relation of Pe'ak at 9)12 cm - , Modu~lus and Strain.

192



TP-H8 156/ V6- 13 aged 12 months
at various temperatures.
AP leached from propellant
Normalized at 2920 cm-1

170"

\~1100.

23 24 2C

Pela~ive, Peak FHei~ihi

Fig-urc E-10. Correlation of Peak at 1437 cm'- ;nd Strain.
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TP-H8156/V6-13 aged 12 mo. at various temp.
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Figure E-11. Correlation of Peak at 1734 cm " 1 , Modulis and Strain.

194



TABLE E-1

TP-H8156/V6-13 AGEn AT VARIOUS TEMPERATURES

Age Wave Age Time, Months

Temp, F No. 0 1/2 1 2 3 6 12

190 1744 4.02 3.51 3.87 3.64 3.591 3.462 3. 195
1713 4.16 4.73 3.89 2.817 2.693 1.998 1.427

170 1744 4.49Z 3.964 4.063 4.189 4.282 3.940 4.370
1713 4.650 4.874 4.871 4.240 4.205 3.194 3.147

150 1744 4.900 4.527 4.446 4.565 4.301 5.203 4.901
1713 5. 07Z 5. 166 5.294 4.742 4.893 5. 236 4. 598

130 1744 5.091 4.790 4.779 4.428 4.879 5.324 5. 173
1713 5.315 5.304 5.580 4.927 5.211 5.495 5.303

110 1744 5.553 5.127 5.347 5.111 5.456 5.902 5.192
1713 5.748 5. 180 6. 129 5.442 5.490 5. 987 5.337

75 1744 4.731 4.574 4.545 4.333 4.858 4.680 4.607

1713 4.898 4.789 5.364 4.549 4.619 4.853 4.2571

NOTES: (a) Spectra by Barnes ATR/KRS-5.
(b) Whole propellant, spectra taken immediately after tensile

testing of propellant.
(c) Data reduced using common baseline for peaks at 1744

and 1713 cm - 1 .

(d) Spectral information (amplitudes and W. N. ) came from

computer normalized data. Normalized at 2920 cm- 1 .
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Figure E-12. JR Peak Height Changes With Time.
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Figure E-13. IR Peak Height Changes With Time.
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Figure E-14. Propellant Aging Characteristics
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xwith modulus an naxinmum stress were mlade. Relative peaP height plotted

against propellant modulus awl maximun stress are shown in Figures E-16

and E-17 for the 1900 and 170OF correlations.
-1

Correlation of the peak at 171 1 cril with propellant roulus is a

very trong inverse relationship. This is particularly true at the 190°F

aeugn temperature. The correlation is almost equally as strong at the lower

aging temperature of 170 0 F, with the six-month data point falling somewhat

off the correlation line. Notice on Figure D-17 that a dotted square has been

placed on the graph immediately below the solid square point for six months.

If one assumes that the six-months modulus measurement was slightly in

error and should have been approximately 3000 rather than near 4150, then

the correlation becomes equally strong as that seen with the 190 0 F aging.

Referring now to Figure E-15 and moving the six-months modulus point down

to, >000 psi one can see that the morlulus curve is smooth and shows a gradual

increase in nodulus with time.
-1

This inverse relationship of the 1713 cm peak height with modulus

aiso carried through to the 150 F aging temperature; however, the correla-

ton was not nearly as strong and there was more scatter in the data. At

1 W 1 F this particular correlation apparently disappears; and at 1100 and

715F aging temperature, this correlation with nodulus becomes a very

strong direct correlation. This change in the direction of the correlation

does not imply that the correlation is invalid. It merely indicates that, at

17(0 andi 1Q0 F, the chemical reaction causing this 1713 cm -1 peak to

hange is one that is controlling the mechanical properties of the propellant.

At 15(0 and 130OF this reaction is not nearly so controlling, while at 750

and I10°F there are probably different reactions occurring that tend to make

th, correlation between the 1713 peak and modulus a direct correlation rather

than the inverse correlation found at the very high temperatures (1700 and
I ',P F..

-I

Some very strong correlations were found employing the 1744 cm

,!a;,. Figures E-16 and E-17 show the relationship of this peak to max. stress

f,,r the 1900 andi 170 0 F aging temperatures, respectively. Notice on these

two plot4 that the data fall into two distinct groups. On Figure E-16 the 0,

I an-T one-month age times fall in a straight line, indicating a positive

,,)pe (or direct correlation) while the two, three, six and 12-months age

woe appear Aisp-la-ce; above the short time aging data, anl form a rdirect

reiationship having a line approximately paralleling that of the short time

aging data. Exactly the same phenomena is observed at the 170°F aging
, where the short-time aging lines how include the 0, 1/2, 1, 2, and 3-month

a'imzm periods while the higher line includes the 6 and 12-months aging. The

same assumption concerning the irregularity of the 6 month mechanical

property data for the 170 0F aging temperature was made for max. stress

200



"1II' v''I ,, V .

A , l' ' l .

W\,h1' Ivrc,1C, llft .per,.tral 1)iili

1r; 00

WOOo

r~El

: 0 )

4n01

3000

I i l 0 0

(0 1 ;l

Relative iPea:. lei::h'
["iL'ure E-16. IIR leak Height Correlatio-is with Mechanical P)roperties

a01

kr



T P- 18116 / V6- 1'

A, ei at 170"Y

Whole Propellant Spectral Data

"7 1 '

012

)00

100 0

1000

,(00

o! 6 to

0 3

.I

qol) 171 cm 
-

I ! I I I
0 Z3 -5

Relative Peak fleii l

Figure E-17. IR Peak Height Correlations with Mechanical Properties

202



0
and looking at the mechanical property curves for the 170 F aging tempera-
tore (Figure E-! 5) one can see that if the stress at 6 months time were ZOO psi
instead of -45 psi, then the stress -versus -time curve- for that propeLlant

would be a much smoother function. Making a similar correction on the
Vigure E-17 data one sees that the (-month and I s-month data would form a

I:ne that is parallel to the shorter age time line. Our interpretation of this
apparent discontinuity in the data at 1700 and 190 0 F is that a sgcnA rep-t
which is time and temperature dependient, is indiuced and causes a su-dcr,
increase in the propellant maximum stress that is not totally dependent on
the reaction causing the 1744 cm - 1 peak to change. This same correlation
was observed at the other aging temperatures, but the correlation was not as
strong as observed at these two high temperatures. At the two median
temperatures 1300 and 150 0 F, the correlation seems to disappear and that
may indicate another reaction is controlling the regradation at this point.
At 1100 a v 75 F aging, the correlation again becomes very strong and is
in the same direction as at the higher temperatures, i. e. , it is a -iirect
correlation. Plots of the correlation among the 1713 and 1744 cm -1 peaks

against modulus and stress are displayed for aging temperatures of 750
110 0, 1300, and 150 0 F on Figures E-18 through E-21, respectively.

-.1
Correlations at 1713 and 1744 cm with Mechanical Properties of

Propellant Aged for 12 Months at Various Temperatures

After observing the correlation of these two peaks with modulus and

'iaximum stress (where age temperature was a constant and time a variable,
it then became of interest to see if the correlation wouli hol for propellant
aged a constant time at various temperatures. A separate computer data

reluction was performed using individual spectra for the conditions where
0 0

ace of the propellant was 12 months and the aging temperature was 75 110
0 Uop 0

130 , 150 , 170 , and 190 F. The peak heights and age temperature
data are given in Table E-2. A plot of these data is displayed on Figure
E-Z2. A plot of the mechanical properties of the propellant under the
sanme conditions is displayed in Figure E-23. On these two figures,
notice the similarity in curve shape for the maximum stress curve and the
peak height at 1744 cm - 1. There is an equally strong and inverse relation-

ship between modulus and the peak height at 1713 cm "1. A plot of these two
spectral peaks against their correlating, mechanical properties is given on

Figure E-24.

The peak at 1713 cm - I has a very strong inverse relationship to
modulus over the temperature range of 130 0 to 190 0 F. The very low tempera-

ture data points fall off this curve, which is to be expected because of the
observed change in direction of this correlation at the 750 and 110 0 F aging
where age temperature was a constant and age time the variable (see

Figires E-18 and E-19.).
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TABLE E-2

TP-H8156/V6-13 AGEY" FOR 12 MONTHS

AT VARIOUS TEMPERATURES

Wave Age Temperature, OF

No., cm 75 110 130 150 170 190

1744 3.670 3.577 3.768 3.771 3.698 3.250

1-13 3.392 3.649 3.862 3.538 2.696 1.747

NOT ES:

(a) Spectra by Barnes ATR/KRS-5.

(b) Data reduced using common baseline for peaks at 1744 and
1713 cm - 1

(c) Spectral information (amplitudes and wave numbers) came
from computer normalized data. Normalized at 2920 cm-1.

(1) Whole propellant, spectra taken immediately after tensile
testing of propellant.
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Again, a discontinuity in the relationship of the- 1744 cm- peak and

maximum stress was observed (this was noted in discussions concerning

the constant age temperature at variable time). The two high temperature

aging samples, 1900 and 170 0 F, seem to form a group that is above and

displaced to a lower relative peak height from the lower temperature aging

group of 750 through 150 0 F. This discontinuity in the relationship is due

to the same phenomena described for the 170 and 190 F aging temperature.

It could easily be due to two sequential reactions where, for example,

reactant A + reactant B -- product C. When the concentration of C has

increased to some critical level, C reacts with D to yield E. There is

an indication from the correlation that the first reaction proceeds for all

conditions, but the second reaction proceeds only where the time and tempera-

ture combinations are correct to yield a high enough concentration of C to

cause the second of the two reactions to proceed. When the second reaction

does occur, it then exerts a strong influence on stress and the reaction that

was causing the 1744 cm - peak to change becomes less noticeable and does

not .xert near the conrol over maximum stress that it did at the lower

tniperature /time conditions.

Other Correlations Found in Propellant Aged 12 Months at Various

Temperatures

All peak height changes were examined for the series of spectra

representing TP-H8156 propellant aged3 12 months at various temperatures.

A tabulation of peak heights for this set of propellant samples is given in

Table E-3. On this table, Lne peaks at 1420, 1057, and Q41 cm - 1 are

absorption." due to ammoniun- perchlorate anl these would not, therefore,

be representative of any change in the organic phase of the propellant. The

general amplitude of these three peaks follow each other, a result which is

to be expected. It is interesting, however, to note that they also have the

samne general curve shape as the propellant modulus when plotted against

aging temperature. This interesting observation is understandable in light

of the way in which the IR spectra are made. One of the standard procedures

used in o)btaining a propellant spectrum is to adjust the pressure on the

plates holding the sample against the ATR prism until a ;pectrum of a near

standard magnitude is obtained. The higher the modulus of the propellant

the more pressure must be placed on the plate. The higher the propellant

modulus, the less the binder will flow around AP particles and, therefore,

leaves an increased number of the AP particle pressed against the ATR

prisrr.. Thus, the relative quantity of ammonium perchlorate compared to

organic binder apparently increases as the modulus of the propellant in-

creases. The increase in the relative quantity of animonium perchlorate is

merely an indirect measure of the modulus of the propellant. Pressure on

the plate is controlled by adjusting the torque on the screws holding the two

plates against the ATR prism. This amount of torque is measured, and it

was found that the higher the propellant modulus, the greater the torque on

the screws to obtain a spectrum of a standard height.
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TABLE E-3

TP-H8156 AGED 12 MONTHS, AP UNLEACHED

Peak Height After 12 Months at Temperature

Wave -

Peak No. No, cm 75 110 130 150 170 190

1 3086 1.0425 .9265 .9378 .996Z .8719 .8463

2 3009 9609 .9601 .9821 1.4066 1.0118 1.1193

2993 - - - - - .3139

4 2924 16.9563 16.9563 16.9563 16.9563 16.9563 16.9611

2855 9.7543 9.6999 9.7222 9.5927 9.6914 9.6231

6 2700 - - - - - .1305

1744 2.3712 2.3132 2.4651 2.4923 2.6091 2.4174

1713 2.0129 2.3557 2.4787 2.2350 1.5905 .9648

1697 - - - - - .1468

10 1643 1.8372 1.7187 1.7970 1.7436 1.7588 1.7285

11 1613 1.0620 1.0165 1.0266 .9474 .9413 .8561

12 1589 .3265 .3419 .3015 .3023 .3449 .4280

13 1558 - . 1694 . 1931 . 1793 . 1461 .3098

14 1515 4.5789 4.2383 4.1761 3.2467 3.8821 2. 2231

15 1420 33.2109 31.9979 30.8983 35.8199 36.0596 56.0189

16 1250 4.2643 3. 9264 4.1492 3. 8211 3.1567 3.0055

17 1057 23.7163 22.8931 18.7490 24.6866 22.3300 58.8905

18 972 29.0344 31.0271 25.0566 32.2947 27. 1742 32. 1823

19 941 4.0436 4.1428 3.6167 4.6929 4.3512 7.2319

20 918 13.9344 13.9545 13.3448 14.8344 13.5831 12.8315

21 833 3. 7598 3. 8030 3.6907 3.5q03 3.1474 3.2205

22 787 .3235 .4682 .5446 .4535 .5908 .5830

23 725 1.3111 1.4366 1.3640 1.4708 2.8857 5.8741

725 5.2978 5.0056 4.5714 5.2111 5.0323 5.8740

-I
Hand calculatel using min-to-min connector: 755 -- 640 cm 1
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A typical spectrum from this series is shown on Figure E-25. Note on
this spectrum that all non-AP peaks are relatively small and the number of
p,.aks totally uninfluenced by ammonium perchlorate is also quite small com-
pared to a sample of propellant where the ammonium perchlorate has been
rernoved by leaching with water (see Figure E-26).

Those peaks that were large enough to show some change were
examined for their correlation to propellant mechanical properties. Other
large peaks in the spectrum, even though they were influenced by the presence
of ammonium perchlorate were also examined, specifically, those peaks at
1)72 and 018 cm - 1 . These latter two peaks show only a very general correla-
tion with propellant modulus and, therefore, were not plotted.

Correlation of peak height changes at 1744 and 1713 cm - 1 with
np't hanical properties have just been discussed. A correlation was also
found with changes in the height of the peak at 1515 cm - 1. This peak
,-r related reasonably well with strain at max. stress and correlated well
with maximum stress. A plot of these correlations is given in Figure E-27.
This correlation of the change in the height of the peak at 1515 cm - 1 has been
observed before, and this correlation is indeed the reason why we started
examining normalization at 1515 cm - . We could not envision chemical
mechanism by which the peak that is representative of the quantity of curing
agent would change with aging time and temperature. This is another example
of the fact that this change does apparently take place. The mechanism by
which the change occurs still cannot be envisioned; nevertheless, the cor-
r,.lation is there and it is in fact quite strong.

The next peak found to correlate was at 1250 cm - 1 . It correlated
euit, well with strain at max. stress and also with maximum stress, but not
quite as well. The sign of the two correlations are reversed from each other,
as xould be expected because of the stress versus strain relationship. These
correlations are plotted on Figure E-28.

An examination of the spectra of propellant aged at 75OF for 12 months
rov,aled that there were no peaks which showed a correlation of their change
with changes in propellant mechanical properties. This is not too surprising,
perhaps, in view of the fact that the propellant itself did not change during
storage at 75 0 F.

Correlations of Propellant Aged at Constant Temperature With
Me chanical Properties

An examination of the spectra of propellant aged at 75°F for 12 months
r,,v,-aled that there were no peaks that showed a correlation of their changes
with changes in propellant mechanical properties. This is not too surprising,
,especially in view of the fact that the propellant itself did not change during
qt,irage at 75 0 F.
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In examining the spectra of propellant aged at I I0°F, we found no
additional spectral peaks that could be correlated with changes in propellant
mechanical properties. It appeared that the peaks at 918 cm - 1 and 972 cm - 1

may have a correlation to the changes in propellant maximum stress. Bearing
in mind the previous discussion concerning the response of these peaks to
assembly torque, the correlation may not be real, but the data were placed
on a plot and the plot is shown in Figure E-29.

An examination of the spectral data for whole propellant aged at 130°F
revealed that perhaps the peak at 1250 cm- might correlate with modulus
and strain at maximum stress. Correlation with strain is considerably
stronger than the correlatior with modulus, but neither of the correlations
are exceptionally strong (Figure E-30). The propellant itself did not change
very much and its variation in strain at maximum stress over the one year
time period was very slight, so one would not expect to find any really large
changes in the infrared spectrum of the aged propellant.

Infrared spectra propellant aged at 150°F provided one fairly strong

correlation, that being peak height change at 1250 cm - 1 (Figure E-31) with
changes in strain at maximum stress. This is the correlation that 'almost
developed" in the 130°F aged propellant. Mechanical properties of the pro-
pellant aged at 150OF are beginning to show fairly substantial changes over
the one-year time period. Therefore, one would expect to begin to see some
changes in the organic spectrum of the aged propellant.

Propellant aged at 170°F underwent some very distinct changes in
mechanical properties over the one-year period, and examining the spectra
of whole prorellant, we found a very distinct correlation between the peak
at 1250 cm- and strain at maximum stress. A correlation that was equally
as good was found with that same mechanical property and the peak located
at 1520 cm - 1 . These correlations are shown on Figure E-32.

Propellant aged at 190oF for 12 months underwent some rather large
changes in its mechanical properties. A very strong correlation was found
between the changes in the peak height at 1250 cm - 1 and 1520 cm -1 with
strain at maximum stress. These correlations are plotted on Figure E-33.

Thus, it seems that, when the propellant mechanical properties change
considerably, there are several peaks in the propellant spectrum which change
correspondingly. Figures E-27 and E-Z8 show again the responses of the peaks
at 1520 cm-1 and 1250 cm-lto changes in propellant mechanical property
where age time is a constant and age temperature is one of the variables. Thus,
for this particular propellant, TP-H8156, we have found four peaks in the
infrared spectrum of whole propellant which correlate linearly with changes in
propellant mechanical properties. These spectral peaks being at 1744, 1713,
1250, and 1520 cm - 1 . One or more of these spectral peaks can be correlated
with one or more of each of the three propellant mechanical properties - stress,
strain, and modulus. Thus, it appears to be entirely possible to take the

infrared spectrum of whole propellant and establish a firm linear correlation

hetween the IR spectrum and the mechanical properties of the propellant.
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Using the plots shown on Figures E-Z4, E-Z7, and E-28, we can take
the infrared spectrum of a sample of this propellant, reduce the data by
computer methods, and tell exactly what the mechanical properties of that
piece of propellant are. Information presented on Figures E-31, E-32, and
E-33 merely serve to reinforce the data plots.

CONCLUSIONS CONCERNING AP LEACHING AND DATA CORRELATIONS

1) Leaching ammonium perchlorate from propellant removes some
organic material from the propellant in addition to removing the ammonium
perchlorate. Although this makes the organic portion of the propellant
spectrum more visible, it does change the nature of the co? relations that are
found between peak height changes and mechanical property changes.

2) Propellant from which ammonium perchlorate has been leached
does have valid correlations between peak height changes and propellant
mechanical properties.

3) Leaching ammonium perchlorate from propellant adds a step in
the analysis of the propellant which may not be necessary. Certainly, for
the propellant that we examined in this series, that step would not be

necessary. For other propellant formulations, it may be a very necessary
step.

4) Valid correlations are found with whole propellant in spite of the

spectral influence of ammonium perchlorate. In fact, more correlations
were identified with whole propellant than with propellant from which

ammonium perchlorate had been leached.

5) Correlating spectral changes where time is a constant and aging

temperature is the variable provides more valid correlations than does the
case where age temperature is a constant and aging time is the variable.
In the former case, the mechanical properties of a propellant can be identi-
fied from a plot of spectral peak height changes versus mechanical property
where time is the constant and age temperature is the variable.

6) The case described in conclusion 5 will permit us to take a piece
of propellant, regardless of how it has been aged and determine its mechani-
cal properties merely by analyzing its infrared spectrum. This would be
particularly important in determining the mechanical properties of a rocket
motor aged in the field where aging conditions are unknown.
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APPENDIX F

CORRELATION OF IR PEAK HEIGHT CHANGES

AND PROPELLANT MECHANICAL PROPERTY CHANGES

FOR TP-H8266 PROPELLANT

The aging plan for TP-H8266 involved aging at four temperatures, 770,
0 0 0

100 , 145 , and 165 F, with test points at 0, 2, 4, 8, 16, 24, 36, and 52

weeks; thus, there were available a total of 29 IR spectra for the correlation

of IR data with propellant mechanical properties.

Analysis of the IR spectra was commenced when the propellant had been

aged through 36 weeks; and, to start with, the propellant aged at 1650 F was

treated. The seven data points for the 165°F were analyzed using the IR data

reduction program E-490; and these spectral data, along with the mechanical
properties, were input to the statistical data analysis program.

A large number of simple correlations were found for modulus, stress,

and strain at maximum stress with certain of the infrared peaks. Three

multiple correlations were also found ... one each for modulus, strain at

maximum stress, and stress. All of these correlations are listed in Table

F-1. Note that for the simple correlations, all values have a confidence level

of 95% with one value being close to a 99% confidence level. In the multiple

correlations, the modulus equation has a confidence level very close to 99%,

while for the strain at maximum stress and the stress correlations the confi-

dence levels are at the 99% level. The multiple correlations are plotted on

Figures F-1, F-2, and F-3, these being for modulus, strain at maximum stress,

-:,d stress, respectively. Note on the plot for strain at maximum stress

(Figure F-2) that the measured stress values for the propellant do not follow

a progressive pattern; i. e. , strain increasing or decreasing uniformly with

time, but the values appear almost randomly oriented along the measured

strain axis. It is very encouraging to note that the IR spectral data follow so

that the strain calculated using the equation matches the measured strain very

closely at all time periods.

When the 52-week test period was reached, the test data were added to

the 36-week data, and a new set of statistical analyses performed. Reduction

of IR data for the 52-week time period was identical to that used for the 0 to 36

weeks data reduction. The results of the statistical analysis of the entire set

of data for the 165°F aging is given in Table F-2. A review of those data and

comparison of them with the data presented on Table F-i shows that the peak at

3009 cm 1 vIi both cases correlated with modulus and stress, and the addition

of the 52nd week data strengthened the correlation coefficient. The peak at
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TABLE F-I

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-36 WEEKS AT 165 0 F

Simple Correlations Coefficient

Peak Height at 3009 cm " 1 with Modulus -0.7329

Peak Height at 3009 cm - 1 with Stress -0.7724

Peak Height at 2924 cm- 1 with Strain at MS 0.7410

Peak Height at 1651 cm
- 1 with Stress -0.7955

Peak Height at 1319 cm
- 1 with Modulus -0. 8436

Peak Height at 1319 cm
- 1 with Stress -0.8506

Peak Height at 1242 cm
- 1 with Modulus -0.7020

Peak Height at 972 cm - I with Strain at MS 0.7396

r. 9 9 = 0. 874

r. 9 5 
=  0.754

r. 9 0 
=  0.669

Multiple Correlations

Modulus = 5711 - 835. I(V2 ) - 2244(V 7 )  R= 0.9316
V 2 = Peak Height at 3009 cm -  R 2 = 0. 8679

V 7 = Peak Height at 1319 crn
-1  R. 9 9 

= 0.949
R. 95 = 0.881

Ultimate Strain - None

Strain at M. S. = -108. 2 + 6. 979(VI) + 1. 976(V 6 ) - 22. 45(V 7 )

V 4 = Peak Height at 2924 cm
-  R = 0. 9953

V 6 = Peak Height at 1651 cm
- 1  R 2 = 0. 9906

V 7 = Peak Height at 1319 cm
- 1  R. = 0.983

Stress = -805. 2 + 125. 1(V 5 ) - 316. 1(V 7 ) R = 0. 9743

V 5  Peak Height at 2885 cm-
1  R 2 = 0. 9493

V 7 = Peak Height at 1319 cm 1  R. 99 0.949
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TABLE F-2

CORRELATIONS FOP TP-H8266/L-1895

AGED 0-52 WEEKS AT 165 0 F

(Modified IR Data Reduction)

Simple Correlations Coefficient

Peak Height at 3009 cm - I with Modulus -0. 8246
Peak Height at 3009 cm -1 with Stress -0. 8231
Peak Height at 2885 cm- 1 with Stress 0.7076

Peak Height at 1651 cm - I with Stress -0.7495

Peak Height at 972 cm - 1 with Strain at MS 0.7798

r. 99 - 0.834
r. 9 5 

=  0.707

Multiple Correlations

Modulus = 7216 - 1300(V 2 ) - 1680(V 7 ) 0.9194
V 2 = Peak Height at 3009 cm-I R 2 = 0. 8452

V 7 = Peak Height at 1319 cm- R. 99= 0.917

Ultimate Strain = -24.97 + 1.461(V9 ) + 10.66(VIl) 0 = 0. 8347
V9 = Peak Height at 972 cm -  R 2 = 0.6967
V1 1 = Peak Height at 779 cm- 1  R 9 9  0.917

Strain at M.S. = -2. 838 + 1.074(V 9 ) R = 0.7798
V 9 = Peak Height at 972 cm -1  R 2  0.6081

R * 99 =  0.834
R. 9 5 = 0.707

Max. Stress = 880.0 - 128. 3(V 2 ) - 41. 93(V 6 ) - 117. 8(V 7 ) R 0.9829

V 2 = Peak Height at 3009 cm- R 2 = 0. 9661
V6 = Peak Height at 1651 cm - 1  R. 9 9 = 0.962

V 7 = Peak Height at 1319 cm - 1  R. 95 = 0.912
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1611 cn - 1 correlated well with stress, but the addition of the 52nd-week data
decreased the correlation coefficient somewhat, but it still left it at the 95%
confidence level. The peak at 972 cm - 1 correlated again with strain at maxi-
mmLn stress, and a definite strengthening of the correlation coefficient took
place when the 52nd-week data were added. Some of the correlations found for
the first 36 weeks of testing were dropped out when the 52nd-week data were
added. Simple correlation coefficients on Table F-2 for 0 to 52 weeks of aging
are at least at the 95% confidence level.

Among the multiple correlations that were found when the 0 to 52-week
data were analyzed was that there were correlations for modulus, strain at
maximum stress, ultimate strain, and maximum stress. These correlations
are shown also in Table F-2. The Todulus equation on Table F-2 shows the

same two peaks (3009 and 1319 cmi ) as was found for the 0 to 36-week data
(Table F-i). The magnitudes of the coefficients for these two variables changed
somewhat, but the magnitude of the correlation coefficient decreased only very
slightly and is still at the 99% confidence level. The equation for ultimate

strain in Table F-2 is new to this data set; because, at the earlier time (0 to 36
weeks), there was no multiple correlation for ultimate strain.

The correlation for strain at maximum stress has been strengthened

somewhat simply because it is now dependent only upon the peak height at
972 cm - 1 , while at the 36-weeks test point, there were three peak heights
involved in determining the value for strain at maximum stress. Where aging

was for 0 to 52 weeks, this strain at maximum stress equation was statisti-
cally significant at the 95% level.

Data shown on Table F-2 for the multiple correlations are plotted on
Figures F-4, F-5, F-6, and F-7 for modulus, ultimate strain, strain at max.

stress, and stress, respectively.

After having treated the propellant aged at 165 0 F, we then took the
entire group of spectra (29 spectra) and ran them through the IR data reduction
computer program as a unit.

In reducing these 29 IR spectra an unintentional change was made in

the spectrum that was used as the 'NPHOTO" for the common baseline routine.
In the common baseline routine the computer uses a spectrum which the user
designates as the best "picture' of the appearance of a region of the spectra

for which a common baseline is drawn. In order to reduce IR data for a pro-
pellant containing DOA as the plasticizer, the 2850 cm - 1 peak must be used
for normalizing. To obtain a valid measure of the height of that peak, it must
be measured from a baseline between 3100 to Z750 wave numbers. In establish-
ing the height of the normalizing peak the computer always searches for the

peak within a specified wave number range and measures from the specified
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baseline; so, for normalizing, all of the spectra ended up with the same peak
height at the normalizing peak, which is as was intended; however, at other
peaks within this region from Z750 to 3100 wave numbers, there were shifts
in the location of peaks by one resolution element, i. e., approximately eight
wave numbers. The remainder of the common baseline routine uses the
"NPHIOTO" spectrum and selects the location of all peaks (with the exception

of the normalizing peak) and freezes those wave numbers. It su, scquently
examines all other spectra at those wave numbers so that, if there is a wave
number shift in a peak, then the peak is measured off center and a slightly
diminished peak value is obtained.

All this discussion of the importance of selecting "NPHOTO' is
brought out because it will be apparent when examining the results of the
data reduction and statistical analysis of the propellant aged at 165 0 F that
the correlations found are different from the correlations just reported for
the propellant aged at 165 0 F. This wave number shift occurred because the
IR spectra accumulated at the very early part of the aging of TP-H8Z66
propellant were not accumulated exactly as the remainder of the spectra had
been acquired. These variations very clearly point out the necessity for
using a standardized procedure from the beginning to the end of an aging
program and show the importance of very carefully selecting that procedure
so that all variables in the data acquisition method are accounted for.

Table F-3 is a list of correlations, simple and multiple, that were found
for the propellant aged at 770F. The multiple correlations are plotted on
Figures F-8 through F-11. There were some very strong multiple correlations
found; however, the simple correlations are not quite as strong but are
statistically significant at the 05% level. Modulus of the propellant varied
by only slightly more than ZOO psi over the 5Z-week period so one would not
expect to find very significant changes in the infrared spectra and the quality
of the simple correlations bears out this fact.

Simple and multiple correlations found for propellant aged at 1000F
are tabulated in Table F-4. As can be seen, there were some strong simple
correlations... one with stress at a correlation coefficient of 0. 9083 (statis-
tically significant at the 99% confidence level). The correlation between strain
at maximum stress and the peak at 1319 cm - 1 was also statistically significant
at this level. Others were significant at the 95% level. Multiple correlations
found were limited to strain at maximum stress and maximum stress. Both
of these correlations were statistically significant at the 99% confidence level.
These correlations are plotted on Figures F-12 and F-13.
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Table F-3

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-52 WEEKS AT 77 0 F

Simple Correlations Coefficient

Peak Height at 2931 cm -1 with Modulus -0.7752

Peak Height at 2885 cm - 1 with Ult. Strain 0.7109
Peak Height at 2885 cm " 1 with Strain at M. S. 0.7271

Peak Height at 1651 cm - 1 with Modulus -0. 7138

r. 9 9 = 0.834
r. 9 5 = 0.707

Multiple Correlations

Modulus = 3628 - 115.3(V4 ) R= 0.7751

V4 = Peak Height at 2931 cm- R 2 = 0. 6008
R. 95 = 0.707

Ult. Strain = -174 + 1812(V 5 ) - 6.983(V 8 ) + 0. 483(V) R = 0.9739
V 5 = Peak Height at 2885 cm-V1 R 2 = 0.9485

V8 = Peak Height at 1242 cm-1 R = 0.962
V9 = Peak Height at 972 cm-1

Strain at M.S. = -65. 12 + 8.476(V?) - 3. 900(V 6 ) R = 0.9150
V 5 = Peak Height at 2885 cm -  R 2  0. 8372

V 6 = Peak Height at 1651 cm - 1  R. 9 9 = 0.917

Max. Stress = -1076 + 147. I(V5)- 129.6(V8) R = 0.9153
V 5 = Peak Height at 2885 cm- 6 R 2  0.8378

V 8 = Peak Height at 1242 cm- 1  R. 99 = 0.917
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Table F-4

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-52 WEEKS AT 100OF

Simple Correlations Coefficient

Peak Height at 2962 cm - 1 with Stress 0.9083
Peak Height at 2931 cm_1 with Strain at MS 0.7333

Peak Height at 2885 cm - I with Stress 0.8252

Peak Height at 1319 cm - 1 with Strain at MS 0.8479

Peak Height at 1242 cm-1 with Strain at MS 0.7381

r.99 = 0.834

r. 9 5  0.707

Multiple Correlations

Modulus - None

Ultinate Strain - None

Strain at M.S. = -70.60 + 3. 283(V )+ 19. 44(V7 ) R 0. 9310
V4 = Peak Height at 2931 cn-I R 2 = 0. 8668

V7 = Peak Height at 1319 cm- R. 9 9 = 0.917

Max. Stress = -525. 2 + 45. 32(V 3 ) R = 0. 9084
V 3 = Peak Height at 2962 cm -  R 2  0. 8252

R 99 = 0.834
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Treatment of propellant aged at 1459F produced only one simple correla-
ti o and one multiple correlation. This is shown in Table F-5, and the nultiple
crrelation is plotted on Figure F-14. On Figure F-14 not, that there is no consis-

tnt prugressiun of niaxiuium stress with time as the propellant ages, but that
trt, !iiafdiiiyii. stress value for the propellant vary considerably at each test point.
Still the iiiiiltiple correlation equation did account for this, and this shows that

the peae heiuhts are varying as the structure of the propellant changes with
tir: e at that aging temperature. The fact that very few correlatio:is were
fwr perhaps indicative of the complexity of the aging taking place at that

0tei protture. .%t the two lower temperatures, 77 and 100 F, there were more
c ,rrlatiwrs, indicative of the fact that there are fewer aging reactions pro-
Celir' andt those few reactions are controlling the mechanical properties of
th, prpellant. At 145 F aging this may not be true. The reactions may be

more conplex and may be changing from time period to time period so that
it is iiiore difficult to identify those reactions simply by looking in the infrared.

Propellant aged at 165 F showed a large number of correlations, both
sinmple and multiple. Four simple correlations were revealed, two of which
were ;ignificant at the q9% confidence level, and two significant at the 95%
L,,nfi-lence level. Now referring back to Table F-2, which is the same data
redluced in a slightly different manner, we find that for the simple correlations
all four of the peak heights shown on Table F-6 are also on Table 2, thus even
with the slightly different data reduction method, the correlations still appear
and the value of the coefficient remains approximately the same. The peak at
inlIt) cm-1 shown on Table F-6 is in reality the same peak as shown on Table F-Z as
3(0O, c) -. This is the slight shift in peak location that was discussed earlier.
There is one rather astonishing thing revealed by comparison of these two
tables, and that is the sign of the correlation that occurred with stress and the
1I , cII -l peak in Table F-6. That same peak shown in Table F-2 has an opposite

:iL gn. There is no explanation for this. Looking now at the multiple correla-
ti )rs for propellant aged at 165 0 F, we see that for modulus there is one peak
irvolved (3016 cm- 1 ); while on Table F-2, we find that there two peaks
involved in the modulus correlation, the peak at 300Q and the one at 1319 cm - 1

()i. Table F-6 this correlation coefficient is slightly less than the correspc-iding
olle o Table F-2. This correlation for modulus is plotted on Figure F-15 and a
comparison with Figure F-7 will reveal that the correlation is not nearly so
strong on Figure F-15. Correlations for ultimate strain (Table F-6) reveal that
the same two peaks were involved here as were involved in the correlation
listed in Table F-Z. Correlation listed for strain at nxaximum stress dropped
out completely for this set of data while there was a correlation, albeit not
very strong, for the data displayed in Table F-2. The stress equation in Table
F-6 ncludes only one peak height and its correlation coefficient is quite high
being significant at the 99% confidence level. Looking at the stress equation
on Table P-2, the same peak is involved; however, there are two more variables
included in that equation and while the correlation coefficient shown in Table F-2
is slightly higher, the fact that there are now four terms in that equation
reduces somewhat the confidence that one would place in that equation.

24(,



Table F-5

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-52 WEEKS AT 145 0 F

Simple Correlations

Peak Height at 3016 cm 1 with Strain at M.S. R = -. 7892
R. 99 = 0. 834

R. 95 = 0. 707

Multiple Correlations

Modulus - None

Ultimate Strain - None

Strain at M. S. - None

Stress = 509.6 - 208. 8(V 2 ) + 42. 99(V 3 )
V 2 = Peak Height at 3016 cm - 1

V 3 = Peak Height at 2962 cm 1

R = 0. 9393
R 2 = 0. 8823
R 99 = 0. 917
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Table F-6

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-52 WEEKS AT 165 0 F

Simple Correlations Coefficient

Peak Height at 3016 cm -1 with Modulus -0. 8682

Peak Height at 3016 cm - 1 with Stress 0.9594

Peak Height at 2885 cm - 1 with Stress 0.7069

Peak Height at 1651 cm - 1 with Stress -0.7490

r. 99 =  0.834
r. 9 5  0.707

Multiple Correlations

Modulus = 8462 - 1571(VR)  R = 0.8682

V2 = Peak Height at 3016 cm-
R. 99 = 0. 834

Ultimate Strain = -25.01 + 1. 233 (V 9 ) + 8.991(VI1) R = 0. 8348

V9 = Peak Height at 972 cm-9 RZ = 0. 6969

V1 1 = Peak Height at 779 cm - 1  R 9 9 
= 0.917

R 95 = 0. 836

Strain at M. S. - None

Stress = 1135 - 195. 1(V Z ) R = 0.9594

V2 = Peak Height at 3016 cm - 1  R 2 = 0.9204
R 99= 0. 834
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The three multiple ccrrelations found for the 165)F aging are plotted

in Figures F-15, F-16, and F-17.

These data for TP-H8266 were treated in one other way. We took all

of the IR spectra and all of the mechanical property data for the 145°F aging

and the 165 0 F aging, combined them, and treated them statistically so that

the number of observations was increased from 8 to 16. We also considered

this as a test of whether the aging reactions occurring at 165 0 F were also the

same aging reactions occurring at 1450 F. If correlations could be found and
if the correlations were strong, then that must be a good indication that the

aging chemistry at 145°F is closely akin to that occurring at 165 0 F. If

correlations that had been present when the two sets of aging data were treated

separately vanished when they were combined, then that is a strong indication

that the chemistries of aging at the two temperatures are different. Correlations
that were found by this treatment of the data are displayed in Table F-7. Simple
correlations are shown at the top of the table and some were statistically valid

at the 99. 9% level; the remainder were significant at the 99% level. Notice,

however, that the correlations involved only modulus and stress. Neither

strain measurement correlated. As would be expected from the simple corre-

lations, only two multiple correlations were found, one with modulus and one

with stress. Both of these correlations are statistically significant at the 99%

level; however, the stress correlation is considerably stronger than the modulus

correlation. These two correlations are plotted in Figures F-18 and F-19.

From the fact that the correlations concerning strain were totally absent,

and there had been a strain correlation for propellant aged at 1650F and not for

propellant aged at 145 0 F, we can surmise that the reactions governing strain

are different at the two aging temperatures but that the chemical reactions
governing stress are probably the same and just proceed at different rates at

the different temperatures. Examination of Figure F-19 reveals that generally

the 145 0 F age temperatures are grouped at the lower end of the plot while the

values concerning stress at 165 F aging are generally grouped at the top of the

plot. The same observation can be made concerning the modulus plot (Figure

F-18).

CONCLUSIONS

1) Computer program E490 for IR data reduction works quite well,

and at near the maximum number of spectra that it is capable of handling, it

performs the data reduction in less than five minutes.

Z) The statistical data analysis program works well and successfully

reduced all of the statistical data presented.
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Table F-7

CORRELATIONS FOR TP-H8266/L-1895

AGED 0-52 WEEKS AT 1450 AND 165°F

(Combined Data Sets for the Two Aging Conditions)

Simple Correlations Coefficient

Peak Height at 3016 cm - 1 with Modulus -0. 7957
Peak Height at 3016 cm - 1 with Stress -0. 8214

Peak Height at 2885 cm - 1 with Stress 0.7289
Peak Height at 1651 cm - 1 with Modulus -0. 6726

Peak Height at 1651 cm - 1 with Stress -0. 6919

Peak Height at 1319 cm - 1 with Modulus -0. 6997

r 9 9 9 = 0. 742
r. 9 9 : 0.623

Multiple Correlations

Modulus = 2835 - 860. 6(V 2 ) + 221.3 (V 3 ) - 1672(V 7 ) R = 0. 9163
V 2 = Peak Height at 3009 cm- 1 R 2 = 0. 8396

V 3 = Peak Height at 2963 cm - 1  R 99 = 0.773

V 7 = Peak Height at 1319 cm- 1

Ultimate Strain - None
Strain at M. S. - None

Stress = -606 - 95. 11(V 2 ) + 100. 1(V 5 ) - 236.3(V 7 ) + 85.42(V8)
V 2 = Peak Height at 3016 cm - 1

V 5 = Peak Height at 2885 cm -  R = 0.9754
V 7 = Peak Height at 1319 cm -  R 2 = 0. 9516
V 8 = Peak Height at 1242 crn- 1  R 99 = 0. 821
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3) Subtle differences in the IR data reduction procedures do not
completely destroy the simple correlations, but they do, however, introduce

new correlations and do eliminate other correlations. These subtle differences

do change multiple correlations.

4) Multiple correlations reveal something of the chemistry of aging

and may be valuable for the prediction of age life.

5) The simple correlations reveal quite a bit about the chemistry of

aging and will be useful in predicting age life.

6) The data variations that were found indicate a very strong need

for a study of the reproducibility of the method by which the IR data are

acquired.
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APPENDIX G

CORRELATIONS OF IR PEAK HEIGHT CHANGES

AND PROPELLANT MECHANICAL PROPERTY

CHANGES FOR TP-H8278 PROPELLANT

WHOLE PROPELLANT

Mechanical property data from the aging of TP-H8278 pro-

pellant, Mix W-65, showed that propellant being aged at 1450 and 165 F
was undergoing the greatest amount of change with the parameters modulus
and maximum stress showing increases with time. Infrared spectra of
whole propellant for each of the test intervals was reduced by computer
and peak heights tabulated.

Data for the propellant aged 16 weeks at the four temperatures,
770, 100 , 145 , and 165 F, were treated so that changes in peak height

could be compared against changes in mechanical properties. Table G-1 is

a list of the correlation coefficients calculated for changes in peak height
at selected wave numbers and the two mechanical properties, maximum
stress and modulus.

Correlation coefficients calculated for changes in peak height and

maximum stress and modulus showed that there were four peaks in the
infrared spectrum of the propellant which correlated with maximum stre ss
and modulus. These peaks occurred at 3084, Z852, 1514, and 1313 cm
As can be seen in Table G-1, with only four data points a correlation coefficient

of .9 is required for a 90% confidence level. The peak occurring at 3084 cm-I

underwent very small changes and those changes were not considered to be of
sufficient magnitude for an accurate correlation with stress and modulus.
The peak occurring at 1313 cm - I had a high correlation coefficient for stress
and modulus and a plot of these data is given on Figure G-1. Other correlations
were not considered to be valid in light of the necessity for a . 9 correlation

coefficient to achieve a confidence level of 90%.

For propellant aged at 165 0 F, there were 9 data points and a correla-
tion coefficient of 0. 582 was required for a 90% confidence level. The
spectral peak at 1646 cm - I had high correlation coefficients with both maxi-
mem stress and modulus. These data are plotted on Figure G-2.
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Calculation of correlation coefficients for changes in peak heights
of propellant aged at 145°F revealed that the peak occurring at 1646 cm-
correlated quite well with maximum stress and modulus. There was also
a high correlation for the peak occurring at 965 cm- 1. This peak, however,
resides on the side of the large ammonium perchlorate absorption occurring
near 1050 cm- 1 , and, because of the influence of ammonium perchlorafe on
this peak, it was felt those data were somewhat in question and the correlation
coefficient might be an artifact of some uncontrolled phenomenon.
Correlation coefficients for the 145 0 F aging temperature shown in Table G-1
require a correlation coefficient of 0. 669 for a 90% confidence level.
Changes in the height of the peak at 1646 cm-1 were plotted against maxi-
mum stress and modulus; these plots are shown on Figure G-3.

All of the 1450 and 165 F mechanical property data and infrared
spectral data were treated as a single set of data; i. e., the 8 data points
for aging at 165 F and the 6 data points for aging at 145 F were combined
with the zero-time aging data and all 15 data points treated as a single unit,
A statistical analysis was performed to find if there were simple correla-
tions or multiple correlations of spectral peak height changes with mechani-
cal property changes for the two combined aging temperatures. With 15
data points, a correlation coefficient of 0. 514 is required for the 95%
confidence level and a correlation coefficient of 0. 641 is needed for a
confidence level of 99%. A number of correlations were found which
surpassed the 95% confidence level. For the simple correlations these
coefficients were calculated:

Peak at 285Z versus strain 0. 6046

Peak at 1646 versus peak at 1313 0.5401

Peak at 1646 versus modulus -0. 7306

Peak at 1646 versus stress -0. 6607

Peak at 1514 versus peak at 1236 0.6732

Peak at 1236 versus modulus -0.5249

Peak at 965 versus peak at 911 0.9238

Only those changes of infrared peak height versus mechanical
properties were given consideration. Changes of one infrared peak with
a second infrared peak, whether a positive or negative correlation, were
not given further consideration. Changes in the 1646 cm- peak with
modulus and stress correlated quite well, having correlation coefficients
of -0. 7306 and -0. 6607, respectively. These changes are plotted on
Figure G-4. Note on that figure that there are a few "outliers" in each of the
plots but overall the correlation is very good, particularly considering the
fact that there are 15 data points with the data taken at two different tempera-
tures.
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A computer program was used to generate the simple correlation
coefficients reported above, and it also comuted two multiple correla.1tona.
It was found that, when the peak at 1646 cm" and the peak at 1236 cm
were combined, a strong correlation existed with modulus and an only slightly
less strong correlation existed with maximum stress. Correlation equations
computed for these were as follows:

Modulus = 8196 - 1515 (peak ht. at 1646) - 1345 (peak ht. at 1236)

Stress = 583.6 - 92.86 (peak ht. at 1646) - 85.87 (peak ht. at 1236)

The coefficient for the modulus parameter was determined to be 0. 8300.
With 15 data points, a confidence level of 99% requires a correlation
coefficient of 0. 73Z. The correlation coefficient for the stress parameter
was 0.7568 and here, again, for a confidence level of 99%, the correlation
coefficient must be 0.732. Both of these correlations are considered to be
quite strong. For the modulus correlation, the standard error of estimate
was 166.4 with a coefficient of variation equal to 10%. For the stress corre-
lation, the standard error of estimate was 13. 29 psi with a coefficient of
variation of 7.71%.

AP-LEACHED PROPELLANT

Propellant employed here was TP-H8Z78, Mix W-65 aged at 1650 F
and tested at the following time periods: 0, 1.4, 2, 3, 4, 6, 8, 10, and
16 weeks.

Ammonium perchlorate was leached from the propellant using the
standard procedure in which the samples were submerged in running water
at 35 to 40 0 C for a period of 24 hours. Samples were then dried at 60 0 C for
4 hours and then at room temperature over night. Infrared spectra of the
propellant were run using the Barnes ATR unit and the standard procedures

that have been reported in the body of this report under Phase I. Following
the reduction of the infrared data by the computer program, where normal-
ization was accomplished at 2920 cm "1 , the peak height information was
input to a statistical regression analysis program where the heights of 13
peaks were selected as independent variables and three mechanical properties,
modulus, stress, and strain, were employed as dependent variables. This
computer program calculates simple correlations for all possible combination
of all dependent and independent variables and then performs a multiple
regression analysis to establish an equation which represents the magnitude
of each of the three mechanical properties as a function of the most influential
infrared spectral peaks. The number of peaks selected for inclusion in the
equation is based upon their influence or relationship to changes in the me-
chanical property being examined.

A typical IR spectrum of TP-H8278 with AP removed by water leaching
is shown on Figure G-5.
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Simple correlations between peak height changes and mechanical
property changes that were found are displayed in Table G-Z. Four correlations
were found with modulus and three were found with strain. No correlations
of significance were found with stress. Those correlation which have a value
greater than 0. 80 are statistically significant at the 99% level while those
having correlation coefficients of less than that value, but greater than 0. 67
are statistically significant at the 95% level.

Multiple correlations concerning modulus, stress and strain are
displayed in Tables G-3, G-4, and G-5 respectively. The correlation between
peak height changes and modulus was an equation that contained six terms,
leaving three degrees of freedom. The multiple correlation coefficient for
this equation, however, was 0. 9995 and thus it is statistically significant
at the 99% level. It is interesting to note that the standard error of estimate
going in to this equation was 353. 3 psi and applying this equation the standard
error of estimate is reduced to approximately 18 psi. A plot of modulus
calculated from this equation and measured modulus is displayed on Figure
G-6.

The multiple correlation concerning stress involved four terms leaving
five degrees of freedom; and the correlation coefficient for this equation was
0. 9755 meaning that it is statistically significant at the 99% level. The standard
error of estimate going in was 21.47 psi while after applying the equation the
standard error of estimate is reduced to 5. 97 psi. A plot of stress as calculated
using the equation shown on Table G-4 against measured stress is displayed

on Figure G-7.

The correlation of peak height changes with changes in strain resulted
in a multiple correlation having two terms in the equation thus giving seven
degrees of freedom. The correlation coefficient for this equation is 0.8248
which means that it is statistically significant at the 99% level. A plot of
strain as calculated from the equation against measured strain is displayed
on Figure G-8.
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TABLE G-Z

SIMPLE CORRELATIONS OF PEAK HEIGHT CHANGES

AND MECHANICAL PROPERTY CHANGES

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, AP leached propellant)

Correlation Coefficient for Mechanical Properties

Peak, cm-1 Modulus Stress Strain

1738 -0. 8289 0.7588

1514 0.7573 -0. 8248

1352 0.7617 -0. 6942

965 0.7723

For 9 observations (no. of age time tests):

R 95 = 0.67

R.99 = 0.80
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TABLE G-3

MULTIPLE CORRELATIONS FOR PEAK HEIGHT

CHANGES AND MODULUS

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, AP leached)

MODULUS -945.6 + 312.9 (X 4 ) - 93.03 (X 5 ) + 707.8 (X6 ) -2754 (X 8 )

+ 22. 26 (X lI)

Where: X 4 = peak height at 1738 cm - l

X 5 = peak height at 1646 cm - 1

X6 = peak height at 1514 cm - 1

X 8 = peak height at 1305 cm - 1

X = peak height at 965 cm - 1

R = 0. 9995

R = 0. 9990

Standard Deviation Going In 353.3 psi

Standard Error of Estimate w/Equation = 18.61 psi

For 9 observations and 3 degrees of freedom: R.99 = 0. 99
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TABLE G-4

MULTIPLE CORRELATIONS FOR PEAK HEIGHT

CHANGES AND STRESS

(TP-H8278/W-65, Aged 0 to 16 Wks at 165 0 F, AP leached)

STRESS = 840.9 + 111.6 (X 7 ) - 153. 1 (X 8 ) - 8.843 (X 1 2 )

Where: X7 = peak height at 1352 cm - 1

X 8 = peak height at 1305 cm - 1

X12 = peak height at 911 cm 1

R = 0. 9755

R 2 = 0. 9517

Standard Error of Estimate Going In = 21.47 psi

Standard Error of Estimate w/Equation = 5. 97 psi

For 9 observations and 5 degrees of freedom: R 99= 0. 917
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CONCLUSIONS

1) Changes in the IR spectra of the binder of TP-H8278 propellant
correlate well with changes in the mechanical properties of the propellant
as the propellant ages.

Z) Whether the propellant IR spectra are made of whole propellant

or AP-leached propellant does not affect the existance of correlations
between the spectral changes and mechanical property changes.

3) AP-leached and whole propellant do not have the same correlating
peaks.

4) In order to establish the correlation between IR peak changes and
mechanical property changes, all samples of propellant in the aging program
must be treated in exactly the same way throughout the aging program.
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